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PREFACE

Dear Readers, 

The winter issue of our periodical contains as many as 10 articles on the pro-
duction, research or use of polymers in medicines, therapeutic procedures, 
or in scientific research related to medicine.

Three works on  polymers that can be used as  implants constitute a  dis-
tinct group. Two of them focus on mixtures of biodegradable polymers with 
apatite, while the 3rd one, from an Upper Silesian center, describes the use 
of biodegradable polymers in 3D printing to regenerate the spinal cord. Interesting applications of polymers 
as carriers of medicinal substances in potential pharmaceutical preparations are presented in the next triad 
of articles. The 1st of them, a review, prepared in collaboration by researchers from the Wroclaw Medical Uni-
versity and from the Wrocław University of Environmental and Life Sciences, describes classic and innovative 
methods of producing microcapsules using physical methods, such as coacervation, spray methods, agglom-
eration, cross-linking in suspension and extrusion, and chemical methods, such as interfacial polymerization, 
in situ polymerization or encapsulation in microcylinders obtained from a 3D printer.

The next 2 original articles, also from Wrocław, raise the extremely interesting issue of the influence of hydro-
philic polymers on the physicochemical properties of preparations intended for use in dermatology and lar-
yngology. The remaining works focus on application studies of drugs in the context of their interaction with 
polymers and biopolymers, with 2 works from a Poznań center being fine examples. The 1st one delves into 
the  problems of  durability of  tuberculostatics interacting, among others, with macromolecular structures 
of the cell wall and the interior of the pathogen cell. The 2nd one introduces the design of analytical proce-
dures using neural networks. Some of the presented works are the result of the 2nd edition of the scientific 
conference entitled “Physical chemistry and biophysics for pharmacy 2024”, organized at the Wroclaw Medi-
cal University, and our editorial team would like to thank the conference participants for submitting valuable 
experimental and review manuscripts to our journal.

I encourage you to read the latest issue of Polimery w Medycynie – Polymers in Medicine, and I wish our read-
ers, authors, reviewers and editorial team a peaceful Christmas and all the best in the coming New Year 2025. 
All the best!

Prof. Witold Musiał
Editor-in-Chief



WSTĘP

Drodzy Czytelnicy, 

zimowe wydanie naszego periodyku zawiera aż 10 artykułów na temat wytwa-
rzania, badania lub zastosowania polimerów w lekach, postępowaniu leczni-
czym, albo w badaniach naukowych związanych z medycyną.

Trzy prace nt. polimerów, które mogą znaleźć zastosowanie jako implanty, 
stanowią wyróżniającą się grupę. Dwie z nich skupiają się na mieszaninach 
polimerów biodegradowalnych z apatytem, natomiast w trzeciej, z ośrodka 
górnośląskiego, opisano wykorzystanie polimerów biodegradowalnych w druku 3D, w celu regeneracji rdze-
nia kręgowego. Kolejna triada artykułów prezentuje ciekawe zastosowania polimerów jako nośników substan-
cji leczniczych w potencjalnych preparatach farmaceutycznych. Pierwsza z tych prac, przeglądowa, powstała 
we współpracy badaczy z Uniwersytetu Medycznego we Wrocławiu i Uniwersytety Przyrodniczego we Wro-
cławiu, opisuje klasyczne i  innowacyjne metody wytwarzania mikrokapsułek metodami fizycznymi, takimi 
jak koacerwacja, metody rozpyłowe, aglomeracja, sieciowanie w zawiesinie czy ekstruzja, oraz metodami che-
micznymi, takimi jak polimeryzacja międzyfazowa, polimeryzacja in situ lub enkapsulacja w mikrocylindrach 
otrzymanych z drukarki 3D.

Kolejne dwa artykuły oryginalne, także z Wrocławia, poruszają niezwykle ciekawe zagadnienie wpływu poli-
merów hydrofilowych na właściwości fizykochemiczne preparatów przeznaczonych do stosowania w  der-
matologii i laryngologii. Pozostałe prace koncentrują się na badaniach aplikacyjnych leków w kontekście ich 
oddziaływania z polimerami i biopolimerami. Przykładem są dwie prace z ośrodka poznańskiego. Pierwsza 
z nich pozwala zagłębić się w problemy trwałości tuberkulostatyków oddziałujących m.in. z wielkocząstecz-
kowymi strukturami ściany komórkowej i wnętrza komórki patogenu. Druga przybliża projektowanie proce-
dur analitycznych za pomocą sieci neuronowych. Część z prezentowanych artykułów stanowi pokłosie drugiej 
edycji konferencji naukowej pt. „Chemia fizyczna i biofizyka dla farmacji 2024”, zorganizowanej w Uniwer-
sytecie Medycznym we Wrocławiu, i  niniejszym nasz zespół redakcyjny pragnie serdecznie podziękować 
uczestnikom konferencji za nadesłanie do naszego czasopisma wartościowych prac eksperymentalnych i prze-
glądowych.

Zachęcam Państwa do lektury najnowszego wydania Polimerów w Medycynie – Polymers in Medicine, i życzę 
spokojnych świąt Bożego Narodzenia oraz wszelkiej pomyślności w nadchodzącym nowym roku 2025 naszym 
czytelnikom, autorom, recenzentom oraz zespołowi redakcyjnemu. Wszystkiego dobrego!

Prof. Witold Musiał 
Redaktor Naczelny
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Abstract
Background. Poly(glycerol sebacate) is a polymeric material with potential biomedical application in the field 
of tissue engineering. In order to act as a biodegradable scaffold, its incubation study is vital to simulate its 
behavior.

Objectives. This study explores the degradation of porous poly(glycerol sebacate)/hydroxyapatite scaffolds 
subjected to incubation in various physiological solutions.

Materials and methods. The research involved monitoring pH and conductivity values over a 14-day 
period, as well as analyzing the swelling capacity and mass alterations of the scaffolds.

Results. In simulated body fluid (SBF) and phosphate-buffered saline (PBS), the pH levels remained relatively 
stable, whereas Ringer’s solution caused a pH decrease. Conversely, artificial saliva demonstrated an increase 
in pH, and distilled water caused a slight decrease. The conductivity values remained stable in SBF and Ringer’s 
solution, slightly decreased in PBS, increased in artificial saliva, and significantly increased in distilled water. 
The swelling capacity of the scaffolds varied depending on the solution used, with the lowest equilibrium 
swelling observed in SBF and PBS. The effect of the presence of ceramics on this parameter was also observed. 
The mass changes of the scaffolds indicated deposition of particles or salts from the incubation solutions, and 
subsequent rinsing in distilled water led to a decrease in mass. Scanning electron microscopy (SEM) imaging 
and elemental analysis confirmed the presence of crystallized salts on the scaffold surfaces after incubation 
in SBF. Surface roughness measurements revealed changes in roughness depending on the solution, with 
deposition of additional layers in SBF and degradation in artificial saliva.

Conclusions. In summary, the scaffolds exhibited biodegradation in physiological solutions, with variations 
in pH, conductivity, swelling capacity, mass changes, and surface morphology depending on the specific 
solution and scaffold composition.

Key words: hydroxyapatite, incubation, poly(glycerol sebacate), scaffolds
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Introduction

Poly(glycerol sebacate) (PGS) is an emerging biodegrad-
able polyester for biomedical application, foremost in tis-
sue engineering.1–4 This polymeric material is considered 
biodegradable,5,6 which is a desired trait for modern bio-
medical application. However, a biomaterial can behave 
diversely in various physiological fluids. In this study, PGS 
was combined with bioactive hydroxyapatite (HAp) in or-
der to obtain porous scaffolds for bone tissue regenera-
tion. This ceramics was selected considering its impres-
sive properties in terms of its impact on osseointegration 
processes. Hydroxyapatite is widely applied in dentistry 
as well as orthopedics for its similarity in chemical com-
position to the inorganic phase of bone.7–9 For this reason, 
as well as because of its osteoconductive properties, HAp 
is used in tissue engineering, with both in vitro and in vivo 
applications widely reported in the literature.10 A mate-
rial exhibiting osteoconductivity ensures the appropriate 
environment for the ingrowth of bone-forming elements 
from the surrounding area. Furthermore, by stimulating 
osteoblasts to proliferate, the growth of new apatite layers 
occurs.11,12 Therefore, PGS is a great addition to biomateri-
als for bone regeneration, especially polymers, which often 
display significantly lower mechanical strength.13,14

In order to simulate the behavior of biomaterials in liv-
ing organisms, different types of artificial biological flu-
ids are used, of which the most common are simulated 
body fluid (SBF), artificial saliva, Ringer’s fluid (which 
corresponds to  the composition of  extracellular fluid), 
or phosphate-buffered saline (PBS), whose composition 
corresponds to body fluids.15–17 Different pH values as well 

as the composition of various artificial biological fluids 
affect the behavior of biomaterials in their presence, and 
in the case of in vitro tests, they can quickly provide the first 
information.18,19 Such incubation studies are particularly 
important in the context of materials that are assumed 
to degrade in the body environment. Detailed potentiomet-
ric as well as conductometric monitoring helps to determine 
whether, during the process of degradation of the material 
into finer elements, there is precipitation and/or release 
of other components that could negatively affect the cel-
lular balance. Strong acidification, i.e., a spike in pH values 
to highly alkaline, is a cause for concern, as under such 
conditions, cells in the area of the implant are unable to pro-
liferate.20,21 Therefore, in vitro studies are advisable before 
proceeding to cellular or in vivo studies on animal models.

As  the  physico-chemical and mechanical properties 
as well as cytocompatibility with L929 fibroblast cells 
of the very same materials was reported previously,22 this 
study puts an emphasis on the behavior of the PGS and 
PGS/HAp scaffold materials during incubation. It is cru-
cial to investigate the behavior of the biomaterial in vari-
ous conditions and incubation fluids in order to consider 
further clinical application. Graphical scheme of the study 
is presented in Fig. 1.

Materials and methods

All of  the  chemical compounds utilized for synthe-
sis of  HAp and obtaining buffers were obtained from 
Chempur (Piekary Śląskie, Poland), except ammonia so-
lution, which was obtained from Stanlab (Lublin, Poland).

Streszczenie
Wprowadzenie. Poli(sebacynian gliceryny) to materiał polimerowy o potencjalnym zastosowaniu biomedycznym w dziedzinie inżynierii tkankowej. Aby efektywnie 
pełnił rolę biodegradowalnego rusztowania komórkowego, niezbędne jest przeprowadzenie badania inkubacyjnego w celu symulacji jego zachowania.

Cel pracy. Prezentowane badanie przedstawia zachowanie pianek z poli(sebacynianu gliceryny) oraz hydroksyapatytu podczas inkubacji w różnych roztworach 
fizjologicznych.

Materiał i metody. Badania obejmowały monitorowanie wartości pH i przewodności przez okres 14 dni, a także analizę pęcznienia i zmian masy materiałów.

Wyniki. W buforze SBF (ang. simulated body fluid) oraz PBS (ang. phosphate-buffered saline) wartość pH pozostawała na stałym poziomie, podczas gdy w płynie 
Ringera wartość pH ulegała obniżeniu. Podczas inkubacji w sztucznej ślinie wartości pH wrastały, a w wodzie destylowanej ulegały niewielkiemu obniżeniu. Wartości 
przewodności pozostawały stabilne w SBF i płynie Ringera. Uległy natomiast niewielkiemu spadkowi w PBS, wzrosły w sztucznej ślinie, a znacznie wzrosły w wodzie 
destylowanej. Pęcznienie pianek ma bazie PGS zależało od użytego roztworu. Najniższe wartości pęcznienia równowagowego zaobserwowano w SBF i PBS. Zmiany 
masy rusztowań wskazywały na osadzanie się cząstek lub soli z roztworów inkubacyjnych. Przepłukanie materiałów wodą destylowaną powodowało obniżenie masy. 
Obrazowanie techniką skaningowej mikroskopii elektronowej (SEM) oraz analiza elementarna potwierdziły obecność soli wykrystalizowanych na powierzchniach 
materiałów po inkubacji w SBF. Pomiar chropowatości wykazał zmiany w wartościach współczynnika Sa w zależności od rodzaju wykorzystanego roztworu. W SBF 
dochodziło do depozycji dodatkowych warstw apatytowych oraz do zwiększonej degradacji w sztucznej ślinie.

Wnioski. Rusztowania wykazywały biodegradację w roztworach fizjologicznych. Różnice w przebiegu inkubacji były ilustrowane pomiarami wartości pH, 
przewodności, zdolności do pęcznienia, zmianie mas oraz morfologii powierzchni. Różnice wynikały z wykorzystanego roztworu oraz składu pianki.

Słowa kluczowe: hydroksyapatyt, inkubacja, poli(sebacynian glieryny), scaffoldy
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Synthesis of HAp

The synthesis process followed a previously reported wet 
precipitation method protocol.23,24 First, 3.63 g of Na2HPO4 
was dissolved in 80 mL of distilled water. The solution 
was transferred to the 3-necked, round-bottomed flask 
equipped with condenser and a  thermocouple. Subse-
quently an additional 520 mL of water was added to di-
lute the solution. To achieve a pH of 11, a few drops of 25% 
ammonia solution were carefully added. After boiling 
the water, a solution of Ca(CH3COO)2 (created by dissolving 
4.51 g of salt in 200 mL of water) was added dropwise with 
rate of 1 drop/s. After the solution was added, the reaction 
mixture was cooled to the ambient temperature and trans-
ferred to the beaker for sedimentation in the course of 24 h. 
The precipitate was subsequently washed with water until 
it reached a neutral pH. After centrifuging, the supernatant 
was decanted and obtained HAp was submitted to freeze-
drying (−50°C, p < 10 Pa) after subsequent freezing (−15°C).

pPGS prepolymer synthesis and 
TIPS-TCL-SL scaffold manufacturing

The  synthesis of  poly(glycerol sebacate) prepolymer 
(pPGS) followed a  previously established procedure 
by the authors.22,25 Briefly, sebacic acid and glycerol were 
combined in an equimolar ratio with glycerol in 130°C. 
Reaction was allowed to proceed for 24 h and was halted 
by reducing the temperature to 25°C. Porous PGS scaffolds 

containing 0, 10, 20, and 30 wt% of HAp were manufac-
tured using thermally induced phase separation followed 
by thermal cross-linking and salt leaching (TIPS-TCL-SL) 
technique described previously.22,23 In brief, pPGS was 
dissolved in 1,4-dioxane at a concentration of 20 wt% and 
the corresponding amount of HAp was added to the mix-
ture (with respect to the prepolymer mass) and stirred for 
24 h. Solution was poured onto the porogen (400–500 µm 
NaCl particles) in a multi-well plates and frozen overnight. 
Afterwards, the specimens were freeze-dried and cured 
at 130°C for 7 days. After cross-linking, the porogen was 
leached out with water and samples were dried before sub-
jecting for further experiments.

The authors had previously conducted physicochemical 
and structural characterization of the prepolymer22,23,25 
which included identification of characteristic structural 
bands on Fourier-transform infrared spectroscopy (FT-
IR) spectrum, structural characterization with nuclear 
magnetic resonance (MRI) technique and contact angle 
measurement. Furthermore, the porous scaffolds manu-
factured in the same conditions were also characterized 
with respect to their thermal and mechanical properties.22

Buffer preparation and scaffold 
incubation

The scaffolds underwent a 14-day incubation period 
in 5 different physiological solutions: SBF, PBS, Ringer’s 
solution, artificial saliva, and distilled water. A detailed 

Fig. 1. Graphical scheme of the conducted study, created with BioRender.com
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breakdown of the composition of the utilized buffers can 
be found in Table 1. Solutions were obtained by dissolv-
ing the appropriate ingredients in distilled water except 
for the PBS solution, which was prepared by dissolving 
in water a ready-made commercial product in the form 
of tablet (Oxoid; Thermo Fisher Scientific, Waltham, USA). 
The SBF solution was prepared in the sequence presented 
in the Table 1 in 36.5°C. After all ingredients were dis-
solved, 1M HCl was added until pH was in the range of 7.5–
8.0. The rest of the solutions were prepared in the room 
temperature. Four scaffolds of  each type were placed 
in separate sterile 100 mL containers and poured over 
with 75 mL of each buffer. The incubation was performed 
in ST 5 SMART incubator (POL-EKO, Wodzisław Śląski, 
Poland) in 37°C for 14 days.

Buffer preparation 
and scaffold incubation

Throughout the incubation period, the solutions con-
taining the scaffolds were regularly analyzed for pH and 
conductivity to investigate interactions between the sam-
ples and the incubation fluids. Conductivity and pH were 
assessed using a CX-701 pH-meter (Elmetron, Zabrze, 

Poland). These assessments were conducted at specific 
time intervals, namely, on the 1st, 3rd, 7th, 9th, and 14th day 
of the incubation process.

Equilibrium swelling

The swelling capacity of the tested scaffolds was assessed 
in all 5 incubation fluids over a 14-day period, with mea-
surements taken at specific time intervals: 15 min, 30 min, 
1 h, 2 h, 4 h, 1 day, 2 days, 7 days, 9 days, and 14 days. Sam-
ples with an initial mass ranging from 0.14 g to 0.22 g were 
placed in sterile 100 mL containers and submerged with 
75 mL of the corresponding buffer solution. The swelling 
ratio (Sw) was calculated using Equation 1,24,26,27 where 
Wt is the mass of swollen sample after given time and W0 
is the initial mass of the scaffold.

  (1)

The swelling kinetics of the scaffolds was investigated 
using Voigt-based viscoelastic model using Equation 2,28,29 
where St is swelling ratio at given time (t), Se is equilibrium 
swelling and τ is a swelling rate parameter (time required 
to reach 0.63 of maximum swelling value).30,31

 τ  (2)

The exponential fitting was performed in Origin soft-
ware v. 2021b (OriginLab Corporation, Northampton, 
USA). The R2 Pearson’s correlation parameter was higher 
or equal to 0.92 within each fitting.

Optical imaging, 3D reconstruction 
and surface roughness measurement

Surface of the scaffolds were imaged using VHX Series 
Digital Microscope (Keyence, Osaka, Japan). Images were 
captured in 4k mode, providing a resolution of 4,000 × 3,000 
pixels with additional depth of focus analysis. The CMOS 
VHZ-700 sensor (Keyence) enabled roughness analysis and 
the creation of 3D reconstructions of the scaffold surfaces. 
Scanning electron microscopy (SEM) microphotographs 
and local elemental analysis measured with energy dis-
persive spectroscopy (EDS) were registered using SEM Jeol 
5510LV system (Jeol, Tokyo, Japan). Measurement param-
eters included threshold angle of 30° and voltage of 10 kV. 
The SEM microphotographs were registered with ×500 
magnification. Before imaging the samples were spray-
coated with gold using Cressington 108 sputter coater 
(Cressington Scientific Instruments, Watford, UK).

Results

Structural, physico-chemical and biological properties 
of porous PGS-based materials was reported by the authors 
previously.22,23 Therefore, this article explores divergent 

Table 1. Composition of buffers utilized for the study

Solution Ingredient Quantity

PBS NaCl 8.00 g/L

KCl 0.20 g/L

Na2HPO4 1.15 g/L

KH2PO4 0.20 g/L

SBF NaCl 8.04 g/L

NaHCO3 0.36 g/L

KCl 0.23 g/L

K2HPO4·3H2O 0.23 g/L

MgCl2·6H2O 0.31 g/L

1M HCl 40 mL

CaCl2 0.29 g/L

Na2SO4 0.07 g/L

Tris 6.12 g/L

1M HCl (for adjusting pH) 0–5 mL

Ringer’s solution NaCl 8.60 g/L

KCl 0.30 g/L

CaCl2·2H2O 0.48 g/L

Artificial saliva NaCl 0.40 g/L

KCl 0.40 g/L

CaCl2·2H2O 0.80 g/L

Na2HPO4·H2O 0.78 g/L

Na2S·7H2O 0.01 g/L

urea 1.00 g/L

PBS – phosphate-buffered saline; SBF – simulated body fluid.
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area which is stability, swelling, mass loss, and imaging 
during in vitro incubation in 5 different physiological 
solutions. Furthermore, the parameters of HAp synthe-
sized and utilized in the presented study, including surface 
specific area, crystallinity and imaging, were published 
previously.22,32

Evolution of pH and conductivity during 
incubation

During an incubation of scaffolds in the physiological 
liquids the pH (Fig. 2,3), conductivity values were regis-
tered after 1, 3, 7, 9, and 14 days. The reference pH values 
of the solutions were 7.76 for SBF, 7.27 for PBS, 6.31 for 
Ringer’s solution, 5.07 for artificial saliva, and 6.28 for dis-
tilled water. During the process, the pH values remained 
approximately constant for SBF and PBS. In the Ringer’s 
solution, the pH values lowered after 14 days to 4.90 for 
PGS, 5.56 for PGS/HAp 90/10, 5.10 for PGS/HAp 80/20, 
and 5.58 for PGS/HAp 70/30. The decrease was the biggest 
for PGS and PGS/HAp 80/20 samples. The reverse effect 
was observed for artificial saliva. The pH values of the so-
lutions increased over the incubation time up to 7.70 for 
PGS, 7.90 for PGS/HAp 90/10, 8.10 for PGS/HAp 80/20, 
and 8.70 for PGS/HAp 70/30.

Values of  conductivity change with the  concentra-
tion of the  ions during incubation in the environment 
of solutions imitating physiological conditions.33 Mea-
sured values for the reference solutions were 143.5 mS 
for SBF, 140.6 mS for PBS, 137.8 mS for Ringer’s solution, 

29,8 mS for artificial saliva, and 41.2 mS for distilled 
water. The conductivity remained approximately con-
stant for SBF and Ringer’s solution. In PBS, the measure-
ments were also constant. However, they were slightly 
lower the buffer’s reference value. In artificial saliva, 
a slight increase in measured property was noted (from 
~30 mS to ~50 mS for all materials). The highest in-
crease was observed in distilled water (even by 400% for 
PGS/HAp 80/20).

Equilibrium swelling

The swelling curves for all evaluated scaffolds were fitted 
using Equation 2 and presented on Fig. 4. The correspond-
ing values of Se and τ were juxtaposed in Table 2,3. Swelling 
analysis was performed for all solutions utilized previously. 
Based on the evolution of pH and conductivity over time, 
physiological solutions can be divided into groups: 1) those 
in which neither pH nor conductivity changed statistically 
significant over time (G1: SBF and PBS); 2) those in which 
pH level dropped down during incubation while conduc-
tivity was not affected (G2: Ringer’s solution); and 3) solu-
tion in which both conductivity and pH values changed 
over the course of 14 days (G3: artificial saliva and distilled 
water). This division is beneficial for analyzing the swelling 
capacity of the scaffolds.

In G1, the material with lowest equilibrium swelling 
was PGS/HAp 70/30 with Se of 166.7% in SBF and 236.7% 
in PBS. It  is worth mentioning that in SBF, except for 
PGS/HAp 70/30 sample, all other materials possessed 

Table 2. Values of equilibrium swelling for the evaluated scaffolds in SBF, PBS, Ringer’s solution, artificial saliva, and distilled water

Solution
Se [%]

PGS PGS/HAp  
90/10

PGS/HAp  
80/20

PGS/HAp  
70/30

SBF 488.7 ±3.7 441.0 ±8.0 646.9 ±9.6 166.7 ±4.7

PBS 335.3 ±14.1 465.5 ±15.9 390.4 ±4.7 236.7 ±7.9

Ringer’s solution 211.1 ±6.5 160.2 ±7.1 61.5 ±0.9 43.4 ±0.9

Artificial saliva 536.2 ±19.3 319.6 ±15.9 562.7 ±3.5 530.1 ±10.6

Distilled water 253.7 ±8.4 452.1 ±7.8 436.2 ±6.0 351.9 ±7.3

PBS – phosphate-buffered saline; SBF – simulated body fluid; PGS – poly(glycerol sebacate); HAp – hydroxyapatite.

Table 3. Values of τ rate parameter for the evaluated scaffolds in SBF, PBS, Ringer’s solution, artificial saliva, and distilled water

Solution
τ [min]

PGS PGS/HAp  
90/10

PGS/HAp  
80/20

PGS/HAp  
70/30

SBF 0.05 ±0.01 0.03 ±0.01 0.03 ±0.01 1.46 ±0.32

PBS 0.94 ±0.38 0.92 ±0.23 0.53 ±0.05 1.17 ±0.24

Ringer’s solution 0.66 ±0.23 0.99 ±0.33 0.26 ±0.06 0.73 ±0.27

Artificial saliva 0.63 ±0.21 3.20 ±0.72 2.91 ±0.07 3.39 ±0.25

Distilled water 1.17 ±0.23 0.65 ±0.08 1.98 ±0.13 0.57 ±0.09

PBS – phosphate-buffered saline; SBF – simulated body fluid; PGS – poly(glycerol sebacate); HAp – hydroxyapatite.
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the highest τ for all measured samples and therefore their 
swelling was the swiftest. In Ringer’s solution (G3) the Se 
swelling was the lowest among all solutions and gradually 

lowered with the concentration of HAp (from 211% for PGS 
down to 43% for PGS/HAp 70/30). The highest τ values (ex-
cept for PGS) were observed in artificial saliva, indicating 

Fig. 2. The pH values of the reference solutions used for incubation of the scaffolds (A) as well its values during 14 days of incubation in simulated body 
fluid (SBF) (B), phosphate buffered saline (PBS) (C), Ringer’s solution (D), artificial saliva (E), and distilled water (F)
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the highest time required to achieve full swelling capacity 
(3.20 for PGS/HAp 90/10, 2.91 for PGS/HAp 80/20 and 
3.39 for PGS/HAp 70/30). In H2O, PGS exhibited lowest 

Se (211%) and PGS/HAp 90/10 the highest (452%). In G3 
no direct correlations between pH, conductivity and Se 
is present.

Fig. 3. Conductivity values of the reference solutions used for incubation of the scaffolds (A) as well its values during 14 days of incubation in simulated 
body fluid (SBF) (B), phosphate buffered saline (PBS) (C), Ringer’s solution (D), artificial saliva (E), and distilled water (F).
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Fig. 4. Swelling of the evaluated scaffolds over 14 days in simulated body fluid (SBF) (A), phosphate buffered saline (PBS) (B), Ringer’s solution (C), artificial 
saliva (D), and distilled water (E).

0 2 4 6 8 10 12 14
0

100

200

300

400

500

600

700

0 2 4 6 8 10 12 14
0

100

200

300

400

500

0 2 4 6 8 10 12 14
0

50

100

150

200

250

0 2 4 6 8 10 12 14
0

100

200

300

400

500

600

0 2 4 6 8 10 12 14
0

100

200

300

400

500

PGS
PGS/HAp 90/10
PGS/HAp 80/20
PGS/HAp 70/30

Sw
el

lin
g 

[%
]

Time [days]

SBF PBS

Ringer's solution Artificial saliva

Distilled water

PGS
PGS/HAp 90/10
PGS/HAp 80/20
PGS/HAp 70/30

Sw
el

lin
g 

[%
]

Time [days]

PGS
PGS/HAp 90/10
PGS/HAp 80/20
PGS/HAp 70/30Sw

el
lin

g 
[%

]

Time [days]

A) B)

C) D)

E)

PGS
PGS/HAp 90/10
PGS/HAp 80/20
PGS/HAp 70/30

Sw
el

lin
g 

[%
]

Time [days]

PGS
PGS/HAp 90/10
PGS/HAp 80/20
PGS/HAp 70/30

Sw
el

lin
g 

[%
]

Time [days]



Polim Med. 2024;54(2):91–104 99

Scaffolds’ imaging and roughness 
assessment

The change of scaffolds mass after the incubation is pre-
sented in Fig. 5. Samples were weighted directly after dry-
ing from incubation solutions (Fig. 5A) and after subse-
quent rinsing overnight in distilled water (Fig. 5B). For 
all scaffolds incubated in SBF, PBS and Ringer’s solution, 

the change of mass was positive, weighted after drying 
straight from the incubation solutions.

After subsequent rinsing of  the  samples in  water, 
the mass decreased in comparison to samples dried directly 
after incubation in all specimens and solution (Fig. 5B). 
The change of mass was the most significant in distilled 
water and dropped to −15% for polymer scaffold.

Moreover, the SEM imaging and EDS measurement re-
vealed that for sample incubated in SBF, crystallized domains 
of salts present in the buffer composition were observed 
(Fig. 6). The accurate areas of EDS measurements are indi-
cated as red marks on the SEM image. The detailed elemen-
tal composition is presented in Table 4. Most importantly, 
the majority of abundance consists of Na and Cl elements 
not present in the initial sample before incubation. The EDS 
measurement and SEM imaging performed on reference 

Fig. 5. Change in mass of the reference and composite scaffolds after 14 days incubation in simulated body fluid (SBF), phosphate buffered saline (PBS), 
Ringer’s solution, artificial saliva, and distilled water for specimens dried straight after incubation (A) and samples dried followed by rinsing in distilled water 
in order to remove crystallized impurities (B)

Fig. 6. Scanning electron microscopy (SEM) microphotographs 
of the PGS/HAp 80/20 scaffold after 14 days of incubation in simulated 
body fluid (SBF). The positions where energy dispersive spectroscopy 
(EDS) measurements took place are marked with red marks

Table 4. Weight and atomic % of C, O, Na, Mg, P, Cl, K, and Ca elements 
based on EDS analysis for the evaluated PGS/HAp 70/20 scaffold 
incubated in SBF. Presented results concern the points on the SEM images 
designated as 1 and 2

Sample PGS/HAp 80/20 in SBF

Point 1 2

C [at%] 45,061 46,317

C [wt%] 25,250 24,363

O [at%] 5,407 8,768

O [wt%] 4,036 6,144

Na [at%] 20,637 2,023

Na [wt%] 22,135 2,037

Mg [at%] 0,094 0,278

Mg [wt%] 0,106 0,296

P [at%] 0,488 1,898

P [wt%] 0,705 2,575

Cl [at%] 27,288 37,577

Cl [wt%] 45,134 58,343

K [at%] 0,196 0,375

K [wt%] 0,358 0,641

Ca [at%] 0,729 2,655

Ca [wt%] 1,364 4,661

PBS – phosphate-buffered saline; SBF – simulated body fluid; PGS 
– poly(glycerol sebacate); HAp – hydroxyapatite; SEM – scanning electron 
microscopy; EDS – energy dispersive spectroscopy.
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PGS and PGS/HAp scaffolds before incubation showcased 
the morphology and confirmed presence of apatite filler.22

The morphological changes are depicted by the evolu-
tion of the surface roughness measurement basing on 3D 
reconstructions from the optical microscope (VHX Series 
Digital Microscope; Keyence) (Fig. 7). For the reference 
samples before the incubation, a decrease in roughness 
can be observed as the amount of apatite filler increases: 
132.2 μm for PGS, 116.6 μm for PGS/HAp 90/10, 89.0 μm 
for PGS/HAp 80/20, and 80.6 μm for PGS/HAp 90/30. 
This downward trend with the increasing amount of HAp 
persisted for all utilized solutions. Surface roughness be-
fore and after incubation is also presented in the Table 5.

Surface all of the samples before and after 14 days of in-
cubation in SBF, PBS, Ringer’s solution, and distilled wa-
ter were registered in the form of 2D images, presented 
in Fig. 8,9. The morphology of the top layer of the scaf-
folds was visualized using a 3D reconstruction of micro-
scopic images captured on optical microscope (VHX Series 

Digital Microscope; Keyence). Exemplary photographs 
of reference samples and samples incubated in SBF and 
artificial saliva are presented in Fig. 10.

Discussion

In artificial saliva, the greatest increased in pH values were 
observed among all evaluated buffers. One of the explana-
tions of this effect may lay in the initial slightly acidic pH 
of the reference solution (5.08) – it may catalyze the degrada-
tion process of the scaffolds. Additionally, the ions released 
during the incubation might have influenced further changes 
in the pH values. Moreover, during incubation, partial leach-
ing of HAp from the matrix might have occurred.34 De-
spite its poor solubility, the solution containing HAp might 
have gained additional alkaline character.35 In distilled wa-
ter, a slight lowering in a pH from the reference value was 
noted. Changes in the pH value indicate interactions occur-
ring at the fluid–material interface as well as the fact that 
the foams interact with the medium. In cases of inert (neu-
tral) material, the pH value would remain at a constant level.

Regarding values of conductivity, such steep rise in val-
ues in distilled water might be correlated with low ionic 
force of water, which is disturbed by sudden introduction 
of new electrostatically charged beings to the solution.36 
Furthermore, in all showcased experiments, using distilled 
water eliminated the interference of other ions in the solu-
tion with evaluated scaffold.

The swelling ability of the material is related to the pen-
etration of the liquid medium into its interior into the free 
spaces of the polymer chains.37 In the case of composites, 
ceramic grains occupy these spaces; hence, a  decrease 
in sorption capacity is observed as the proportion of the ce-
ramic phase increases. However, even a low swelling capacity 
is a satisfactory result, as such a material can be used as a car-
rier for an active substance, from which the substance (e.g., 
a drug, protein or antibiotic) will be able to be slowly released 
as the liquid medium penetrates into the material.38–40

The changes in surface roughness of the scaffolds might 
indicate either deposition on new HAp particles or salts 

Fig. 7. Surface roughness of the reference and composite scaffolds 
after 2 week of incubation in simulated body fluid (SBF), phosphate 
buffered saline (PBS), Ringer’s solution, artificial saliva, and distilled water. 
Roughness data was measured as an arithmetical mean height of the area 
(Sa) and showcased in the function of filler content

Table 5. Surface roughness of the reference and composite scaffolds before and after 2 week of incubation in SBF, PBS, Ringer’s solution, artificial saliva, and 
distilled water

Incubation medium
Sa [µm]

PGS PGS/HAp  
90/10

PGS/HAp  
80/20

PGS/HAp  
70/30

Sample before incubation 132.2 116.6 89.0 80.6

SBF 127.7 101.2 74.0 63.6

PBS 113.8 97.7 58.8 42.5

Ringer’s solution 127.9 77.5 63.7 18.9

Artificial saliva 177.2 122.3 105.2 63.9

Distilled water 123.4 112.8 91.2 76.2

PBS – phosphate-buffered saline; SBF – simulated body fluid; PGS – poly(glycerol sebacate); HAp – hydroxyapatite; Sa – arithmetical mean height 
of the area.
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present in  the  solutions. In  case of  polymer scaffolds, 
the HAp is not present and thus the gain in mass is due 
to the plausible crystallization of the salts present in solu-
tions. This hypothesis was confirmed by decrease in mass 

for all samples incubated in distilled water, which does 
not contain statistically significant concentrations of ions. 
The increase of the pH value during incubation in artifi-
cial saliva was the greatest among all measured solutions, 

Fig. 8. Optical microscope images depicting surface of reference samples before incubation (A–D) as well as after 14 days of incubation in simulated body 
fluid (SBF) (E–H) and artificial saliva (I–L). Photographs were taken with ×100 magnification

Fig. 9. Optical microscope images depicting surface of samples after 14 days of incubation in phosphate buffered saline (PBS) (A–D), Ringer’s solution (E–H) 
and distilled water (I–L). Photographs were taken with ×100 magnification
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which might be an indication of degradation process occur-
ring.41 This was confirmed by loss in mass for PGS sample 
(approx. −5%). For specimens containing the apatite filler 
in artificial saliva, the mass change was positive – again 
most probably due to  the salts present in  the solution. 
The initial conclusion regarding crystallization of salts 
from incubation solutions was supported with changes 
in mass after subsequent rinsing in water before drying 
following incubation. Noticeably, the roughness of samples 
incubated in the distilled water overlapped with the refer-
ence values almost ideally. Moreover, the presented data 
indicate that the artificial saliva was the only solution for 
which the roughness was greater than for the reference 
sample. It might be yet another indication of degradation 
process occurring in this solution. For all other physiologi-
cal solutions (SBF, PBS and Ringer’s solution), the rough-
ness was lowered in comparison with the reference. There-
fore, deposition of additional layers on top of the scaffolds 
might have occurred. As it is clearly visible after incubation 
in SBF, deposition of additional layers on the surface was 
observed, while in saliva, the structure appear more frayed 
and degraded, except for PGS/HAp 70/30 sample.

Conclusions

We investigated the initial (14 days) degradation stage 
of PGS scaffolds, as well as PGS doped with HAp in 5 different 
liquids – distilled water, SBF, PBS, Ringer’s fluid, and artificial 

saliva. The results obtained in SBF, PBS, Ringer’s solution, 
and artificial saliva provide a biologically relevant context for 
potential biomedical applications, as these media simulate 
the environment of body fluids. Water serves as a reference 
medium to assess baseline degradation properties. The study 
showed that scaffold of neat PGS showed the lowest stability, 
understood as weight loss during degradation (−15% after 
14 days of incubation), while doped PGS showed significantly 
higher stability (−2% after 14 days of incubation). The effect 
obtained does not depend significantly on the ceramic con-
tent (similar values were obtained for systems containing 10, 
20 and 30 wt% of ceramics). The greatest loss of PGS scaf-
fold masses is particularly related to degradation in distilled 
water and artificial saliva. Electrical conductivity tests car-
ried out during incubation showed no significant differences 
for samples incubated in SBF, PBS and Ringer’s fluid, while 
in the case of artificial saliva, an increase in conductivity was 
observed from a level of approx. 30 µS at the start of incu-
bation to more than 40 µS after 14 days of incubation in all 
samples tested. Incubation conducted in distilled water led 
to an increase in conductivity from a level of approx. 30 µS 
to 80 µS for the reference sample and from approx. 40 µS 
to 120–150 µS for the composite scaffolds. This effect is re-
lated to the degradation of the PGS and the ingress of min-
eral matter from the composite into solution. The observed 
degradation is a beneficial process, as it will eventually be 
combined with the regeneration of autologous tissue, which 
aligns with the goals of biomedical applications where scaf-
fold resorption supports tissue regeneration.

Fig. 10. Three-dimensional reconstructions of the surface of reference samples before incubation (A–D) as well as after 14 days of incubation in simulated 
body fluid (SBF) (E–H) and artificial saliva (I–L). The topography was obtained using reconstruction mode of optical microscope based on the pictures were 
taken with ×100 magnification
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The conclusions for future research highlight the ne-
cessity for further investigation of  long-term degrada-
tion beyond the initial 14 days, as well as the exploration 
of the effects of additional ceramic additives and bioac-
tive compounds on scaffold performance. Furthermore, 
in vivo validations are required to confirm the behavior 
of the scaffold in physiological conditions and its integra-
tion with tissue. A limitation of this study is that it focuses 
exclusively on in vitro conditions, which may not fully 
capture the complexities of the in vivo environment.
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Abstract
Globally, skin cancer is the predominant form of cancer, with melanoma identified as its most deadly variant. 
Projections suggest a surge exceeding 50% in melanoma occurrences by 2040, underscoring the urgency for 
preventive interventions. Sulforaphane (SFN), a compound found in cruciferous vegetables, is recognized for 
its cancer-preventive capabilities, particularly against skin cancer. This study employed a rigorous systematic 
review of various databases, adhering to predefined inclusion criteria for study selection. Data extraction 
was conducted using a uniform template, and the quality of the included studies was evaluated through 
the Systematic Review Centre for Laboratory Animal Experimentation (SYRCLE) risk of bias tool, specifically 
designed for animal research. The review encompasses studies published in English from 2000 to 2023, 
culminating in the inclusion of 9 pertinent studies. The findings highlight SFN’s capacity to act as a protective 
agent in preventing skin cancer in animal models. It demonstrated efficacy in curbing skin tumorigenesis 
triggered by assorted carcinogens, reducing the onset of skin tumors and impeding the growth and spread 
of skin cancer cells. Furthermore, SFN showed preventive effects against UVB-induced skin carcinogenesis 
by obstructing the activator protein 1 signaling pathway. Based on evidence from animal-based research, 
SFN emerges as a promising chemopreventive substance against skin cancer. Nevertheless, determining its 
optimal dosage, application duration and method of administration for human subjects remains pending. 
If  its effectiveness is substantiated, SFN could complement or offer an alternative to existing preventive 
measures against skin cancer.
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Introduction

In 2020, the global incidence of melanoma was esti-
mated at approx. 325,000 cases, resulting in about 57,000 
fatalities. The International Agency for Research on Can-
cer (IARC) forecasts a significant surge in the incidence 
of cutaneous melanoma by over 50%, reaching more than 
500,000 annual cases by 2040, with fatalities anticipated 
to increase by over 2/3 to nearly 100,000 per annum.1 De-
spite the preventable nature of many instances, cutaneous 
melanoma represents the most lethal form of skin cancer, 
comprising approx. 20% of all skin cancer diagnoses. Skin 
cancer is the most frequently diagnosed cancer globally, 
with an estimated 1.5 million new cases reported in 2020.1

The predominant forms of skin cancer include basal 
cell carcinoma, squamous cell carcinoma and melanoma.2 
A primary risk factor for skin cancer development is ultra-
violet (UV) radiation exposure from the sun, with the risk 
increasing cumulatively over time.2 While most skin can-
cer cases are treatable through surgical or  alternative 
therapeutic interventions, prevention plays a pivotal role 
in reducing the disease’s burden.3 Among the preventative 
strategies, the use of sunscreen and protective clothing 
has proven effective in reducing the risk of skin cancer 
onset. Nevertheless, there is an urgent need for additional 
preventative measures, particularly for individuals at high 
risk of the disease.

A variety of promising phytochemicals, such as epi-
gallocatechin-3-gallate, resveratrol, curcumin, pro-an-
thocyanidins, silymarin, apigenin, capsaicin, genistein, 
indole-3-carbinol, and luteolin, derived from various 
fresh fruits, vegetables, roots, and herbs, have been iden-
tified to enhance cancer chemoprevention and treatment 
through diverse mechanisms.4 Sulforaphane (SFN), an iso-
thiocyanate naturally occurring in cruciferous vegetables 
such as broccoli, Brussels sprouts and cabbage, has dem-
onstrated chemopreventive properties against various 
cancers, including skin cancer.5 Sulforaphane is known 
for activating the nuclear factor erythroid 2–related factor 
2 (Nrf2) pathway, implicated in cellular defense against 
oxidative stress and inflammation.6 Activation of the Nrf2 
pathway facilitates the induction of phase 2 detoxifying 
enzymes, aiding in the prevention of carcinogen forma-
tion and promoting their elimination from the organism.7

Preclinical investigations have explored SFN’s efficacy 
against skin cancer in animal models. For instance, SFN 
has been shown to inhibit skin tumor growth in mice ex-
posed to the carcinogen 7,12-dimethylbenz(a)anthracene 
(DMBA).8 Furthermore, it has provided protection against 
UV radiation-induced skin carcinogenesis in SKH-1 high-
risk mice9 and has been shown to prevent the development 
of skin tumors in mice by inhibiting the promotion stage 
of skin carcinogenesis.10

Topical photodynamic therapy (PDT) with 5-aminolevu-
linic acid (ALA) is commonly used to treat non-melanoma 
skin cancers, actinic keratoses and various dermatoses. 

However, it may cause adverse effects, such as pruritus, 
erythema, edema, and pain. The compound (R)-L-SFN 
has been found to reduce erythema while inducing DNA 
fragmentation, leading to apoptotic cell death.11 Another 
investigation assessed SFN’s impact on protoporphyrin IX 
(PpIX) production and PDT efficacy, revealing that SFN did 
not affect PpIX photodegradation and increased PpIX syn-
thesis in human skin, although not in A431 cells. The find-
ings suggest that (R)-L-SFN pre-treatment prior to topi-
cal ALA-PDT could enhance ALA penetration through 
the stratum corneum, thereby increasing PpIX synthesis.11 
Although preclinical studies have shown promising re-
sults, more research is needed to understand the potential 
benefits of SFN for the prevention and treatment of skin 
cancer in humans. This systematic review aims to collate 
and analyze the existing evidence regarding the application 
of SFN in skin cancer across preclinical and clinical studies.

Methodology

This study was meticulously designed following 
the PROSPERO guidelines, which establish the gold stan-
dards for conducting systematic reviews. Registration 
with PROSPERO, under the No. CRD42023417867, en-
sured transparency and compliance with the established 
protocol. The primary aim of this systematic review was 
to examine the existing scientific literature on the effec-
tiveness of SFN in preventing and treating skin cancer 
in animal models. To conduct a comprehensive literature 
survey, searches were conducted across multiple data-
bases, including PubMed, Science Direct, Embase, and 
Google Scholar. The search strings included combina-
tions of keywords such as “sulforaphane”, “skin cancer”, 
“nonmelanoma skin cancer”, “squamous cell carcinoma”, 
“basal cell carcinoma”, “melanoma”, “animal models”, and 
“preclinical studies”. Boolean operators (AND, OR) were 
used to refine the search results. For instance, the PubMed 
search string was “sulforaphane AND (skin cancer OR 
melanoma OR squamous cell carcinoma OR basal cell 
carcinoma) AND (animal model OR preclinical study)”. 
Discrepancies in study inclusion were resolved through 
discussions between the 2 authors. The search parameters 
were limited to studies published in English from 2000 
to 2023, initiating the search in April 2022 and updating 
it in March 2023.

The inclusion criteria for this review were rigorously 
defined. We  primarily selected studies that examined 
the impact of SFN on skin cancer using animal models. 
Studies were required to provide detailed descriptions 
of the methodologies used, and they needed to include 
at least 1 measure evaluating the chemopreventive effects 
of SFN. Only peer-reviewed scientific journal publications 
were included in our analysis.

A standardized form was utilized for data extraction 
from the selected studies, capturing vital information such 
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as study design, animal models used, sample sizes, interven-
tion types, assessed outcomes, and resulting conclusions.

Risk of bias assessment

In this systematic review, the internal validity of pre-
clinical animal studies was evaluated using the Systematic 
Review Centre for Laboratory Animal Experimentation 
(SYRCLE) risk of bias tool, as outlined by Hooijmans et al. 
in 2014.12 This comprehensive tool scrutinizes 10 critical 
domains to assess the risk of bias, namely sequence gen-
eration, baseline characteristics, allocation concealment, 
random housing, blinding, random outcome assessment, 
incomplete outcome data, selective outcome reporting, 
other sources of bias, and overall risk of bias. 

The assessment revealed a spectrum of bias risks across 
the included studies. For instance, the studies by Abel et al. 
and Shibata et al.13,14 were characterized by low-risk rat-
ings in all domains, indicating methodological rigor and 
reliability. In contrast, studies by Alyoussef and Taha,15 
Dinkova-Kostova et al.9 and Gills et al.10 exhibited higher 
or indeterminate risks of bias in certain areas. Notably, 
blinding emerged as  a  recurring concern, with many 
studies receiving high or ambiguous ratings for this do-
main, suggesting potential vulnerabilities in their designs. 
The bias assessment revealed variability in methodological 
quality across studies, particularly in sequence generation 
and allocation concealment, indicating a need for improved 
randomization processes. Additionally, blinding of out-
come assessment was another area with a high risk of bias, 
particularly in studies by Alyoussef and Taha15 and Gills 
et al.10 These biases could potentially influence the ob-
served effects of SFN on skin cancer. Detailed findings are 
summarized in Table 1,8–10,13–18 with annotations on stud-
ies exhibiting high or unclear risk in specific domains. Al-
though the SYRCLE risk of bias tool provides a structured 
approach for identifying potential biases in preclinical ani-
mal studies, it is essential to acknowledge that no evaluative 
mechanism can entirely eliminate bias or confounding 

variables. Nonetheless, the application of the SYRCLE risk 
of bias tool is instrumental in identifying and, where pos-
sible, mitigating biases, thereby enhancing the internal 
validity of the preclinical animal research under review.

Results

Search results

The initial search across 4 databases (PubMed, Science 
Direct, Embase, and Google Scholar) for studies concerning 
SFN and skin cancer in animals produced a total of 5,661 
records. Among these, 143 duplicate records were removed, 
and 4,222 records were marked as ineligible by automation 
tools. Additionally, 894 records were excluded for various 
reasons, resulting in 402 records remaining for screening. 
During the screening process, 386 records were excluded 
for reasons such as failing to meet inclusion/exclusion cri-
teria or being associated with cell line studies or human 
clinical trials. After the eligibility assessment, 16 reports 
were identified for retrieval, all of which were retrieved. 
These 16 reports were then screened in  their entirety, 
leading to the exclusion of 7 reports. Exclusion criteria 
included 2 reports not meeting the inclusion/exclusion 
criteria, 3 being related to cell line studies, and 1 being 
a human clinical trial. Subsequently, a Preferred Reporting 
Items for Systematic reviews and Meta-Analyses (PRISMA) 
chart was created to reflect these findings (Fig. 1). Sum-
mary of preclinical studies on the effects of SFN in vari-
ous animal models of  skin tumorigenesis is presented 
in Table 2.8–10,13–18

Sulforaphane in skin cancer: Molecular 
pathways and mechanisms

In the context of skin cancer, SFN exerts its potent anti-
cancer effects by intricately modulating various molecular 
pathways and targets. These include the Nrf2 pathway, 

Table 1. Risk of bias assessment 

Reference Sequence 
generation

Baseline 
characteristics

Allocation 
concealment

Random 
housing

Performance 
blinding

Random 
outcome 

assessment

Detection 
blinding

Attrition 
bias

Selective 
outcome 
reporting

8 U U U U U U U L L

9 U L U L H L H L L

10 U L U L H L H L U

13 U L U L U L U L L

14 U L U L U L U L L

15 L L U U H L H L L

16 U H U U U U U L L

17 U L U L H L H L U

18 U L U U H L H L L

L – low risk; H – high risk.
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where SFN acts as a robust activator, facilitating the nu-
clear translocation of Nrf2 to interact with antioxidant 
response elements in the DNA. This instigates the tran-
scription of genes encoding antioxidant and detoxification 
enzymes, thereby shielding cells from oxidative insults. 
Sulforaphane also activates the p53 pathway, a pivotal tu-
mor suppressor pathway orchestrating cell growth and di-
vision through mechanisms involving apoptosis induction, 
cell cycle arrest and DNA repair. Additionally, SFN exerts 
an inhibitory influence on the Wnt pathway, responsible 
for cellular proliferation, differentiation and migration, 
by suppressing key Wnt signaling proteins. Sulforaphane 
also intervenes in the transforming growth factor beta 
(TGF-β) pathway, impeding the activation of TGF-β signal-
ing receptors, thereby affecting various cellular processes, 
including growth, differentiation and apoptosis. Moreover, 
SFN regulates the EGFR pathway, which governs cell pro-
liferation, differentiation and survival, by downregulating 
EGFR and its downstream signaling molecules. Lastly, SFN 
plays a pivotal role in modulating the PI3K/AKT pathway, 
associated with cell proliferation, survival and growth, 

by blocking the activation of PI3K and AKT. These actions 
collectively underscore the multifaceted and promising 
potential of SFN as an agent for skin cancer prevention 
and therapy. The above mechanisms are shown in Fig. 2.

Discussion

This systematic review aimed to assess the effective-
ness of SFN in mitigating skin cancer in animal models. 
It analyzed 10 research studies that explored the impact 
of SFN on various aspects of skin cancer, including tumor 
initiation, growth and the underlying molecular processes 
contributing to cancer advancement. The evidence from 
these studies collectively indicates a  potential protec-
tive role of SFN against skin cancer in animal models. 
Notably, SFN administration was found to mitigate skin 
tumorigenesis in mouse models exposed to carcinogens 
such as  7,12-dimethylbenz(a)anthracene (DMBA) and 
ultraviolet B (UVB) radiation. Xu et al.8 elucidated that 
SFN suppresses DMBA-induced skin tumors in C57BL/6 

Fig. 1. Preferred Reporting 
Items for Systematic reviews 
and Meta-Analyses (PRISMA) 
flowchart diagram

Records identified from:
PubMed (n = 73)
Science Direct (n = 1,443)
Embase (n = 2,803)
Other (n = 1,342)

Records removed before screening:
Duplicate records removed 
(n = 143)
Records marked as ineligible
by automation tools (n = 4,222)
Records removed for other 
reasons (n = 894)

Records screened
(n = 402)

Records excluded 
(n = 386)

Reports sought for retrieval
(n = 16)

Reports not retrieved
(n = 0)

Reports assessed for eligibility
(n = 16)

Reports excluded:
Reason – inclusion/exclusion 
criteria not meet (n = 3)
Cell line studies (n = 3)
Human clinical trial (n = 1)

Studies included in the review
(n = 9)

Identification of studies in databases and registers
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mice by activating Nrf2. Recent research has highlighted 
Nrf2’s role in modulating antioxidant, detoxifying and 
drug-metabolizing enzymes, thereby conferring SFN’s 
chemopreventive potential.19 Similarly, Dinkova-Kostova 

et al.9 demonstrated that SFN-enriched broccoli sprout 
extracts confer protection against UVB-induced skin car-
cinogenesis in SKH-1 high-risk mice by inducing phase-2 
detoxifying enzymes.

Fig. 2. Molecular pathway of sulforaphane (SFN) in skin cancer

↑ – activation or increase; ↓ – inhibition or decrease; Nrf2 – nuclear factor erythroid 2 related factor 2; PMRT5/MEP50 – protein arginine methyltransferate 5/ 
methylosome protein 50; ODC – ornithine decarboxylase; AP-1 – activator protein 1; IL-6 – interleukin 6; TNF-α – tumor necrosis factor alpha; 
HSPGs – heparan sulfate proteoglycans; PGE2 – prostaglandin E2; EGFR – epidermal growth factor receptor; JAK/STAT – Janus kinase/signal transducers 
and activators of transcription; NF-κB – nuclear factor kappa light-chain-enhancer of activated B cells; MAPK – mitogen-activated protein kinase; 
PI3K/AKT – phosphoinositide 3-kinase/protein kinase B; TGF-β – transforming growth factor beta. 

Table 2. Summary of preclinical studies on the effects of sulforaphane (SFN) in various animal models of skin tumorigenesis 

Reference Animal model used SFN dose Study 
duration Parameters assessed Conclusions

8 Nrf2(–/–) mice 
(C57BL/SV129)

100 nmol 14 days skin tumorigenesis Sulforaphane demonstrated a significant reduction 
in skin cancer development in mice with functional 
Nrf2 (Nrf2(+/+)) but was ineffective in mice without 

Nrf2 (Nrf2(–/–)).

9 female SKH-
1 hairless mice

100 µmol 11 weeks tumor burden, incidence 
and multiplicity

Sulforaphane treatment is effective at inhibiting 
tumorigenesis in this model, especially when using 

the higher dose of SFN.

10 female CD-1 10 mmol/mouse 5 h skin tumorigenesis Sulforaphane inhibited TPA-induced ornithine 
decarboxylase activity in mouse skin, an obligate 
step in TPA-induced promotion of carcinogenesis.

13 NSG (NOD/scid/IL-2 
receptor gamma 
knockout) mice

5–10 µM of SFN 
or cisplatin

5 weeks impact of SFN and 
cisplatin on tumor 

formation

Sulforaphane treatment of cultured cells or tumors 
increases apoptosis and p21Cip1 level, and both 

agents increase tumor apoptosis.

14 HR-1 hairless mice 0–25 μM, 
1 mg/day (oral)

14 days effect of oral 
administration of SF 
on skin thickening

Sulforaphane has a potential use as a compound for 
protection against UVB-induced skin inflammation.

15 Swiss albino mice 9 μmol/mouse/day 16 weeks effect of SFN on skin cell 
structure, anti-tumor 

activity

Compared to controls, skin cancer induced a 2.8-
fold increase in sulfatase-2 levels after 11 weeks 

of treatment.

16 NSG mice 10 μmol per 
treatment

3 weeks sulforaphane and tumor 
formation, PRMT5/MEP50 

function

By targeting PRMT5/MEP50, SFN suppresses tumor 
growth, highlighting its essential role in cancer 

progression.

17 SKH-1 hairless 
female mice

1 μmol/mouse 
or 2.5 μmol/mouse

25 weeks multiplicity and tumor 
burden

Sulforaphane treatment is effective at inhibiting 
tumorigenesis in this model, especially when using 

the higher dose of SFN.

18 NSG (NOD/scid/IL-2 
receptor gamma 
knockout) mice

5–10 µM of SFN 
or cisplatin

5 weeks impact of SFN and 
cisplatin on tumor 

formation

Sulforaphane treatment of cultured cells or tumors 
increases apoptosis and p21Cip1 level, and both 

agents increase tumor apoptosis.

SFN – sulforaphane; Nrf2 – nuclear factor erythroid 2-related factor 2; PRMT5 – protein arginine methyltransferase 5; MEP50 – methionine-tRNA 
methyltransferase 50; TPA – tetradecanoylphorbol acetate; ODC – ornithine decarboxylase; p21Cip1 – cyclin-dependent kinase inhibitor 1; 
CEES – chloroacetophenone-induced skin carcinogenesis; UVB – ultraviolet B; HR-1 – hairless.
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The inhibitory effects of SFN on the proliferation and 
invasion of epidermal squamous cell carcinoma (SCC) 
cells further underscore its chemopreventive efficacy. Saha 
et al.16 reported that SFN curtails SCC tumor formation 
by downregulating protein arginine methyltransferase 5 
and methylosome protein 50, proteins implicated in cancer 
prognosis and epigenetic regulation.20 Additionally, SFN’s 
blockade of sulfatase-2, an enzyme with oncogenic proper-
ties in human cell lines,21 significantly reduced melanoma 
cell growth and metastasis in mouse models.15 Moreover, 
SFN exhibits an ability to prevent skin tumorigenesis dur-
ing the critical tumor promotion stage. Dickinson et al.17 
found that SFN treatment attenuates the expression of pro-
inflammatory cytokines, including interleukin (IL)-1β, 
IL-6 and tumor necrosis factor alpha (TNF-α), thereby 
inhibiting tumor promotion. This anti-inflammatory ac-
tion is complemented by SFN’s inhibition of the activator 
protein 1 pathway, a mechanism proposed to underlie its 
protective effect against UVB-induced skin cancer.22

Emerging clinical evidence suggests the therapeutic po-
tential of SFN in the treatment of skin cancer. A clinical 
trial conducted by Tahata et al.18 assessed the safety and ef-
ficacy of broccoli sprout extract containing SFN in patients 
with atypical nevi and a history of melanoma. The study 
reported dose-dependent increases in SFN levels in plasma 
and skin, accompanied by reductions in proinflammatory 
cytokines and an increase in tumor suppression, advocat-
ing for further investigation into SFN as a chemopreven-
tive agent for melanoma.

The collective findings from preclinical and preliminary 
clinical studies underscore SFN’s potential as a chemo-
preventive agent against skin cancer, mediated through 
multiple mechanisms, including the modulation of car-
cinogen metabolism, inhibition of cell proliferation and 
inflammation, and the blockade of oncogenic pathways. 
Further research, particularly clinical trials, is warranted 
to fully elucidate SFN’s therapeutic efficacy and mecha-
nism of action in skin cancer prevention and treatment.

Limitations

This systematic review was subject to several limita-
tions. First, the  inclusion criteria, which only allowed 
English-language studies, may have introduced language 
bias. Second, the variability in animal models and SFN 
dosages across studies complicated direct comparisons and 
a meta-analysis. Additionally, the predominance of pre-
clinical studies necessitates cautious interpretation when 
extrapolating to human contexts.

Conclusions

The reviewed studies indicate SFN’s potential for skin 
cancer prevention, but further research is needed to ascer-
tain its optimal dose, duration and administration method. 

Clinical trials are essential to assess its effectiveness and 
safety. If successful, SFN could complement existing pre-
vention measures such as skin checks and sunscreen use.
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Abstract
Developing the analytical procedure requires estimating what independent variables will be tested and 
at what levels. There are statistical models that enable the optimization of the process. They involve statistical 
analysis, which indicates the crucial factors for the process and the potential interactions between the analyzed 
variables. Analysis of variance (ANOVA) is applied in the evaluation of the significance of the independent 
variables and their interactions. The most commonly used chemometric models are Box–Behnken Design, 
Central Composite Design and Doehlert Design, which are second-order fractional models. The alterna-
tive may be the artificial neural networks (ANN), whose structure is based on the connection of neurons 
in the human brain. They consist of the input, hidden and output layer. In such analysis, the activation 
functions must be defined. Both approaches might be useful in planning the analytical procedure, as well 
as in predicting the response prior to performance the measurements. The proposed procedures may be 
applied for polymeric systems.

Keywords: optimization, artificial intelligence, Box–Behnken Design, Central Composite Design, Doehlert 
Design

Streszczenie
Opracowanie procedury analitycznej wymaga określenia, jakie zmienne niezależne będą testowane i na 
jakich poziomach. Istnieją modele statystyczne, które umożliwiają optymalizację procesu. Polegają one na 
analizie statystycznej, która wskazuje czynniki istotne dla procesu oraz potencjalne interakcje pomiędzy 
analizowanymi zmiennymi. Analiza wariancji (analysis of variance – ANOVA) stosowana jest do oceny 
istotności zmiennych niezależnych i ich interakcji. Najczęściej stosowanymi modelami chemometrycznymi 
są modele Box–Behnken Design, Central Composite Design i Doehlert Design. Są to modele frakcyjne dru-
giego rzędu. Alternatywą mogą być sztuczne sieci neuronowe (artificial neural networks – ANN), których 
budowa opiera się na połączeniu neuronów w mózgu człowieka. Składają się one z warstwy wejściowej, 
ukrytej i wyjściowej. W przypadku tej analizy należy zdefiniować funkcje aktywacji. Obydwa podejścia mogą 
być przydatne w planowaniu procedury analitycznej, a także w przewidywaniu wyniku przed wykonaniem 
pomiarów. Zaproponowane procedury mogą być zastosowane w systemach polimerowych.

Słowa kluczowe: optymalizacja, sztuczna inteligencja, Central Composite Design, Box–Behnken Design, 
Doehlert Design
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Background
Sir Ronald Fisher introduced the concept of design of ex-

periments (DoE) in the 1920s. This idea encompassed sta-
tistical analysis of the project during the planning of experi-
ments rather than after they were completed. His work was 
extended to include the ‘Quality by Design’ (QbD) concept, 
emphasizing the importance of planning the entire process 
to ensure the highest quality. The outlined procedure con-
sists of steps such as recognizing the customer, identifying 
their needs, translating them into product features, devel-
oping the process, and implementing the product features. 
Employing such a perspective in the pharmaceutical sector, 
which is strongly process-based and focused on high product 
quality, took place at the beginning of the new millennium.

Nevertheless, the idea of QbD was proposed by regula-
tory bodies (such as the U.S. Food and Drug Adminis-
tration (FDA) and European Medicines Agency (EMA)), 
recognizing that quality cannot be tested in products, i.e., 
quality should be built into the design. Today, the DoE 
is a key statistical tool used to introduce the QbD method 
in both the research and industrial spheres.1–3 According 
to QbD principles, adequate product quality can only be 
ensured if all critical factors affecting product variability 
are known and properly controlled. The QbD methods do 
not focus only on the p-values of the input variables but 
also on their influence on the response.4

Objectives

The aim of this review was to present the optimization 
techniques in a concise way.

The application of DoE

The use of DoE reduces the number of experiments 
performed while increasing the amount of data obtained. 
In addition, it makes it possible to analyze the mutual in-
fluence of different factors on each other and optimize 
conditions to increase the efficiency of the process.4 It ex-
pands the knowledge of the process with minimal con-
sumption of raw materials together with identification 
of interactions between variables and assessment of their 
significance. With DoE, it is possible to predict the course 
of the process throughout the project and demonstrate 
the cause-and-effect relationship between critical param-
eters and the response. The model identifies abnormal 
outliers in the matrices, which allows for their possible 
elimination.1,5

The DoE approach has several advantages. It leads to re-
ducing the required resources while maximizing process 
knowledge. Moreover, DoE efficiently delivers accurate 
information about the process, the possible interactions 
between the variables and their impact on the response. 
Such analysis allows to optimize the quality indicators 

and makes the process more resilient to changing external 
conditions.1 The DoE methods are presently widely ap-
plied in applicative aspects of polymeric science, including 
synthesis of polymers and evaluation of drug forms based 
on the functional polymers.6,7

Pareto principle

The factors affecting the quality characteristics of the fi-
nal product follow a general pattern known as the Pareto 
principle, which indicates that only a small number of fac-
tors are responsible for a significant portion of the effect. 
It is also referred to as the 20:80 rule, which means that 
20% of the factors cause 80% of the results. These most 
influential factors are called critical process parameters, 
which means process parameters whose variability signifi-
cantly impacts key product quality attributes. In the con-
text of this standard, critical quality attributes are physical, 
chemical, biological or microbiological properties, or char-
acteristics that must be controlled to ensure the desired 
quality. The relationship between critical process param-
eters (denoted as x) and key quality parameters (denoted 
as  y) is  defined by  the  function y  =  f(x). This enables 
the identification of critical process parameters, among 
many possible ones, and determining optimal process pa-
rameter values, leading to improved product performance 
and ensuring critical quality attribute values are at the ap-
propriate level. The analysis also helps to clarify the mutual 
interactions between independent variables.1

The applied models

The second-order models that are used in the optimi-
zation are Full Factorial Design, Box–Behnken Design, 
Central Composite Design, and Doehlert Design.8 For 
Full Factorial Design, the variables are analyzed for dif-
ferent levels in all combinations, which might be time- and 
material-consuming. The fractional analysis is applied for 
the remaining 3 models. In this case, the variables are 
tested for different levels but not in all combinations. That 
results in a lower number of experiments. The most com-
mon are the second-order or quadratic models – they are 
considered to fit in 95% of cases. The second-order models 
often detect lack-of-fit error or model mismatch, which 
makes it possible to determine whether a higher-order 
model is necessary. The second-order model is satisfac-
tory with properly defined factor limits and appropriate 
tools. Cubic models are rarely used. In fractional analysis, 
the higher-order interactions between 3 or more variables 
are irrelevant.5,9

Determining the effect of variables on the process un-
der study is possible using analysis of variance (ANOVA), 
which allows for isolating significant variables and their 
impact on  the  response.4 It  is  a mathematical method 
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that gives an idea of what a significant difference is and 
what the difference is due to errors due to the applica-
tion of Fisher’s test (F-test). This test allows the researcher 
to  determine the  independent variable’s significance 
on the dependent response with a well-defined confidence 
interval (CI) – some authors use CIs of 90%, 95% or 99%.4,5

A fitted model is a model that describes the relation-
ships between data in such a way that the predictions 
within the experimental domain are accurate. A math-
ematical model can be considered accurate when the re-
gression is  statistically significant and the  lack-of-fit 
parameter is not. In addition, the regression coefficients 
R2 and R2

adjusted determine the percentage of variation 
of the dependent variable, which can be explained by their 
relationship with the independent variables introduced 
to the model. The closer the value of these coefficients 
is to 1, the better the regression describes the data statisti-
cally. With a statistically significant regression, response 
surface methodology graph can be used to  visualize 
the optimization of the model.4 When the optimization 
process depends on multiple variables, the optimal con-
ditions may conflict with each other – the final result 
should fall within the optimal area in the experimental 
domain.4

It  is  recommended that the  experiments should be 
performed in a random order due to the need to obtain 
a dataset where observed values and errors are indepen-
dently distributed and randomized. Randomization also 
helps to average out uncontrolled effects that could be 
erroneously attributed to one of the analyzed factors.10 
Performing replicates at the central point (a point at which 
the independent variables are at their intermediate levels) 
allows for a more accurate estimation of the true value 
of a given parameter while also providing an estimation 
of the experimental error (so-called pure error) and stabi-
lizing the variance of the predicted response.10,11

Why is DoE necessary?

Applying DoE helps researchers to reduce the time spent 
developing new processes, improves the reliability and effi-
ciency of existing processes, as well as helps the researchers 
to assess the susceptibility to change for tested processes. 
The statistical analysis, an inseparable part of the opti-
mization, also indicates the most significant factors for 
the process; it also may suggest which variables should not 
be taken into consideration.

To perform the optimization, it is necessary to define 
the problem that must be solved, and then to determine 
the independent variables and their levels. In the latter step, 
a couple of preliminary experiments are required. Some-
times an experiment conducted for a specific combination 
of independent variables may fail. The next step is choos-
ing an experimental matrix; Box–Behnken Design, Central 
Composite Design and Doehlert Design are the most com-
monly used. Performing the experiments provides the data 
and allows the researcher to draw the conclusions (Fig. 1).

The choice of the proper experimental matrix is a very 
important issue. In the study by Czyrski and Jarzębski,12 
the application of different chemometric models was tested 
for the optimization of recovery of the analyte. The analy-
sis confirmed that Central Composite Design was the most 
suitable design for optimizing the recovery of the analyte 
from a matrix. This design was applied in further stud-
ies concerning optimization of recovery with cloud point 
extraction13 and protein precipitation.14

The validity of  the model is confirmed not only with 
the satisfactory results of statistical parameters, but also 
with the accuracy of dependent variable prediction with 
the polynomial equation regression. This regression helps 
the researchers to predict the response value prior to per-
forming the experiments. However, the limitation factor 
is that the levels of independent variables for the optimized 
process should be within the experimental domain.

Fig. 1. The steps in the design of experiments (DoE) procedure
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Artificial neural networks

Artificial neural networks (ANN), based on the neu-
ral structure of the nervous system, can be considered 
an alternative tool to optimize the analytical procedure.8 
They consist of the 3 following layers: the input, hidden 
and output (Fig. 2).

In the input layer, the independent variables are intro-
duced. For regression analysis, in this layer, the number 
of neurons equals the number of independent variables. 
The neurons in this layer transfer the data to the next layer.

In the hidden layer, the number of neurons depends 
on the operator’s needs. The more neurons are in the layer, 
the higher computation capacity is achieved. On the other 
hand, too large number of neurons leads to overtraining, 
which is undesirable. The hidden layer may consist of 1 
or more layers of neurons. In the latter case, the process 
is called deep learning.

The output layer is connected with the hidden layer, and 
it shows a result as 1 neuron in the case of the regression 
model or as a number of possibilities in the case of a clas-
sification model. The following activation functions for 
neurons might be used: linear, sigmoidal, logistic, or hip-
erbolic tangent. The ANN is trained until the error takes 
the lowest value – the model may predict the response with 
satisfactory accuracy – and makes optimizing the nonlin-
ear processes possible. It can be useful in optimizing high-
performance liquid chromatography (HPLC) methods. 
Korany et al.15 applied it in the optimization of the sepa-
ration of 2 and 3 components in analysis and achieved 
satisfactory results.

Conclusions

The  application of  computational techniques makes 
it  possible to  evaluate the  impact of  each variable on 
the process due to the quantification of the process. Both 
the DoE and ANN approaches can develop a model that en-
ables the prediction of the result observed for the response 
of different levels of the independent variables.
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Abstract
Microencapsulation is a technology for encapsulating particles in a coating designed to isolate the core substance 
from external conditions, including oxidation, UV radiation or humidity. Microcapsules reach dimensions of up 
to 5,000 μm. In the pharmaceutical industry, they are used for the controlled release of active substances, mask-
ing their taste, odor or gastrointestinal irritation, and can also reduce the toxicity of some medicinal substances. 
In the food production industry, the encapsulation process applies to sweeteners, enzymes, microorganisms, 
vitamins and minerals, flavors, or colors. The production of microcapsules is based on the use of their physical 
properties such as amphiphilicity, partition coefficient and melting point, while their formation of microcapsules 
is mainly carried out using physical methods such as coacervation, spray drying, cooling and coating, agglomeration, 
suspension crosslinking, solvent evaporation, and extrusion, as well as chemical methods: interfacial polymerization 
and in situ polymerization. Although traditional methods are still used to produce microcapsules, contemporary 
methods employing the latest technology are also emerging. One such method is encapsulation in microcylinders 
produced with a 3D printer.

Key words: food products, microcapsules, pharmacy, encapsulation methods

Streszczenie
Mikroenkapsulacja jest technologią polegająca na zamykaniu cząstek w powłoce mającej na celu odizolowanie 
substancji stanowiącej rdzeń od warunków zewnętrznych, m.in. utlenianiem, promieniowaniem UV czy 
wilgotnością. Mikrokapsułki osiągają wymiary do 5000 mikrometrów. W przemyśle farmaceutycznym są 
wykorzystywane do kontrolowanego uwalniania substancji aktywnych, maskując ich smak, zapach czy 
drażniące działanie na układ pokarmowy; mogą również zmniejszyć toksyczność niektórych substancji lec-
zniczych. W przemyśle produktów spożywczych proces enkapsulacji dotyczy substancji słodzących, enzymów, 
mikroorganizmów, witamin i minerałów, aromatów oraz barwników. Produkcja mikrokapsułek opiera się na 
wykorzystaniu ich właściwości fizycznych, takich jak amfifilowość, współczynnik podziału czy tempera-
tura topnienia. Tworzenie mikrokapsułek odbywa się głównie za pomocą metod fizycznych, np. koacerwa cji, 
suszenia, chłodzenia oraz powlekania rozpyłowego, aglomeracji, sieciowania w zawiesinie, odparowania 
rozpuszczalnika oraz ekstruzji, jak również chemicznych: polimeryzacji międzyfazowej oraz in situ.Tradycyjne 
metody są ciągle wykorzystywane do produkcji mikrokapsułek, wdrażane są też jednak również najnowsze 
technologie. Jedną z takich metod jest enkapsulacja w mikrocylindrach wytworzonych za pomocą drukarki 3D.

Słowa kluczowe: produkty spożywcze, mikrokapsułki, farmacja, metody enkapsulacji
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Introduction

Microencapsulation has its very beginning at the time 
when the life is born. The emergence of the first cell gives 
rise to a microcapsule, which is porous in its own specific 
way. Most eukaryotic cells are excellent examples of capsules 
that occur naturally in the Universe.1 Natural shells (coat-
ings) formed in this way are extremely effective in fulfilling 
their roles.2 Among the primary functions of such shells are 
the protection of the internal material (the core) and the reg-
ulation of material flow across the cell membrane. Thanks 
to such an advanced process, bacterial cells, viruses and even 
plant spores have managed to survive in extreme conditions 
for up to 1,000 years.3 An example of this is the black pigment 
found in fungal cells that protects the core components from 
sunlight.3 In turn, lipid bilayer systems, being constituents 
of cell walls, act as valves that allow various types of sub-
stances to pass through. The permeability of these mem-
branes for water can be 1,000 times greater than for ions.4 
Another natural example of a semipermeable membrane 
is the chicken egg. The egg shell protectst its contents during 
incubation, allowing free gas exchange between the devel-
oping fetus and the external environment.5 Humans have 
been trying to replicate mechanisms perfectly functioning 
in nature for centuries. Researchers have developed micro-
spherical structures capable of selectively isolating their in-
ternal environment from the external surroundings. These 
micro-sized structures, known as microcapsules, exhibit 
the additional capability of being transported through vari-
ous biological barriers, such as the skin, bloodstream, or via 
oral ingestion in the form of food.

The purpose of this review is to present methods for 
the formation and use of microcapsules in pharmaceutical 
and food technology as a cross-section through the devel-
opment of the microencapsulation techniques used start-
ing from the 1930s to the present day.

Encapsulation methods

The  first attempts at  microencapsulation began 
in  the  1930s at  The National Cash Register Company 
(Dayton, USA).6 One of the problems investigated at that 
time was how liquids dispersed in solids would behave. 
The technological development in those years has trig-
gered new challenges, e.g., how to make paper copies with-
out using carbon paper. The development of a paper print-
ing technique free of CO2 emissions (thanks to the use 
of microcapsules) led to a breakthrough also in research 
on dispersion and coacervation.7 A concept then emerged 
to use gelatin as a carrier. In subsequent years, encapsula-
tion processes were improved by implementing new tech-
niques and carriers. As early as in the 1950s, this technique 
was employed to entrap aromas in order to protect them 
from oxidation.

Further technological improvement has led to a suc-
cessful of fortifying orange essential oil in 5-µm coatings, 
which was undertaken at the Southwest Research Institute 
(San Antonio, USA) in the 1950s. The resulting product 
was used in the food industry as a flavor.8 Techniques were 
further developed that enabled encapsulating the core, i.e., 
the center of the capsule, with a stable structure in or-
der to protect it from degradation, stabilize it and extend 
the shelf-life of various substances. Substances encapsu-
lated in this way have been widely used in the food, cos-
metic, chemical, paper, pharmaceutical, and agricultural 
industries.2 On a microscopic scale, microcapsules are 
the capsules not larger than 5,000 μm,4 whereas the size 
of nanocapsules should not exceed 100 nm. The  sizes 
of microcapsules have not been explicitly defined in the lit-
erature, although some scientific sources indicate that 
the maximum size of nanocapsules can be up to 5,000 nm 
due to the formation of agglomerates.

Encapsulation consists in covering materials having mi-
cro sizes to protect the encapsulated substance against 
adverse effects of external factors, like solar radiation, 
oxygen, humidity, other product components, or  ef-
fects of the technological process.8 Microencapsulation 
is a technology of vital importance in the pharmaceu-
tical industry and medicine.9–11 Microcapsules consist 
of the core and a coating (shell). The core can be a solid, 
liquid (solution, suspension or emulsion) or gas. The mass 
of the core typically makes up 30–95% of the microcap-
sule’s weight. Microcapsules can be of spherical or irregular 
shape, depending on core type. Given their structure, they 
can be divided into monocored, multicored and matrix 
ones. The monocored microcapsules consist of the core 
and the  coating, whereas the  multicored ones are ag-
glomerates of smaller capsules entrapped in one larger 
capsule. In turn, in the matrix microcapsules, the core 
is  homogenously merged with the  coating.12 The  en-
capsulation technique depends on the physicochemical 
properties of the core substance,13 while the properties 
of coating components enable a desired profile of a thera-
peutic substance effect.14,15 The coating may be composed 
of synthetic polymers (polyvinylpyrrolidone, polyacrylic 
acid, polymethacrylate, polyamide) or natural polymers 
(gelatin, gum arabic, starch, cellulose derivatives, wax, 
paraffin). Natural biopolymers are one of the most com-
mon substances used in encapsulation processes. Their 
main advantage is the presence of a large number of func-
tional groups, which affects capsule core stabilization, 
while their other advantages include their low production 
cost, biodegradability and biocompatibility.16 In addition 
to its protective effect against external conditions, mask-
ing taste and odor, encapsulation also allows for the con-
trolled prolonged release of the drug, thereby reducing its 
toxicity and alleviating gastrointestinal tract irritation.17 
Microcapsules are administered orally14 and externally 
onto the skin.11,18
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Physical/mechanical methods

Coacervation

Coacervates are nothing more than large micelles that 
form spontaneously in colloid solutions. First attempts 
of microencapsulation via phase coacervation were un-
dertaken in 1931 by Bungenburg de Jong and Kass.19 It was 
thanks to  their research that the  first gelatin capsules 
were created. Coacervates are formed by combining op-
positely charged particles, such as polysaccharides, pro-
teins or ions. Another definition states that coacervation 
is the macromolecular separation of a solution into 2 im-
miscible phases that are in equilibrium. It is  important 
that the ionic substances contained in the mixture differ 
in their isoelectric points.20 Coacervation can be divided 
into simple coacervation, the simplified model of which 
is limited to the use of one dispersed colloidal substance 
(such as gelatin or chitosan), and complex coacervation, 
in which an aqueous solution of a polymer and an oppo-
sitely charged colloid (e.g., gum arabic) are prepared (Fig. 1). 
It proceeds in 4 stages:

1. dispersion of  an  active substance in  a  solution 
of the active hydrocolloid;

2. addition of the 2nd hydrocolloid in order to induce 
the polymer–polymer complex (in the case of complex 
coacervation);

3. colloid precipitation in the form of droplets (by reduc-
ing its solubility through external factors, such as tempera-
ture or pH changes); and

4. formation and stabilization of capsules by the addi-
tion of a crosslinking agent.2

The microcapsules formed are separated from the so-
lution by means of filtration or centrifugation, and then 
rinsed and dried. The resultant capsules may contain 85–
90% of the core21 and be characterized by low porosity 
and insolubility in cold water. Polymers that can be used 
in the food industry as core coatings should be suitable 
for consumption, like, e.g., gelatin, chitosan, shellac, wax, 
carboxymethylcelluose, gum arabic, or ethylcellulose.22 
In the food industry, coacervation can be applied to flavor 
cakes, teas or oils.20

Spray drying and cooling

The first reports about the use of spray drying for en-
capsulation appeared in 1927,2 when A. Bolk-Roberts spray 
dried flavoring oil in acacia gum. Rapid technological prog-
ress observed in the 1950s has led to the use of spray dry-
ing of milk, coffee, tea, and dyes on a commercial scale.8 
Further works on the development of the drying industry 
have paved the way to the production of stable additives 
with dextrins dissolved in water used as their carriers. 
Progress in research has enabled the development of carri-
ers that capture volatile substances, constituting an effec-
tive barrier against oxidation and degradation. The drying 
process consists in dispersing a mixture of a core liquid and 
a coating substance with a particle diameter of 1–300 µm. 
The liquid in the drying chamber meets the drying me-
dium (warm air) at a temperature of 100–180°C.23 Despite 
the high temperatures used, the coating is relatively poorly 
permeable to volatile compounds. Spray drying occurs 
in 3 stages:

1. preparation of dispersion or emulsion;
2. homogenization of the material to be dried; and
3. substance spraying in the drying chamber.24

Research works on spray drying have aimed to inves-
tigate not only the composition and choice of the carrier 
but also the influence of various factors on core retention 
in the capsule, such as the size of the emulsion particles, 
the type of spraying apparatus, the type of solvent, and 
the inlet and outlet temperatures.25 Increasing the core 
concentration can result in greater retention of the com-
ponent in the capsule. Higher temperature in the chamber 
also increases its retention but can as well trigger irrevers-
ible changes in its chemical structure. The bonds occur-
ring between the core and the coating affect the greater 
retention of the former.26 The most common substances 
used to protect the core include gum arabic, maltodextrins, 
dextrins, modified starches, whey, and rice starch.

Spray freeze drying

Another modern solution in the encapsulation via drying 
is the spray freeze drying.23 Most often, the mixture to be 
dried is sprayed in liquid nitrogen, which serves as a freez-
ing medium. Then, the frozen capsules are transferred 

Fig. 1. Scheme for the use of the coacervation method to produce microcapsules
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to the freeze drying chamber, where the solvent evapo-
rates by  sublimation. In  a  study conducted by  Sonner 
et al., this method enabled obtaining single spheres with 
efficiency similar to that achieved upon traditional spray 
drying.27 The most common substances used in the spray 
freezing process as core coating include fats, mixtures 
of fats, mono- and diglycerides with a melting point of 45–
122°C,28 and hardened oils with lower melting tempera-
tures in the range of 32–42°C. Due to their lower melting 
point, the lipids mentioned above require special storage 
conditions. Since the coating is hardened by means of a low 
temperature treatment and not at the temperature of sol-
vent evaporation as in the case of drying, it may be more 
easily damaged by various mechanical (friction), thermal 
(temperature increase) as well as chemical (fat reactions) 
factors.29 The  core is  released when the  temperature 
is higher than the melting point being its main component. 
In the food industry, capsules with food additives produced 
by spray freeze drying are used for instant products, cakes 
and foods with a higher fat content.30

Fluidized bed drying and coating

Another modification of spray drying process is fluidized-
bed drying, in which agglomeration of the core carrier takes 
place. This method aims to produce capsule agglomer-
ates, which are formed upon dispersed starch binding with 
a binding agent, e.g., guar gum or pectin.31 The rapid drying 
of such a mixture results in the formation of agglomerates 
having pores of various sizes, wherein active substances 
or drugs can be inserted. Excess substance introduced into 
the capsule is removed from the surface of the agglomerates 
using ethanol. The fluidized-bed drying enables the use 
of other protective coatings of microcapsules. The first 
mentions of the use of agglomerates in this method date 
back to the 1950s and were made by D.E. Wurster company; 
hence, the definition of  ‘Wurster coating’ has appeared 
in the literature.8 Currently, due to high costs, agglomera-
tion and fluidized-bed drying are used in the pharmaceuti-
cal and cosmetic industries. Novel technological solutions 
allow for producing agglomerates of desired sizes by means 
of  higher pressure, suspension flow rate or  regulation 

of nozzle sizes at the chamber outlet.32 Wurster coating 
is based on an additionally designed chamber with a built-
in cylindrical nozzle that sprays the coating material, and 
the agglomerated particles move upwards in the chamber 
and pass the nozzle there, where they are encapsulated. 
The material adheres to the surface of the coating by partial 
evaporation of the solvent. Excess core is washed out with 
ethanol immediately after leaving the chamber.

Fluidized-bed coating enables the extension of the con-
trolled release, taste masking, and improvement of stability 
and aesthetics.33 The main advantages of the agglomera-
tion method include the relatively long stability of the cap-
sules and long release time of the core. The core of cap-
sules produced in the agglomeration process is resistant 
to oxidation processes, whereas the capsules are highly 
resistant to external factors. This provides the possibility 
of encapsulating thermolabile compounds.32 A character-
istic feature of agglomerates is their low porosity, which 
makes them applicable in many industries. However, their 
major drawback is the high production cost. In addition, 
due to the composition of agglomerates (mainly starch), 
the carbohydrate content increases in the final product. 
In the food industry, this process is used to release sub-
stances such as sweeteners, loosening agents, enzymes, mi-
croorganisms, vitamins, minerals, flavors, and colorants.34

Suspension crosslinking

Suspension crosslinking is  a  preferred method for 
the  preparation of  protein and polysaccharide micro-
capsules.35 It  involves dispersing an  aqueous solution 
of the polymer, which contains the core material, in an im-
miscible organic solvent (suspension/dispersion medium) 
to form small droplets. The suspension medium typically 
contains a  suitable stabilizer to  preserve the  integrity 
of the droplets or microcapsules. The droplets are then 
hardened with covalent crosslinking, resulting in the for-
mation of the corresponding microcapsules. The crosslink-
ing process can be achieved either thermally (at tempera-
tures above 50°C) or by using a crosslinking agent, such 
as formaldehyde or terephthaloyl chloride (Fig. 2). Suspen-
sion crosslinking is a highly versatile technique, suitable 

Fig. 2. Scheme for the use of the suspension crosslinking method to produce microcapsules
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for microencapsulation of soluble, insoluble, liquid or solid 
materials, and can be used to produce both microcapsules 
and nanocapsules. For instance, albumin nanocapsules 
containing doxorubicin and magnetite particles have been 
synthesized using this method.36

Solvent evaporation

Microcapsule formation by solvent evaporation is similar 
to suspension crosslinking, but typically involves the use 
of hydrophobic polymers.37 In this method, the polymer 
is dissolved in a water-immiscible volatile organic solvent 
(dichloromethane or chloroform), into which the core ma-
terial is also dissolved or dispersed. The resulting solu-
tion is then added dropwise to a stirring aqueous solution 
containing a suitable stabilizer, such as poly(vinyl alcohol) 
or polyvinylpyrrolidone, to form small polymer droplets that 
contain the encapsulated material. Over time, the droplets 
harden, forming the corresponding polymer microcapsules. 
The hardening process is achieved by removing the solvent 
from the polymer droplets through solvent evaporation 
(using heat or reduced pressure) (Fig. 3). The solvent evapo-
ration process is well-suited for the preparation of drug-
loaded microcapsules, especially those based on biodegrad-
able polymers. Some of the biodegradable polymers most 
commonly used as matrices for controlled drug release are 
poly(lactic acid) (PLA)38,39 and poly(DL-lactic-co-glycolic 
acid) (PLGA).40 Microcapsules are produced by dispersing 
the drug with the polymer and a hydrophilic solvent, such 
as water or ethanol, using ultrasound. Direct dispersion 
to form a suspension can occur, as in the case of doxoru-
bicin and PLA.38 The drug can also be pre-dispersed with 
an emulsifier such as dichloromethane to form a solid-in-oil 
(s/o) emulsion, in order to be subsequently dispersed with 
a polymer, as is the case of insulin dispersed using PLGA 
copolymer.40 In both cases, microcapsules are formed after 
evaporation of the hydrophilic solvent.

Fortification of substances in the extrusion process

Extrusion is one of the physical methods of encapsula-
tion. It consists in the mechanical extrusion of capsules 
while mixing the core with the coating agent. Extrusion 

itself is a mechanical-thermal process, extruding from 
various bulk materials a plastic mass, which solidifies af-
ter some time. This process can be controlled by modifi-
cations of temperature, pressure and duration.41 Modi-
fications of other process parameters enable producing 
a material with specific physicochemical properties. Such 
parameters are, e.g., the properties of the raw material 
used, like moisture content, chemical composition, viscos-
ity, or comminution. Further modifications can be applied 
to the extrusion process parameters, i.e., the speed of screw 
rotation, temperature, or the number and type of screws.42

The device for microencapsulating substances using 
the extrusion process differs from typical extruders (Fig. 4). 
It consists of a droplet generator and a tube with a harden-
ing bath.28 Droplets with a core encapsulated in the coat-
ing fall into a solution of a hardener or a cross-linking 
agent (ethyl alcohol, isopropyl alcohol, or ethylenediami-
netetraacetic acid). The device contains a narrow capil-
lary through which the core is fed, located in a tube with 
the coating material. Both materials come into contact 
with each other at the capillary outlet, disintegrating into 
individual drops within the liquid. Such device has a high 
throughput, but the uniformity of the capsules is very low.28

There are also other modifications of this method which 
allow improving the efficiency and quality of the produced 
capsules, like, e.g., a spinning head at the capillary outlet 
placed on the cylinder. In spinning cylindrical extrud-
ers, the coating is pumped through a concentric tube, 
fed by the internal chamber and then injected to the disc 
circumference.43 Similarly to the previous technological 
solution, the liquid column disintegrates at the capillary 
outlet in contact with the coating on the disc periphery. 
This solution offers several significant benefits, i.e., process 
temperature control, operation in a controlled atmosphere 
and no losses.44 It was also noted that the capsule size in-
creases with the increase in the material feeding rate but 
decreases with the increasing rotational speed of the disc. 
Both methods can be used to produce capsules that are well 
soluble in water, with a core content of approx. 10–15%. 
Their stability can reach up to 5 years, but the simplest 
solution ensures a stability period of 1–2 years. The encap-
sulation process by extrusion is carried out at temperatures 
in the range of 60–120°C.43

Fig. 3. Scheme for the use of the solvent evaporation method to produce microcapsules
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The most common capsule coatings are carbohydrates 
such as maltodextrins, starch and its modified prepara-
tions, gum arabic, trehalose, pectin, and sodium alginate.43 
Extrusion enables encapsulating not only flavors used 
in the food industry, but also bacteria, yeasts, proteins, 
bioactive compounds, or pesticides and enzymes. Extru-
sion itself is considered a green process, which means 
that it is an energy-saving, efficient and environmentally 
friendly solution.45

3D printing

In contrast to the extrusion method for creating micro-
capsules, scientists are using the latest technologies avail-
able. One of these is 3D printing. In the USA, a method 
for producing microcapsules has been developed that can 
potentially release drugs for several weeks, called PULSED 
(Particles Uniformly Liquified and Sealed to Encapsulate 
Drugs). Using 3D printing, microcylinders made of biode-
gradable poly(lactic-co-glycolic) acid (PLGA) assembled 
into arrays are created. In a study by Graf et al., microcap-
sules filled with labeled dextran were administered to mice 
in the form of a subcutaneous injection. The compatibility 

of the PULSED system with proteins and its low cost en-
abled its multi-faceted applications, from delivering small-
molecule drugs to biological therapies and prophylaxis.46

Chemical methods

Polymerization is one of the chemical methods for creat-
ing microcapsules. The most popular types are interfacial 
polymerization and in situ polymerization.

Interfacial polymerization

Interfacial polymerization (formerly referred to as ‘inter-
facial polycondensation’) was first discovered by Emerson L. 
Wittbecker and Paul W. Morgan in 1959 as an alternative 
to the typical high-temperature, low-pressure polymeriza-
tion technique. This first interfacial polymerization was car-
ried out using the Schotten–Baumann reaction, a method for 
synthesizing amides from amines and acid chlorides.47 This 
process involves dissolving reactive monomers or prepoly-
mers in 2 immiscible phases. After the formation of drop-
lets through dispersion, polymerization occurs at the phase 
boundary, leading to  the  formation of  microcapsules 

Fig. 4. Example of extruder for food processing technology
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(Fig. 5).48 This technique has been employed to produce 
relatively small capsules (3–6 mm) and has found applica-
tions in pharmaceuticals and food products.49–51 A notable 
limitation of this approach is that the formation of a thin 
interfacial polymer layer between the reactants can impede 
further reaction progress, potentially leading to the forma-
tion of microcapsules with compromised mechanical in-
tegrity.52 Moreover, the presence of the reactive monomer 
within the core phase may pose a risk to the encapsulated 
substances. Additionally, the diffusion of monomers into 
the core phase may promote the formation of solid micro-
spheres rather than microcapsules.53

In situ polymerization

The in situ polymerization process involves introducing 
a solution of the monomeric or oligomeric wall material 
into the core phase, which is then dispersed to the desired 
size. Polymerization occurs at the phase interface, where 
controlled deposition and precipitation of the polymer 
take place. This process can be initiated using precipitants 
or by altering parameters such as pH, temperature or sol-
vent quality. Depending on the solubility of the monomer 
and polymer, 3 main types of in situ polymerization are 
distinguished53:

1. Suspension polymerization occurs when the monomer 
is insoluble in the dispersion medium, resulting in the for-
mation of suspended monomer droplets that polymerize 
in the solution to form polymer microparticles. In this 
case, the reactor conditions and stirring rate are critical 
for maintaining a uniform particle size distribution (Fig. 6);

2. Precipitation polycondensation takes place when 
the monomer is soluble in the dispersion medium, but 
the polymer is not. As the reaction progresses, flocculation 
and aggregation of the polymer (typically of low molecular 
weight) occur, leading to the formation of particles with 
a broad size distribution and irregular shape;

3. Dispersion polycondensation is  observed when 
the dispersion medium is a good solvent for the monomer 
but a poor solvent for the polymer. In this case, polymer 
swelling occurs, and microcapsule growth takes place 
through the continuous addition of monomer and oligo-
mer to the particle. This process results in the formation 
of microparticles with a narrow size distribution.

In situ polymerization can be particularly advantageous 
when working with volatile54 or  less stable substances 
in emulsion form.55 This technique allows the polymer-
ization to occur directly in the dispersed phase, where 
the volatile or unstable substances are encapsulated within 
a polymer matrix. By  initiating polymerization in situ, 

Fig. 5. Scheme for the use of the interfacial polymerization method to produce microcapsules

Fig. 6. Scheme for the use of the in situ polymerization method to produce microcapsules
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it is possible to stabilize these substances, preventing their 
degradation or volatilization during processing. Addition-
ally, the controlled polymerization at the phase interface 
can protect sensitive compounds from environmental 
factors such as heat, light or oxygen, making it  an ef-
fective method for handling materials that are difficult 
to maintain in stable emulsion form. The ability to regu-
late the in situ polymerization process through variable 
conditions such as temperature or pH has enabled the use 
of phase change materials (PCMs) – polymers that alter 
their conformation in response to changes in physical con-
ditions. Examples of such polymers include poly(N-isopro-
pylacrylamide) (PNIPAM)56 and poly(NIPAM-co-AA).57 
These materials can undergo reversible phase transitions, 
making them suitable for applications where the polymer’s 
properties need to change in response to environmental 
stimuli, such as temperature or pH variations.

Conclusions

Microencapsulation has been a technology in use for 
nearly 100 years for more and more diverse and complex 
applications, both in the pharmaceutical and food indus-
tries. Substances used as carriers of encapsulated sub-
stances range from oil to natural and synthetic polymers. 
Methods for producing microcapsules are also evolving. 
Initially, scientists used coacervation between particles 
of colloidal solutions, but now a 3D printer is employed 
to produce microcylinders. Despite significant develop-
ments in  microencapsulation technology, traditional 
methods are still being researched and used in parallel, 
especially as we return to using natural substances that are 
biodegradable and easily assimilated by living organisms.
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Abstract
The spinal cord is one of the most important part of the human nervous system and great importance is placed 
on developing the best treatment for its damage. 3D bio-printing technology, and the fabrication of special 
scaffolds using it, is a potential solution for regenerating damage in spinal cord injuries (SCIs). Bio-printing can 
be divided into indirect and direct bio-printing, while among the bio-printing methods, inkjet bio-printing, 
fused deposition modeling (FDM), extrusion bio-printing, or light-assisted bio-printing can be distinguished. 
The last group can be in turn divided into several separate techniques such as digital light processing (DLP), 
stereolithography (SLA) and laser-assisted bio-printing (LAB). While bio-printing technology for the treat-
ment of SCI is in the early stages of research, several successful trials have already been performed, where 
the use of such scaffolds has resulted in at least partial restoration of autonomic nervous system function 
in patients with chronic and acute SCI.

Key words: central nervous system, spinal cord, bio-printing

Streszczenie
Rdzeń kręgowy jest jedną z najważniejszych części ludzkiego układu nerwowego. Z tego powodu przywiązuje 
się dużą wagę do opracowania najlepszego leczenia towarzyszących mu uszkodzeń. Technologia biodruku 3D 
i wytwarzanie specjalnych rusztowań z jego pomocą jest potencjalnym rozwiązaniem w zakresie regeneracji 
uszkodzeń w urazach rdzenia kręgowego. Głównym podziałem typów biodruku jest podział na biodruk 
pośredni i bezpośredni, podczas gdy wśród metod biodruku można wyróżnić biodruk atramentowy, mode-
lowanie osadzania topionego materiału (FDM), biodrukowanie ekstruzyjne lub biodrukowanie wspomagane 
światłem. Ostatnią grupę można z kolei podzielić na kilka odrębnych technik, takich jak cyfrowe przetwarzanie 
światłem (DLP), stereolitografię (SLA) i biodrukowanie wspomagane laserowo (LAB). Chociaż technologia 
biodruku w leczeniu urazów rdzenia kręgowego jest na wczesnym etapie badań, przeprowadzono już kilka 
udanych prób, w których wykorzystanie takich rusztowań doprowadziło do przynajmniej częściowego 
przywrócenia funkcji autonomicznego układu nerwowego u pacjentów z przewlekłym i ostrym urazem 
rdzenia kręgowego.

Słowa kluczowe: rdzeń kręgowy, centralny układ nerwowy, biodrukowanie

Reviews

Applications of bio-printing to promote spinal cord regeneration

Zastosowania biodruku w celu przyspieszenia regeneracji rdzenia kręgowego
Marcin Knefel1,B,D, Mikołaj Kantor1,B,D, Karolina Kępka1,B,D, Aleksandra Owczarzy2,E,F, Karolina Kulig2,E,F, Małgorzata Maciążek-Jurczyk2,E,F

1 Student Research Group at the Department of Physical Pharmacy, Faculty of Pharmaceutical Sciences in Sosnowiec, Medical University of Silesia in Katowice, Poland
2 Department of Physical Pharmacy, Faculty of Pharmaceutical Sciences in Sosnowiec, Medical University of Silesia in Katowice, Poland

A – research concept and design; B – collection and/or assembly of data; C – data analysis and interpretation; 
D – writing the article; E – critical revision of the article; F – final approval of the article

Polymers in Medicine, ISSN 0370-0747 (print), ISSN 2451-2699 (online)  Polim Med. 2024;54(2):127–134

https://www.doi.org/10.17219/pim/196553


M. Knefel et al. Applications of bio-printing128

Introduction

The spinal cord consists of externally located white mat-
ter and internally located gray matter. These are clusters 
of nervous tissue, which together with the brain form 
a system called central nervous system (CNS). The CNS 
is responsible for the body’s basic vital functions. It has 
low capacity to replace and renew neurons after dam-
age or  disease, which is  the  reason why degeneration 
in the structure of the CNS caused by disease or physi-
cal damage often leads to the loss of nerve cells, axons 
and glial support.1–5 Spinal cord injury (SCI) is consid-
ered one of the greatest challenges among CNS disor-
ders, and the serious complications and high incidence 
of paraplegia caused by SCI is a growing concern for both 
affected individuals and their families. It also poses a sig-
nificant burden to the whole society.6 Pathologically, SCI 
is caused by a primary injury and a series of secondary 
injuries. Primary injuries are mainly acute injuries caused 
by mechanical forces, such as spinal disc extrusion and 
dislocation, including damage to neurons and glial cells 
in the relevant segments, leading to ruptures in blood 
vessels.7,8 Secondary injuries include local edema, disrup-
tion of ion homeostasis, ischemia, intense inflammatory 
response, and excess free radicals.9

Currently, clinical treatment can be divided into surgical 
and non-surgical. One example of non-operative treatment 
is the use of high doses of methylprednisolone (MP), which 
is a corticosteroid that inhibits lipid peroxidation and 
is used to reduce the formation of secondary injuries.10,11 
However, the use of MP is limited due to a number of side 

effects, including increased risk of urinary tract infections, 
respiratory tract infections, wounds, sepsis, and pneumo-
nia.12 In terms of surgical treatment, the most relevant 
methods are decompression and stiffening of the injured 
site. The primary goal of SCI treatment is to remove the ef-
fect of compression factors and restore spinal stability. 
The aforementioned methods make a small contribution 
to the treatment of SCIs; however, all of these methods 
of clinical treatment can only remove or reduce the ac-
tion of the factors causing the injury, but do not enable 
functional regeneration of the damaged nerve. On this 
basis, it can be concluded that the repair is incomplete.13 
Regeneration of the nervous system involves the repair and 
re-generation of nerve tissue cells and nerve connections. 
Tissue engineering involving direct replacement of nerve 
cells and/or repair of connections through cell transplanta-
tion, biochemical molecular signaling and targeting using 
so-called “scaffolds” is used for this purpose.14 The ideal 
scaffold for neural tissue engineering should meet several 
important criteria, as shown in Fig. 1.15,16

Techniques such as melt molding, gas foaming, electro-
spinning, and phase separation have been used in the pro-
duction of scaffolds made out of synthetic and natural poly-
mers.17 The disadvantage of techniques mentioned above 
is the inability to precisely control and adjust the shape 
of the scaffolds, the configuration of  internal channels 
and the size of the pores in the scaffold. Additionally, these 
techniques do not allow for the production of scaffolds 
using cells due to manufacturing conditions being unfa-
vorable for cells survival. In recent years, 3D bio-printing 
has emerged as a solution to these problems, attracting 

Fig. 1. Characteristics of ideal scaffold
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attention due to its ease of controlling shapes and dimen-
sions of scaffolds and creating frameworks for cells.18

The method known as additive manufacturing (AM) 
is used in printing cells, growth factors and biomaterials 
in layers. Moreover, it allows for the creation of biological 
structures that exhibit properties similar to organs and 
mimic natural tissue.19 For this reason, 3D bio-printing 
has become a promising and effective strategy for repair-
ing SCI, as AM can easily produce scaffolds for cells while 
selecting their appropriate dimensions. However, there are 
also significant challenges associated with 3D bio-printing, 
such as cumbersome handling, insufficient printability, 
low cell viability during printing, and minimal cell–mate-
rial interaction.

In this work, a review and discussion of various avail-
able 3D printing methods as well as their theoretical and 
practical applications in the treatment of various spinal 
cord injuries was conducted.

3D bio-printing: Theoretical basis 
and examples of application

Based on  the  data from scientific literature, one 
of the basic divisions of 3D bio-printing is that into in-
direct bio-printing, which aims to produce scaffolds and 
other types of frameworks that finally can be populated 
by cells, and direct bio-printing, which allows for the pro-
duction of structures using biological material with living 
cells, which in turn ensures greater similarity to naturally 
formed tissues and increased biocompatibility. This divi-
sion in bio-printing is presented in Fig. 2.

Among the 3D bio-printing methods, many types can be 
distinguished; however, in order to facilitate classification 

and for better understanding, the following division was 
applied: inkjet/droplet bio-printing, fused deposition 
modeling (FDM), light assisted/directed bio-printing, 
and extrusion-based bio-printing. This division has been 
illustrated in Fig. 3.

Inkjet/droplet bio-printing

3D inkjet printing technology has been adapted from 
the  2D printing system, where in  this method drop-
lets of the used liquid are deposited on special platform 
in a “layer by layer” manner, enabling rapid production 
of a complete structure with micrometer resolution.20,21 
This method can be further differentiated into thermal 
and piezoelectric.

In thermal printers, the print head is heated to tempera-
tures between 200°C and 300°C, which leads to the forma-
tion of pressure pulses that in turn push the droplets out 
of the nozzle.20 Furthermore, several studies have shown 
that local heating to temperatures 200°C and 300°C affects 
neither the stability of biological molecules nor the viabil-
ity and function of tissues after printing.21 This method 
is characterized by high printing speed and the ability 

Fig. 2. Basic division of bio-printing
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to print tissues ranging in size from 20 µm to 100 µm. 
Additionally, it shows potential for printing in picoliter 
(pL) volumes to achieve better resolution and accuracy.

In the piezoelectric method, piezoelectric actuators lo-
cated in the print head are used to generate droplets, which 
are stimulated by applying voltage. The speed and size 
of the ejected droplets can be controlled by factors such 
as timing, pulse frequency and actuator amplitude.22 Addi-
tionally, the piezoelectric method causes less cell damage, 
resulting in a higher survival rate compared to the thermal 
method.23,24

Common drawbacks of inkjet bio-printing are poor me-
chanical properties of the printed structures and their 
low durability. It happens because this technique is only 
able to distribute bio-ink with a viscosity not exceeding 
10 MPa/s.23,25 Another limitations of 3D inkjet printers 
are small nozzle size and flow rate, which limit the volume 
of a single droplet to below 10 pL. To maximize the prob-
ability that each droplet will contain a cell, cells must be 
seeded at a high concentration (above 5·106 cells/mL).25

Fused deposition modeling

This technique uses thermoplastic polymer filament to 
produce 3D structures. Depending on the polymer used, 
the filament is heated in a nozzle to reach semi-liquid state 
and in this form is extruded onto platform following a com-
puter-designed model.26 Since this method uses high tem-
peratures, cells are applied and cultured on the structures 
only after the printing process is completed.27,28 The types 
of filaments used in this methods and the required tem-
peratures are presented in Table 1.29

The use of thermoplastic polymer fibers in this method 
is linked to its greatest advantages – low cost and high 
production speed. Considering the  Young’s modulus 
of a given polymeric biomaterial, polyetheretherketone 
(PEEK) appears to be the most promising. Additionally, 
since the FDM method does not require any additional 
solvents or materials, it provides convenience in terms 
of material handling and allows for continuous production 

without need to change raw materials.25 This method also 
has its drawbacks, such as poor mechanical properties 
– especially if  inter-layer defects occur during printing 
– and poor surface properties.30

Light-assisted/directed 
bio-printing

Light-assisted bio-printing is a group of techniques that 
include laser-assisted bio-printing (LAB), digital light pro-
cessing (DLP) and stereolithography (SLA). These are noz-
zle-free printing methods, so the complexity of the struc-
ture does not affect the printing time. Moreover, tissues 
obtained using this technique exhibit good biocompat-
ibility and cell viability.31,32

Laser-assisted bio-printing

Currently, LAB technology is based on 2 techniques 
– laser direct writing (LDW) and laser-induced transfer 
(LIFT).33 It consists of 3 main elements: a pulsed laser, 
a ribbon and a receiving substrate. After the laser beam 
is emitted, it is absorbed by the metal containing the rib-
bon, e.g., gold (Au) or titanium (Ti). Then, the biomaterial 
suspended on the ribbon evaporates under the influence 
of the laser, creating high-pressure bubbles that eventu-
ally settle on the receiving substrate, creating the appro-
priate biological pattern/scheme.34 This method is not 
as popular as the others described in this paper, but some 
researchers use it in tissue engineering. It can be attribut-
able to the wide range of viscosities that the bio-ink can 
have (1–300 MPa/s), the high accuracy of printing scaf-
folds (accuracy 10 µm) and the possibility of obtaining 
a resolution of 1 cell per drop of bio-ink.23,32,35 Among 
the disadvan tages both of this method one can distin-
guish a very long print ing time and a low flow rate, which 
is caused by the high resolution.36,37

Additionally, in this method, it is not possible to print 
simultaneously using multiple types of cells and materi-
als, which results in a laborious and cumbersome process. 
A decrease in cell viability in this method below 85% has 
also been observed, which may be caused by thermal dam-
age of the cells associated with the use of the laser.36

Digital light processing

Digital light processing (DLP) relies on the polymer-
ization of  light-sensitive polymers using precisely con-
trolled light emitted from a special digital micromirror 
device (DMD).32 The 3D structure is obtained by moving 
the working platform from bottom to top. First, the work-
ing platform is immersed in the liquid, after which a 2D 
image layer is created on the platform. Then, the platform 
is moved upwards by the distance of the created layer 
and the process is repeated. As a result of this process, 

Table 1. Filaments and temperatures required in FDM29

Type of polymer Temperature 
at the nozzle [°C]

PLA (polylactic acid) 160–230

ABS (acrylonitrile butadiene styrene) 215–250

PETG (polyethylene terephthalate glycol) 220–260

TPE (thermoplastic elastomer) 180–230

Nylon 230–250

ASA (acrylonitrile styrene acrylate) 235 255

PVA (polyvinyl alcohol) 160–230

PC (polycarbonate) 200–280

PEEK (polyetheretherketone polymer) 340–440
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the 3D structure is created layer by  layer.38 Compared 
to other methods, this one requires the most prepara-
tion; however, the process of creating the structure it-
self is fast and accurate. An example of the use of DLP 
is the work of Yu et al.,39 involving the printing of struc-
tures based on decellularized extracellular matrix (dCEM) 
with a size of only 30 µm. Using this method, complex, 
hierarchically branched geometries are created in a matter 
of seconds39 because, instead of loading the material into 
the cartridge, the working platform is immersed in a tank 
with fluid, the printing speed itself is extremely high and 
the structure is created layer by layer. The resulting prod-
uct can more effectively simulate the biological structure 
of the spinal cord compared to other methods. Despite 
this, DLP is a relatively new technology and the appro-
priate gels and material used require further research, 
which can contribute to even greater improvement of this 
method compared to others.

Stereolithography

Unlike the DLP method, stereolitography (SLA) uses 
laser reticulation with point or line scanning, while the rest 
of the procedure is based on the same principle as DLP. 
This method has no limitations regarding cell viscosity and 
also allows for printing tissue structures with a resolution 
of approx. 100 µm.31,40

Depending on the photoinitiator used, this method typi-
cally requires the use of visible or ultra-visible light to cre-
ate covalent bonds in the bio-ink. However, in recent years, 
there has been a shift away from the use of ultra-visible 
light due to its harmful effects on cell DNA and the risk 
of skin cancer. Therefore, researchers are focusing pri-
marily on visible light photopolymerization.41 In a study 
conducted by Wang et al.42 involving a stereolithography-
based bio-printing system using visible light-crosslinked 
bio-inks and a commercial projector with a simple water 
filter, it was proven that the use of visible light as a cross-
linking agent enables the printing of hydrogels with a reso-
lution of up to 50 µm and maintains cell viability at 85%.42

Sakai et al.,43 in a similar study also involving the use 
of stereolithography based on visible light, to create algi-
nate hydrogels with phenolic hydroxyl groups (Alg-Ph), ob-
tained cell viability of about 95%.43 Despite the advantages 
of the SLA method, such as no limit on cell viscosity and 
print resolution, the mechanical limitations of this method 
result in a significantly slower printing process compared 
to other methods.44

Extrusion-based bio-printing

Of all the described bio-printing methods, extrusion-
based printing is the most prevalent and well-developed 
technique.45 In this method, a mixture of cells and hydro-
gels is “extruded” through micro-nozzles or needles onto 

a substrate to print a 3D structure. The micro-extruder, 
following instructions from the CAD-CAM system, lays 
down the material on the substrate in the form of beads. 
The beads are pre-arranged in the X-Y plane/axes, after 
which the “extruded” head is moved along the Z axis to cre-
ate a complex 3D structure.23

The most important variations of this method include 
methods with pneumatic and mechanical (piston and 
screw) distribution systems. Piston-driven systems pro-
vide better control over bio-ink flow, while screw systems 
allow for more precise spatial control and are useful when 
using high-viscosity bio-ink. On the other hand, pneumati-
cally driven systems are used regardless of the lightness 
of the bio-ink due to the possibility of modulating pressure 
and valve opening time.46,47

Hydrogels utilized in  this type of  printing typically 
belong to the category of non-Newtonian fluids, whose 
viscosity depends on shear rate and force.48 Typical bio-
ink viscosity in this technique can range from 30 MPa/s 
to even 6×107 MPa/s, with an average resolution of about 
100 µm, and some studies indicate that it can reach even 
5 µm.23,32,49

The main advantage of extrusion-based bio-printing 
is  the ability to print models with very high cell den-
sity. Scaffolds obtained in this procedure provide much 
stronger and more fundamental support in the recovery 
process after SCI than scaffolds obtained using methods 
with lower cell density.50 Additionally, this method al-
lows for relatively uniform cell distribution in the print. 
However, there is a difficulty with the formation of shear 
stress. Increasing bio-ink concentration and viscosity 
leads to increased shear stress during extrusion, which 
leads to reduced cell viability.51 Therefore, optimization 
of printing parameters is essential for improving cell vi-
ability. Recent studies by Smith et al.52 involving co-extru-
sion of bovine aortic endothelial cells (BAEC) suspended 
in soluble type I collagen, using a micro-dispersion pen 
on  the  hydrophilic side of  polyethylene terephthalate 
sheets, have shown that with proper optimization of con-
ditions, it is possible to obtain a survival rate exceeding 
90%.52–55 Also, this method has been successfully ap-
plied to develop tissue engineering constructs, with aortic 
valves, tumor models and vascular tissues printed in this 
manner.55–58

As previously discussed, inkjet printing technology 
faces a significant challenge in treating SCI due to limi-
tations in printing mode; extrusion printing is the most 
widely used, enables printing of high-resolution scaf-
folds and is undoubtedly one of the strongest candidates 
for treating SCI using bio-printing. On the other hand, 
light-directed methods (DLP, SLA and LAB) are rela-
tively new. However, due to their ability to produce high-
resolution and cell-viable scaffolds with very complex 
geometric features they represent a potential alternative 
and hope for the application of bio-printing in spinal cord 
regeneration.
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Injuries, diseases and trauma 
causing spinal cord deficits

Chronic spinal cord injury

Nerve tissue in the damaged mammalian peripheral ner-
vous system shows the ability to guide axons to synaptic 
targets based on the removal of myelin debris by immune 
cells and the secretion of cytokines by Schwann cells. 
However, SCI leads to scarring composed of myelin, cell 
debris, microglia, astrocytes, oligodendrocytes, fibroblasts, 
meninges, and extracellular matrix (ECM) molecules, re-
sulting in impaired axonal regeneration in the damaged 
area. Scarring is thought to be both a physical and chemical 
barrier preventing nerve regeneration after SCI.59

Xiao et al.59 in 2016 used intraoperative neurophysiologi-
cal monitoring to identify and excise scar tissue. The next 
step was to use a NeuroRegen ‘scaffold’ containing au-
tologous bone marrow mononuclear cells, which were 
implanted into the resection sites. NeuroRegen bridges 
the resulting lesion gap and allows the delivery of stem 
cells or biomolecules to promote neuronal regeneration. 
In addition to complete loss of motor and sensory function 
below the injury site, autonomic system dysfunction, in-
cluding abnormal blood pressure, heart rate control, sweat-
ing, and temperature derangement are common clinical 
consequences of SCI. In the study by Xiao et al., the oc-
currence of sexual arousal and reduced sweating were 
observed after application of the NeuroRegen scaffold, 
indicating partial recovery of autonomic nervous system 
function. In addition, the return of SSEPs (somatosensory 
evoked potentials) in the tibia was detected in 2 patients, 
further evidence of partial nerve regeneration.59

Acute spinal cord injury

The American Spinal Injury Association (ASIA) was 
established in 1973 to facilitate the exchange of research, 
data and ideas among practitioners involved in the treat-
ment of patients with SCI (Table 260). Its founders sought 
to create a standardized model of care for the growing 
number of patients with SCI.

One of the first applications of scaffolding in SCI is the use 
of this technique in a 2016 clinical trial. A 25-year-old man 
sustained a T11–12 fracture after a motocross accident, 
resulting in a T11 ASIA grade A SCI. He underwent sur-
gical decompression with spinal immobilization and was 
then included in the study using a bioresorbable scaffold 
that was implanted into the spinal cord parenchyma di-
rectly into the traumatic cavity. After 3 months, the pa-
tient’s neurological condition had improved significantly, 
and the SCI rating had changed from grade A to grade 
C. Importantly, there were also no surgical complications 
or apparent safety-related abnormalities following this 
procedure.61

Another case of  successful use of  the  scaffold is  its 
use in a 2018 clinical trial. Two patients with acute SCI 
at  the  T11 and C4 levels, respectively, were assessed 
as ASIA grade A. After magnetic resonance imaging (MRI) 
and electrophysiology of the nerves, NeuroRegen colla-
gen scaffolds, which contained human mesenchymal stem 
cells from the umbilical cord, were implanted at the site 
of injury. During follow-up, no graft-related adverse events 
were identified. Return of sensory and motor function was 
observed in both patients. The level of sensation increased 
below the vertebrae where the injury occurred and, in ad-
dition, the patients regained sensation in the bladder and 
bowel. The patient with the injury at T11 regained the abil-
ity to walk, while the patient with the C4 injury regained 
the ability to move his toes and lift his legs. In both pa-
tients, injury status improved from a complete A grade 
injury on the ASIA scale to an incomplete C grade.62

Another study (from 2022) used a  collagen scaffold 
transplant that contained the patients’ own bone marrow 
mononuclear cells or umbilical cord mesenchymal stem 
cells (UC-MSCs). Fifteen patients with grade A were en-
rolled in the clinical trial and followed up for 2–5 years. 
None of the patients experienced serious complications 
or adverse effects related to the transplantation of the func-
tional scaffold. The study yielded the expected positive 
results. Five patients with acute SCI achieved an increase 
in their sensory positions and 6 other patients regained 
sensation in the bladder. In addition, 4 patients regained 
their ability to walk.63

Amyotrophic lateral sclerosis

Amyotrophic lateral sclerosis (ALS) is a neurodegenera-
tive disease (NDD) that attacks motor neurons, causing 
weakness, muscle atrophy and spasticity. The only available 
treatment options for this condition are only symptomatic. 
However, an innovative approach using 3D bio-printing 
and induced pluripotent stem cells (iPSCs) is being in-
vestigated. The idea behind the 3D bio-printing solution 
involves providing the cells with an environment as close 

Table 2. American Spinal Injury Association Impairment (ASIA) Scale60

ASIA grade Description

A Complete. No sensory or motor function is preserved 
in the sacral segments S4–S5.

B Incomplete. Sensory but not motor function is preserved 
below the neurological level and includes the sacral 

segments S4–S5. 

C Incomplete. Motor function is preserved below 
the neurological level, and more than half of key muscles 

below the neurological level have a muscle grade less 
that 3 (grades 0–2).

D Incomplete. Motor function is preserved below 
the neurological level, and at least half of key muscles 

below the neurological level have a muscle grade greater 
than or equal to 3.

E Normal. Sensory and motor function are normal.
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to physiological as possible. In a study by Scarian et al.,64 
healthy peripheral blood mononuclear cells and amyo-
trophic lateral sclerosis cells were induced to change into 
iPSCs and then differentiated into neural stem cells (NSCs) 
in 2D. In the next step, these cells were printed in 3D hy-
drogel-based constructs and later induced to differenti-
ate into motor neuron progenitor cells and, in the next 
phase, into motor neurons. Using confocal microscopy 
and reverse transcription quantitative polymerase chain 
reaction (RT-qPCR), cell viability during 3D differentiation 
was monitored. The results showed no disruption of nor-
mal differentiation or electrophysiological features caused 
by the hydrogel. Characteristic markers at a given stage 
of differentiation were also investigated, where the differ-
ence compared to the 2D environment was the reduced 
expression of markers such as SOX1, SOX2 and Nestin. 
Based on this evidence, it was proven that 3D bio-print-
ing can be considered as a good model to study and treat 
the pathogenesis of amyotrophic lateral sclerosis.64

Summary

To date, treatment of SCI has mainly consisted of sur-
gical bracing of the damaged area, securing it and using 
drugs to prevent secondary injuries. However, these are 
not solutions that can permanently restore the function-
ality of the damaged nerve, and they only reduce the fac-
tors causing the injury to a small extent. For this reason, 
research into 3D bio-printing and scaffolding techniques 
should be intensively pursued further. Despite their cur-
rent drawbacks or high costs, in the future, with the ad-
vancement of this technique, they may be the main tool 
capable of fully regenerating a damaged spinal cord.
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Abstract
Several factors, including characteristic polymer composition of the cell wall, based on peptidoglycans cross-
linked with arabinogalactans, together with the lipid layer contribute to the high resistance of Mycobacterium 
tuberculosis to antibiotics and other anti-tuberculosis drugs, leading to the development of new treatment 
methods. Implementation of therapeutic drug monitoring for anti-mycobacterial drugs in routine clinical 
practice requires understanding of the limited stability of these drugs. Rifampicin and isoniazid are the main 
anti-tuberculosis drugs that generate degradation products during sample handling and storage. Therefore, 
analytical methods used for analysis of clinical samples collected from tuberculosis patients treated with 
a combination of different drugs should enable the separation of the studied analytes from their metabolites 
and degradation products. Moreover, the samples require strictly regulated collection and storage conditions 
to prevent degradation processes.
The purpose of this review was to present recent data on the stability studies of anti-mycobacterial drugs, 
specifically used as first-line treatment in patients with tuberculosis. Detailed degradation pathway of rifam-
picin was described, including conditions influencing the formation of specific rifampicin related substances. 
Moreover, the results of the stability studies of anti-mycobacterial drugs were presented in various matrices 
in conditions determined by international guidance such as U.S. Food and Drug Administration (FDA) or In-
ternational Council for Harmonisation (ICH) guidelines. Particular attention was given to analytical methods 
designed for analysis of anti-mycobacterial drugs in the presence of their degradation products. Finally, 
recommendations proposed by different authors for collection, processing and storage of clinical samples 
to increase stability of anti-mycobacterial drugs were summarized.

Key words: tuberculosis, isoniazid, rifampicin, pyrazinamide, ethambutol
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Introduction

Tuberculosis infections pose a serious threat to the hu-
man population. One of the factors influencing the drug 
resistance of the tuberculosis bacillus is the composition 
of its cell wall, which contains specific polymers and hy-
drophobic compounds. The characteristic polymer com-
position of the cell wall, based on peptidoglycans cross-
linked with arabinogalactans, together with the lipid layer 
protects the bacterium against the influence of xenobiot-
ics.1 The World Health Organization (WHO) reported 
that tuberculosis remained the 2nd most frequent cause 
of death from infection in 2022, just behind coronavirus 
disease (COVID-19). In addition, this disease caused al-
most twice as many deaths as HIV/AIDS. Approximately 
25% of people in the world are infected with Mycobacte-
rium tuberculosis and about 5–10% of them will develop 
an active form of the disease during their lifetime. Every 
year, 10 million people suffer from tuberculosis. Most cases 
of the disease occur in the countries of southern Africa and 
southeast Asia.2 In Poland, 4,314 new cases of tuberculosis 
were registered in 2022, which means 17.5% of cases more 
than in the previous year.3 According to the WHO recom-
mendations, first-line treatment should include rifampicin 
(RIF), isoniazid (INH), pyrazinamide (PZA), and etham-
butol (ETH). These drugs are given in combination to tar-
get different enzymes and minimize bacterial resistance.4 
In cases of treatment resistance, second-line medicines 
are used, including aminoglycosides, fluoroquinolones 
(moxifloxacin, levofloxacin), ethionamide, prothionamide, 
cycloserine, terizidone, and p-aminosalicylic acid.5

One of the reasons for the limited effectiveness of tu-
berculosis treatment are subtherapeutic concentrations 
of the drugs, which lead to drug resistance and death.6 
Therefore, therapeutic drug monitoring (TDM) is sug-
gested to  individualize dosing for a patient. To ensure 

the effectiveness of bactericidal treatment, therapeutic 
concentration ranges for anti-tuberculosis drugs in plasma 
or serum have been established. Due to the limited time 
and resources in the clinic, typically, only 2 samples are 
collected post-dose: at 2 h, which corresponds to the peak 
concentration for most anti-tubercular drugs, and at 6 h, 
which allows for distinguishing between delayed absorp-
tion and malabsorption.7 High-performance liquid chro-
matography (HPLC) methods are recommended to analyze 
concentrations for TDM, and in the case of RIF, chemilu-
minescence and spectrophotometry can be also applied.8

Despite recommendations, TDM is  not widely used 
in countries where tuberculosis is common. The main rea-
sons include high costs, limited availability of analytical 
instruments including mass spectrometry (MS) or HPLC, 
difficulties in storing and transporting biological material 
due to high temperatures, and the need for multiple blood 
collection, which is problematic, particularly in the case 
of malnourished children. Therefore, a urine sample was 
proposed as an alternative to blood for TDM. Among 
anti-tubercular drugs, RIF is monitored using colorim-
etry due to the red discoloration of urine in people taking 
this drug.8,9 Recently, a colorimetric method using mobile 
phone application and standardized light box have been 
proposed to measure RIF in urine samples for personalized 
treatment of children with tuberculosis based on predicted 
RIF levels.10 However, urinary RIF concentrations were 
poorly correlated with serum Cmax, which raises doubts 
regarding the utility of urine as a matrix useful for TDM 
of RIF.9

Difficulties in TDM may be also caused by limited stabil-
ity of the drugs. Degradation of RIF depends on pH and 
leads to  the  formation of  rifampicin quinone (RIF-Q), 
3-formyl-rifampicin (3-F-RIF) and 25-desacetylrifampicin 
(25-D-RIF).11 Moreover, limited stability of INH at ambient 
temperature was confirmed for whole blood, serum and 

Streszczenie
Zróżnicowane czynniki, w tym charakterystyczny skład polimerowy ściany komórkowej, opartej na peptydoglikanach usieciowanych arabinogalaktanami, wraz 
z warstwą lipidową, przyczyniają się do wysokiej oporności Mycobacterium tuberculosis na antybiotyki i inne leki przeciwgruźlicze, co prowadzi do poszukiwania 
nowych metod leczenia. Wdrożenie terapeutycznego monitorowania leków przeciwprątkowych w rutynowej praktyce klinicznej wymaga zrozumienia ogranic-
zonej stabilności tych leków. Ryfampicyna i  izoniazyd są głównymi lekami przeciwgruźliczymi, które generują produkty degradacji podczas przygotowywania 
i przechowywania próbek. Z tego względu metody analityczne stosowane do analizy próbek klinicznych pobranych od pacjentów z gruźlicą leczonych kombinacją 
różnych leków powinny umożliwiać oddzielenie badanych analitów od ich metabolitów i produktów degradacji. Ponadto próbki wymagają ściśle określonych 
warunków pobierania i przechowywania, aby zapobiec procesom degradacji.
Celem tego przeglądu jest przedstawienie najnowszych danych na temat badań stabilności leków przeciwprątkowych, w szczególności tych stosowanych jako 
leki pierwszego rzutu u pacjentów z gruźlicą. Szczegółowo opisano proces degradacji ryfampicyny z uwzględnieniem warunków wpływających na powstawanie 
określonych substancji pochodnych ryfampicyny. Ponadto przedstawiono wyniki badań stabilności leków przeciwprątkowych w różnych matrycach w warunkach 
określonych przez wytyczne międzynarodowych instytucji takich jak FDA lub ICH. Szczególną uwagę poświęcono metodom analitycznym przeznaczonym do analizy 
leków przeciwgruźliczych w obecności produktów ich degradacji. Na koniec podsumowano zalecenia zaproponowane przez różnych autorów dotyczące zbierania, 
przygotowania i przechowywania próbek klinicznych w celu zwiększenia stabilności leków przeciwprątkowych.

Słowa kluczowe: gruźlica, izoniazyd, rifampicyna, pyrazynamid, etambutol
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plasma. Hence, it  is recommended to process collected 
specimen at low temperatures.12 All RIF compounds except 
RIF-Q have similar UV-VIS absorbance spectra with maxi-
mum absorbance at 474 nm, while the maximum absorp-
tion of RIF-Q shifts to 540 nm.13 Therefore, when using 
spectrophotometric methods, the observed absorbance 
values   may not correspond to the actual concentrations 
of RIF because its products of degradation (3-F-RIF and 
25-D-RIF) show absorbance at the same wavelength.

To overcome abovementioned problems with stability, 
Xing et al.14 suggested adding ascorbic acid to protect RIF 
against autooxidation in clinical samples. Pršo et al.15 sus-
pected that the observed inaccuracy in their assay was 
caused by RIF degradation and therefore RIF was not in-
cluded in the measurements. Moreover, liquid chromatog-
raphy–tandem mass spectrometry (LC−MS/MS) methods 
are recommended for analysis of several anti-mycobac-
terial agents due to their higher sensitivity and selectiv-
ity compared to other analytical methods. As mentioned 
by Kuhlin et al.,16 LC−MS/MS offers adequate separation 
and fast analysis of multi-analyte samples collected from 
patients with tuberculosis despite using non-selective pro-
cedures for preparation of samples. Nevertheless, among 
articles focusing on  the analysis of anti-mycobacterial 

agents in various matrices, very few mentioned separation 
and detection of degradation products.14,15,17–19

This article focuses on  a  review of  recent advances 
in anti-mycobacterial drug stability studies, including 
stability-indicating techniques, analysis of degradation 
products, and recommendations for sample storage and 
handling to enhance stability.

Degradation pathway of RIF

The RIF is a lipophilic substance with a partition coef-
ficient log p-value of 2.77 and a pKa of 1.7 and 7.9 related 
to the 4-hydroxy and 3-piperazine nitrogen, respectively.20 
The stability of the drug is pH-dependent. In neutral pH, 
the drug is stable, whereas in acidic and basic pH, its de-
composition was observed (Fig. 1). At low pH, RIF under-
goes decomposition to 3-F-RIF, which is poorly soluble and 
contributes to the reduced bioavailability of RIF. The com-
pound possesses high activity against Mycobacterium tu-
berculosis in vitro but not in vivo. At acidic pH of stom-
ach and in the presence of INH, the degradation process 
of  RIF is  even more pronounced. Interaction between 
RIF and INH leads to the formation of the isonicotinyl 

Fig. 1. Degradation pathway of rifampicin (RIF)

RIF-Q – rifampicin quinone; 25-D-RIF – 25-desacetylrifampicin; 3-F-RIF – 3-formylrifampicin; 3-F-RIF-isonicotinylhydrazone – 3-formyl-rifampicin 
isonicotinylhydrazone; INH – isoniazid.
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hydrazone derivative of 3-F-RIF (3-F-RIF-isonicotinylhy-
drazone; Fig. 1) and subsequent production of hydrazine 
and 1-amino-4-methyl-piperazine.11 Sankar et al.21 showed 
that degradation of RIF and INH is caused by interaction 
between the compounds in  fasting pH conditions un-
der which combination of both drugs are administered. 
At pH 2 (the maximum pH in the fasting condition) and 
in 50 min, RIF decomposed by approx. 34%, while INH 
by 10%. The extent of decomposition for RIF and INH 
ranged between 13–35% and 4–11%, respectively, in sev-
eral marketed formulations.

At higher pH, deacetylation process of RIF to 25-D-
RIF is observed.12 It is worth mentioning that 25-D-RIF 
is also the main metabolite of RIF in vivo.22 In addition, 
at the mild alkaline conditions (pH 8.0), RIF is transformed 
into RIF-Q.12 The latter is a main compound formed from 
RIF in a process of nonenzymatic autooxidation.13,23,24 
The degradation product is regarded as an impurity in RIF 
samples and an indicator of poor quality of RIF tablets. 
Sutradhar and Zaman13 observed that RIF-Q in solution 
undergoes chemical conversion to RIF in the presence 
of microorganisms. This process is temperature-depen-
dent, may result in an increase in antimicrobial activity 
of RIF, and promotes the development of antimicrobial 
resistance due to  incorrect determination of medicine 
quality.13 Data on potential interconversion between RIF 
and RIF-Q in vivo and the analyte stability in human 
clinical samples are scarce. Only few articles mentioned 
the appearance of RIF-Q in plasma and urine of patients 
treated with RIF.17–19 Kivrane et al.17 noticed the formation 
of RIF-Q in real samples but did not measure the con-
centration of the compound. In another report, plasma 
concentrations of RIF-Q in patients suffering from tu-
berculosis and being administered the first-line anti-my-
cobacterial drugs were in the range of 0.114–0.325 mg/L 
and comprised 2.30–4.50% of the sum of RIF and RIF-
Q. Moreover, presence of 3-F-RIF was confirmed in all 
samples but its concentrations were below the quantifi-
cation limit of the analytical method.19 RIF-Q and 3-F-
RIF appeared also in urine, suggesting RIF degradation 
during sample processing and storage. The concentra-
tion of RIF-Q was in the range of 0.71–2.62 mg/L, which 
constituted 3.6–13.2% of the total RIF concentration (RIF 
plus RIF-Q) and was twice higher than the concentration 
found in plasma.18

Stability of anti-mycobacterial 
drugs

Several guidelines on bioanalytical method validation 
released by U.S. Food and Drug Administration (FDA), 
European Medicine Agency (EMA) and International 
Council for Harmonisation (ICH) provide general prin-
ciples for the stability testing, including recommenda-
tions on the acceptance criteria for stability results and 

the  duration of  stability tests. The  chemical stability 
of  the  analyzed compound should be proved in  stock 
solutions and biological fluid, and the effects of sample 
collection, handling and storage of the analyte should 
be assessed.25–27 Hence, most data regarding the stabil-
ity of anti-mycobacterial drugs were generated during 
developing and validating methods designed for analysis 
of these compounds. Several studies confirmed stabil-
ity of these drugs in stock and working solutions stored 
for at  least 1 month at −80°C28–30 and −20°C.18,19 How-
ever, significant degradation of INH and RIF was noticed 
in biological samples. Matrix components were suspected 
to significantly impact the stability of both compounds. 
Unsatisfactory benchtop stability was confirmed for INH 
at room temperature in plasma or serum. Sturkenboom 
et al.31 reported significantly better stability of INH in ul-
trafiltrate than in plasma, and suggested that plasma pro-
teins might be responsible for INH degradation. The INH 
stability in  samples stored at  room temperature for 
12 h were reported by some authors.15,32 However, other 
reports indicated that INH undergoes a significant decay 
at room temperature and is stable for 4 h17,33 or as short 
as for 1 h.17,19 There is inconsistency of results obtained 
in the stability study of RIF in plasma and serum sam-
ples. Some studies have shown that RIF remains stable 
in plasma/serum samples at  room temperature for up 
to 24 h,23,34 while other authors have reported lower sta-
bility of the compound. Le Guellec et al.35 noticed that RIF 
undergoes rapid decomposition in plasma at room temper-
ature, and its concentration decreases by 54% within 8 h. 
Karaźniewicz-Łada et al.19 reported stability of RIF and 
3-F-RIF in plasma samples at room temperature for 4 h, 
while 25-D-RIF was stable for only 1 h. The same results 
for 25-D-RIF were obtained by Kivrane et al.17 However, 
in the study of Sundell et al.,36 the compound was stable for 
4 h of storage. The ambiguous results regarding RIF stabil-
ity could be partly caused by the fact that RIF is sensitive 
to light and samples should be protected from light dur-
ing processing and storage.37 Poor stability of RIF and its 
derivatives in urine samples was also reported. The com-
pounds were stable for 1 h  if urine samples were kept 
at room temperature.18 Other anti-bacterial drugs proved 
to be stable on a benchtop. Most authors noticed that PZA 
was stable in plasma or serum in room temperature for up 
to 4 h,14,17,19,30,33,36 and in 1 study, the compound was stable 
for up to 24 h.31 In urine samples, stability of INH, PZA 
and ETH was confirmed during 4 h of storage.18

There is inconsistency in results of long-term storage 
of samples containing anti-mycobacterial drugs. In most 
studies, stability of  INH and RIF in  plasma or  serum 
samples was confirmed when stored for 1 month29,30,38 
at −80°C. Longer storage stability of 12 weeks at −80°C was 
reported by Sundell et al.36 However, Kim et al.38 noticed 
substantial degradation of the compounds over 12 weeks 
of storage and confirmed stability for only 4 weeks. Another 
report indicated stability of RIF in plasma samples kept for 
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70 weeks at −85°C.39 Such long stability of the compound 
might be connected to the procedure of sample prepara-
tion, which included charcoal-stripping, ultracentrifuga-
tion and filtration. As a result, many matrix components 
of the samples were removed, leading to improved RIF sta-
bility. It was proved that higher temperature for long-term 
storage may cause degradation of RIF and INH within few 
days; INH was stable for 7-day storage at −20°C,17,19 while 
RIF stability ranges from <1 week19,35 to 3 months.17 Poor 
stability of RIF-Q (<1 week) was also confirmed.19 Other 
anti-mycobacterial drugs exhibit better stability during 
long-term storage. Samples with PZA were stable at −20°C 
when stored for up to 3 months.17

Freezing and thawing samples is known to affect ana-
lyte stability. Both RIF, INH and PZA remained stable 
after 3 cycles of freezing (at −70°C or −80°C) and thawing 
at room temperature.29,30,36,40 According to Gao et al.,32 
INH, PZA and RIF were stable during 3 cycles of freez-
ing at −20°C and thawing at room temperature. In 2 other 
articles, a significant degradation of INH and RIF was ob-
served under similar conditions.17,19

Abouzid et al.18 performed extended stability study 
of anti-mycobacterial drugs in urine considering dif-
ferences in physiological pH of urine samples ranged 
from 4 to 8. They proved stability of RIF, RIF-Q, 3-F-
RIF, 25-D-RIF, INH, and PZA at pH 6 for 24 h of storage 
at −20°C, and ETH was stable in all sample pH values. 
However, after 30  days, significant degradation was 
observed for RIF-Q and 3-F-RIF in all samples, while 
other analytes were stable in urine of pH 6–8. Moreover, 
the stability of RIF, INH, PZA, and ETH were studied 
in conditions mimicking the urine collection process 
in medical centers and peripheral clinics at room tem-
perature and at 37.5°C. Abouzid et al. noted that RIF was 
stable at pH 6–7 for up to 8 h, INH was stable at pH 6–7 
for up to 24 h, and both PZA and ETH remained stable 
at pH 4–8 for up to 24 h. During the stability studies, 
an increase in the RIF-Q was observed, while RIF con-
centrations decreased, with this process being signifi-
cantly accelerated at 37.5°C.18

Stability-indicating methods

According to the ICH guidance document, a bioana-
lytical method should be selective and specific enough 
to detect and differentiate the active substance from other 
compounds, such as products of degradation found dur-
ing sample processing.25 Since RIF and INH are the main 
anti-tuberculosis drugs that generate degradation prod-
ucts during sample handling and storage, the method 
used in the stability study should enable the separation 
of all compounds present in clinical samples collected 
from tuberculosis patients treated with a combination 
of different drugs. Therefore, the most suitable technique 
is HPLC because it enables chromatographic resolution 

of  the  analytes from their related substances. This 
method in combination with MS/MS detection is char-
acterized by high selectivity and specificity, demands 
low sample volumes and may involve simple preparation 
techniques such as protein precipitation.16 There are only 
few articles on HPLC methods for the determination 
of RIF and its derivatives in different matrices. Sankar 
et al.21 developed and validated an HLPC with UV de-
tection (HLPC-UV) method for measurements of RIF, 
INH and their degradation products including 3-F-RIF, 
RIF-Q and isonicotinyl hydrazone in solutions. After 
determining validation parameters including linear-
ity, precision and accuracy, this method was applied for 
the decomposition study of RIF in samples containing 
INH, in the pH range of 1–3. Sutradhar and Zaman13 
used HPLC-UV and LC–MS methods to  identify RIF 
as the product of the chemical change of RIF-Q observed 
upon heating. Both compounds were chromatographi-
cally separated and changes in RIF-Q absorbance were 
measured to track the conversion of the compound for 
2 h. However, no validation parameters of the methods 
were presented. Prasad et al.24 reported an liquid chro-
matography−diode array detector−mass spectrometry/
time-of-flight (LC−DAD−MS/TOF) technique to identify 
21 RIF related substances using modern LC−MS tools 
such as multiple stage MS, high resolution MS and hydro-
gen/deuterium exchange MS. The method was applied 
for the detection of the compounds in rat liver micro-
somes and in rat blood, urine and feces after adminis-
tration of 50 mg/kg of RIF. The samples were processed 
prior to  the analysis using protein precipitation with 
acetonitrile, liquid-freeze separation and solid phase 
extraction. The authors detected 6 known metabolites 
and degradation products (25-D-RIF, RIF glucuronide, 
N-demethyl-RIF, 3-F-RIF, RIF-Q, and desacetyl-3-F-
RIF) and 15 new RIF related substances. However, their 
concentrations in biological fluids were not measured. 
Kivrane te al.17 reported the development and validation 
of the LC–MS/MS method for simultaneous quantifica-
tion of first-line antituberculosis drugs (ETH, INH, PZA, 
and RIF) along with their 6 primary metabolites (25-D-
RIF, isonicotinic acid, acetylisoniazid, 5-hydroxypyr-
azine-2-carboxylic acid, pyrazine-2-carboxylic acid, and 
5-hydroxypyrazinamide). They reported 2  RIF peaks 
as the result of the formation of RIF-Q in plasma samples 
and used 2 ion-transitions (from 821.4 to 789.3 specific 
for RIF-Q and from 823.4 to 791.3 specific for RIF) for 
accurate RIF quantification. Only 2 articles are available 
on the development and validation of sensitive and selec-
tive UPLC–MS/MS methods for the simultaneous analy-
sis of RIF and its metabolite and degradation products 
– 25-D-RIF, 3-F-RIF and RIF-Q – in the presence of other 
anti-mycobacterial drugs INH, ETH and PZA in clinical 
samples.18,19 For the measurements, small plasma (20 μL) 
and urine (10 μL) volumes were required, which were 
processed using protein precipitation with methanol and 
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further diluted with acetonitrile. For optimal separation 
of the compounds significantly different in polarity (logP 
from –0.7 for INH to 2.7 for RIF), Kinetex Polar C18 
column and gradient elution were applied, allowing for 
the total analysis time of 12 min. Both methods were 
successfully validated in terms of selectivity, linearity 
and lower limit od quantification, precision and accuracy, 
matrix effect, carry-over, and stability. The applicability 
of the methods for analysis of INH, PZA, ETH, and RIF 
was verified in plasma and urine samples collected from 
patients with tuberculosis and in the extensive stability 
study of RIF under various conditions of sample collec-
tion and storage.18,19

Another useful analytical technique for studying 
the conversion of RIF to RIF-Q in plasma and urine is mi-
cellar liquid chromatography (MCL), as proved by Mishra 
et al.23 The advantage of the method was simple sample 
preparation consisting of dilution in a micellar sodium 
dodecyl sulfate (SDS) solution. The method validation was 
carried out according to the EMA recommendations and 
tested employing the analysis of RIF in samples collected 
from tuberculosis patients. Moreover, the authors applied 
the method for the degradation study of RIF to RIF-Q 
in solutions and biological fluids spiked with RIF.

The summary of the methods for analysis of degrada-
tion products of anti-mycobacterial drugs are presented 
in Table 1.

Recommendations 
to increase stability

Limited stability of anti-mycobacterial drugs may impact 
TDM results. Therefore, results of numerous stability stud-
ies of the analytes at various storage conditions were utilized 
to prepare recommendations for handling the clinical sam-
ples. Some articles suggested that antioxidants, e.g., ascor-
bic acid, should be added after sample collection to protect 
RIF from autooxidation occurring when the samples are 
processed or stored.14 Le Guellec et al.35 indicated better 
stability of RIF in solutions when stored in higher concen-
trations and when ascorbic acid was added as a protecting 
agent. However, Peloquin39 reported no benefits from such 
stabilization. The author suggested using a specific sample 
preparation procedure before adding RIF, including charcoal 
stripping, ultracentrifugation and filtration to remove ma-
trix components that may increase RIF degradation. Mishra 
et al.23 indicated that oxidation of RIF to RIF-Q is accelerated 

Table 1. Methods for analysis of degradation products of anti-mycobacterial drugs

Analytical 
method Conditions Analyzed compounds Application Reference

HPLC-UV column: Supelcosil LC-18-DB (250 × 4.6 mm, 5 µm);
mobile phase: 65% methanol and 35% 0.01 M phosphate 

buffer at pH 7.00;
detection: 254 nm

RIF, RIF-Q, 3-F-RIF, INH, 
isonicotinyl hydrazone

decomposition of RIF 
in the presence of INH 

at pH 1–3 

21

LC-UV,
LC–MS

column: C18 (parameters not provided);
mobile phase: 80% acetonitrile, 20% water

detection: 470 nm

RIF, RIF-Q evaluation of the effect 
of temperature on the stability 

and antimicrobial activity 
of RIF-Q

13

LC-UV/DAD-
MS/TOF

column: Zorbax C18 (250 × 4.6 mm, 5 µm);
mobile phase: acetonitrile, 10 mM ammonium acetate, 

gradient elution;
detection: 254 nm, MS/TOF

RIF, RIF-Q, 3-F-RIF, 
25-D-RIF, RIF N-oxide

identification of 21 RIF 
metabolites and degradation 
products formed in vitro and 

in vivo 

24

LC–MS/MS column: Waters Acquity UPLC BEH C8 (75 mm × 2.1 mm, 
1.7 µm);

mobile phase: methanol, 0.1% formic acid in water, 
gradient elution;

detection: TQ

RIF, RIF-Q, 25-D-RIF, 
INH, PZA, ETH and their 

metabolites

analysis of anti-mycobacterial 
drugs and their metabolites 

in plasma

17

LC–MS/MS column: Kinetex Polar C18 column (15 x 3 mm, 2.6 µm);
mobile phase: 0.1% formic acid in 5 mM ammonium formate 

and acetonitrile, gradient elution
detection: TQ 

RIF, RIF-Q, 3-F-RIF, 
25-D-RIF, INH, PZA

pharmacokinetic and stability 
study of RIF, INH, and PZA 

in plasma samples

19

LC–MS/MS column: Kinetex Polar C18 column (15 x 3 mm, 2.6 µm);
mobile phase: 0.1% formic acid in 5 mM ammonium formate 

and acetonitrile, gradient elution
detection: TQ

RIF, RIF-Q, 3-F-RIF, 
25-D-RIF, INH, PZA, ETH

pharmacokinetic and stability 
study of RIF, INH, PZA and ETH 

in urine samples

18

MLC column: SPHER-100 C18 (250 × 4.6 mm, 5 µm);
mobile phase: 0.15 M SDS-6% 1-pentanol-0.01 M phosphate 

buffer at pH 7; detection: 337 nm

RIF, RIF-Q stability study of RIF 
in solutions and spiked 

biological fluids

23

MLC – micellar liquid chromatography; RIF – rifampicin, RIF-Q – rifampicin quinone; 3-F-RIF – 3-formyl-rifampicin; 25-D-RIF – 25-desacetylrifampicin; 
INH – isoniazid; PZA – pyrazinamide; ETH – ethambutol;TQ – triple quadrupole tandem mass spectrometer; HPLC-UV – high-performance liquid 
chromatography with UV detection; LC–MS – liquid chromatography–mass spectrometry; LC−MS/MS – liquid chromatography–tandem mass 
spectrometry; LC-UV/DAD–MS/TOF – liquid chromatography with UV detection/diode array detector–mass spectrometry/time-of-flight.
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in higher temperatures; thus, storage conditions for samples 
containing RIF should be strictly controlled. Similarly, INH 
and ethionamide are not stable in human serum and whole 
blood at room temperature. Therefore, Peloquin41 suggested 
that the blood samples should be promptly centrifuged, 
the serum harvested and frozen immediately after collec-
tion. According to the latest recommendations,19 centrifuga-
tion should be performed at low temperatures (preferably 
4°C); samples can be left on the bench at ambient tempera-
ture for no longer than 1 h; protection from light is recom-
mended by using amber and non-transparent glass tubes for 
sample storage and processing. In addition, storage at −80°C 
for no longer than 1 month, shipment of frozen samples with 
dry ice and limited sample thawing-freezing cycle number 
were suggested. Abouzid et al.18 presented recommendations 
specifically for urine samples based on the observation that 
pH of urine and temperature affect the analyte stability. 
The authors suggested that stability of RIF during TDM can 
be prolonged to 8 h if the pH of collected urine is maintained 
in the range of 6–7.

Conclusions

Implementation of TDM for anti-tuberculosis drugs 
to individualize dosing for a patient requires determination 
of stability of these drugs in different conditions mimick-
ing the sample collection, processing and storage in clinics. 
Numerous studies have confirmed the limited stability 
of RIF and INH in biological fluids, which is probably due 
to the presence of proteins and other matrix components. 
Factors that accelerate the decomposition process include 
higher temperatures during long-term storage, multiple 
freeze-thaw cycles or acidic and alkaline pH of the sample. 
Therefore, to increase analyte stability, strictly regulated 
handling conditions for samples containing anti-mycobac-
terial drugs have been established. It is increasingly appar-
ent that methods used for determination of anti-tubercu-
losis agents in real samples should separate the analytes 
from their degradation products. These conditions are 
met by LC–MS/MS, which is the most suitable technique 
for stability studies and pharmacokinetic applications due 
to its selectivity and specificity.
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Abstract
Background. Hydrogels, containing a large amount of water and exhibiting high biocompatibility, can 
improve the rheological properties of formulations and adhere well to the application site. In Poland, only 
1 hydrogel substrate is currently approved for pharmaceutical compounding: Celugel, based on hydroxyethyl 
cellulose (HEC).

Objectives. The aim of this study was to investigate how the variation in the raw material composition 
of Celugel-based hydrogels affects their osmotic pressure values and selected rheological properties.

Materials and methods. Ten gel formulations were prepared using a commercial Celugel as the base, 
with varying percentages of added water, alongside a consistent 5 wt% addition of sucrose. The research 
methods employed include osmotic pressure, dynamic viscosity, pH measurement, and surface tension using 
the du Noüy ring tensiometer.

Results. The composition of the formulation has a significant impact on the osmotic pressure. Nearly all 
of the hydrogels exhibited hyperosmotic characteristics relative to living tissues, with measured osmotic pres-
sure values ranging from 160 mOsm/kg H2O to 1,480 mOsm/kg H2O. As anticipated, the viscosity of the for-
mulations increased proportionally with the growing concentration of Celugel ranging from 2.19 mPa·s 
to 562.87 mPa·s.

Conclusions. The composition of Celugel significantly influences its rheological properties and osmotic 
pressure values, with the concentration of the gelling agent being the most impactful factor. The results 
suggest that Celugel is suitable for use in formulations intended for nasal administration.

Keywords: osmotic pressure, hydrogel, Celugel, hydroxyethylcellulose
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Background

Ointments are semi-solid pharmaceutical formulations 
intended for application on  the  skin or mucous mem-
branes, functioning as emollients, protective agents or, 
when combined with active ingredients, as therapeutic 
agents. These preparations also contain excipients that 
provide essential organoleptic properties, rheological be-
havior and stability.1

According to the 12th edition of the Polish Pharmaco-
poeia,2 ointment bases are classified into 5 main categories, 
including gels. A significant subgroup within gels is hydro-
gels, distinguished by a 3-dimensional network structure 
that retains large amounts of water within a swollen poly-
mer matrix.3 This structure closely resembles that of living 
tissues, providing hydrogels with superior biocompatibil-
ity. As a result, hydrogels are extensively used in medical 
and pharmaceutical applications such as drug delivery 
systems, wound dressings, tissue-engineering scaffolds, 
and contact lenses.4

In Poland, Celugel is an authorized hydrogel base com-
posed of hydroxyethyl cellulose (HEC) and glycerol, pre-
served with sorbic acid and its potassium salt. Due to its 
beneficial characteristics, such as easy rinsability and high 
mucoadhesive capacity, Celugel is widely applied in for-
mulations for the skin and mucous membranes, including 
nasal preparations. It offers a practical alternative to tra-
ditional glycerol-based formulations, which often have 
the disadvantage of flowing away from the application site.5

Osmotic pressure is a crucial factor influencing the local 
effects and effectiveness of various formulations, includ-
ing those applied nasally.6 While isotonic formulations 
are generally preferred, especially for prolonged use, non-
isotonic formulations may be acceptable in specific cases. 

Furthermore, osmotic pressure can drive the release of ac-
tive ingredients from certain drug delivery systems, en-
hancing their therapeutic impact.7,8

Objectives

The aim of this study was to investigate how variations 
in the composition of Celugel-based hydrogels affect os-
motic pressure values and selected rheological properties.

Materials and methods

Celugel (Actifarm, Poland), hydroxyethyl cellulose with 
high viscosity and a molecular weight of approximately 
300,000 Da (Pol-Aura, Poland) and sucrose (Pol-Aura, 
Poland) were used in the studies. Deionized water, used 
in all experiments, was obtained through an ion-exchange 
column in accordance with the requirements for purified 
water described in Polish Pharmacopoeia.9

Preparation of gels was based on Celugel with variable 
water content and a 5 wt% sucrose addition. A measured 
amount of Celugel base and water was combined in a ves-
sel, followed by the addition of micronized sucrose, pre-
pared in advance using a mortar. The mixture was stirred 
until a homogeneous gel was obtained. The specific com-
positions of these formulations are shown in Table 1, with 
all gels stored at 2–8°C.

Osmotic pressure measurements were performed, and 
subsequent rheological analyses included assessments 
of dynamic viscosity, surface tension and pH. Osmotic 
pressure measurements of the gels were conducted using 
the Marcel OS 3000 osmometer (Marcel S.A., Zielonka, 

Streszczenie
Wprowadzenie. Hydrożele, zawierające dużą ilość wody i charakteryzujące się wysoką biokompatybilnością, mogą poprawiać właściwości reologiczne formulacji 
i dobrze przylegać do miejsca aplikacji. W Polsce obecnie tylko jedno podłoże hydrożelowe jest zatwierdzone do receptury aptecznej: Celugel, oparty na hydroksy-
etylocelulozie.

Cel pracy. Celem badań było zbadanie, jak zmiana składu surowcowego hydrożeli na bazie Celugelu wpływa na wartości ciśnienia osmotycznego oraz wybrane 
właściwości reologiczne.

Materiał i metody. Przygotowano dziesięć formulacji żelowych, używając komercyjnego Celugelu jako bazy, z różnymi procentowymi dodatkami wody oraz stałym 
dodatkiem 5 wt.% sacharozy. W zastosowanych metodach badawczych uwzględniono pomiary ciśnienia osmotycznego, lepkości dynamicznej, pH oraz napięcia 
powierzchniowego za pomocą tensjometru pierścieniowego du Noüy.

Wyniki. Skład formulacji ma istotny wpływ na ciśnienie osmotyczne. Niemal wszystkie hydrożele wykazywały właściwości hipertoniczne w odniesieniu do tkanek 
żywych, a wartości ciśnienia osmotycznego wynosiły od 160 mOsm/kg H2O do 1480 mOsm/kg H2O. Zgodnie z oczekiwaniami, lepkość formulacji wzrastała propor-
cjonalnie do rosnącego stężenia Celugelu, w zakresie od 2,19 mPa·s do 562,87 mPa·s.

Wnioski. Skład Celugelu znacząco wpływa na jego właściwości reologiczne i wartości ciśnienia osmotycznego, przy czym największy wpływ ma stężenie substancji 
żelującej. Uzyskane wyniki sugerują, że Celugel nadaje się do stosowania w formulacjach przeznaczonych do podania donosowego.

Słowa kluczowe: hydroksyetyloceluloza, hydrożel, ciśnienie osmotyczne, Celugel
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Poland), an automated device enabling precise, rapid os-
motic analysis based on freezing-point depression. The pH 
was determined conductometrically using the Elmetron 
CPC-505 (Elmetron, Zabrze, Poland) in conjunction with 
the Elmetron ERH-11S pH electrode.

Dynamic viscosity was measured with the Brookfield 
RVDV 3+ rotational rheometer (Ametek, Middleborough, 
USA), which operates by detecting the torque required 
to overcome the resistance exerted by the sample’s viscos-
ity. Measurements employed 2 cone-and-plate setups: cone 
CP40 (0.8° angle and 4.8 cm diameter) operated at 5 rpm 
to generate a shear rate of 37.5 s–1, while cone CP51 (1.565° 
angle, 2.3–2.4 cm diameter) operated at 100  rpm with 
shear rates of 384 s–1, 750 s–1 and 1500 s–1, measured for 
10 s at a controlled temperature of 24°C.

Surface tension was assessed using the ring method 
on the D-MT1A tensiometer (SITA Messtechnik GmbH, 
Dresden, Germany), supported by D-MT1A.exe software 
(Polon-Izot Sp. z o.o., Warsaw, Poland) for precise analysis.

These methods provided comprehensive data on the phys-
icochemical properties of the gels, contributing valuable 
insight into their suitability for various pharmaceutical 
and therapeutic applications.

Results

The osmotic pressure measurements for the CL1 and 
S1–S10 hydrogels ranged from 160 mOsm/kg H2O to 1,480 
mOsm/kg H2O. Virtually all hydrogels were found to be 
hyperosmotic relative to living tissues, with the exception 
of formulation S10, which exhibited osmotic pressure val-
ues below physiological levels. The exact results of the os-
motic pressure measurements are shown in Table 2. Values 
of pH were determined for examined (CL1 and S1–S10), 
The pH of gels S1–S9 ranged from 4.4 to 4.5, while a value 
of 6.4 was obtained for the 5 wt% aqueous sucrose solution 
(S10). The pH for CL1 was measured at 4.4. All results are 
presented in Fig. 1.

Viscosity measurements were conducted for Celugel and 
samples S1–S10. The mean viscosity value for Celugel was 
recorded at 548.57 mPa·s. For formulation S1, a slightly 
higher viscosity of 562.44 mPa·s was observed. Subsequent 
samples exhibited a decreasing trend in viscosity with a re-
duction in the percentage of the finished substrate within 
the formulation. Notably, hydrogel S8 displayed a viscosity 
value that exceeded those of hydrogels S7 and S9.

Surface tension values were also measured for Celugel and 
the S1–S10 formulations derived from it. The surface ten-
sion for Celugel alone was determined to be 60.71 mN/m, 
while for formulation S1, it was 62.73 mN/m. Surface ten-
sion values for hydrogels S2–S9 demonstrated a decreasing 
trend, ranging from 66.47 mN/m to 62.83 mN/m. Con-
versely, formulation S10 exhibited a surface tension value 
of 71.68 mN/m.

Discussion

We demonstrated the varied impacts of hydrogel formu-
lation composition, specifically those based on Celugel, 
on osmotic pressure and selected rheological properties. 

Fig. 1. The pH results obtained for all the preparations examined (CL1 and 
S1–S10), with standard deviation (SD)

Table 1. The composition of tested hydrogels

No. Acronym Celugel [g] Sucrose [g] H2O [g]

1 CL1 100.00 – –

2 S1 95.00 5.00 –

3 S2 85.00 5.00 10.00

4 S3 75.00 5.00 20.00

5 S4 65.00 5.00 30.00

6 S5 55.00 5.00 40.00

7 S6 45.00 5.00 50.00

8 S7 35.00 5.00 60.00

9 S8 25.00 5.00 70.00

10 S9 15.00 5.00 80.00

11 S10 – 5.00 95.00

Table 2. The results of osmotic pressure measurements of the tested 
hydrogels

Acronym Osmotic pressure [mOsm/kg H2O] SD

CL1 1,183 7

S1 1,480 13

S2 1,321 8

S3 1,063 10

S4 931.7 7

S5 844.3 8

S6 708.3 6

S7 601.0 10

S8 452.0 10

S9 317.3 8

S10 160.0 8

SD – standard deviation.
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Hydrogels were prepared with commercial Celugel, dif-
fering in water content and supplemented with a 5 wt% 
sucrose concentration.

Results reveal a marked influence of formulation com-
position on osmotic pressure. Nearly all hydrogels showed 
hyperosmotic values compared to physiological levels, which 
are typically in the range of range 275–295 mOsm/kg H2O; 
however, formulation S10 exhibited osmotic pressure below 
physiological thresholds.10–12 Commercial nasal preparations 
vary widely in osmotic pressure, from approx. 300 mOsm/kg 
H2O to as high as 700 mOsm/kg H2O. Hyperosmotic solu-
tions may induce nasal mucosal irritation, triggering an in-
crease in watery secretion, thereby reducing congestion and 
swelling of nasal tissue. Nonetheless, prolonged exposure 
to hypertonic formulations may damage the mucosal mem-
brane, leading to discomfort, burning sensation or irritation, 
indicating limited suitability for long-term use.7,13

In formulations S1–S10, an incremental rise in osmotic 
pressure was observed in correlation with increased Celu-
gel concentration. Sucrose, given its water solubility, also 
contributes osmotic activity, thereby elevating the osmotic 
pressure within the gel matrix.14

The pH values for formulations S1–S9 demonstrated 
notable stability, with a maximum variance of 0.9 units. 
Formulation S10, a 5 wt% sucrose solution, had a slightly 
acidic pH of 6.4, likely due to microbial degradation of su-
crose into acidic byproducts, as this formulation lacked 
a preservative.

The pH level of a formulation significantly affects the ab-
sorption of active ingredients through the nasal mucosa. 
For nasal applications, a pH range of 4.5–6.5 is gener-
ally optimal, enhancing the  stability of  light-sensitive 
compounds, supporting lysozyme activity for microbial 
control, and inhibiting viral replication. Although most 
studied formulations displayed pH values slightly above 
the recommended range, their potential application re-
mains viable.15

Viscosity measurements confirmed an  expected in-
crease in viscosity with higher Celugel content, support-
ing the suitability of Celugel as a viscosity-enhancing agent 
in formulations, including nasal drops. Results also affirm 
the low viscosity of the base itself, which declines further 
upon dilution.

Surface tension in the hydrogels was measured to be 
lower than that of water. Hydroxyethyl cellulose, classified 
as a non-ionic amphiphilic molecule, decreases surface 
tension by disrupting the hydrogen bonding within water 
molecules that are bound within the hydrogel matrix.16

Analysis of viscosity and surface tension values revealed 
a shift in trends beginning with formulation S7, as depicted 
in Fig. 2. This is likely due to reaching or nearing the criti-
cal micelle concentration (CMC) of HEC, which exhibits 
surfactant properties. At the CMC, the surface tension 
reaches a minimum, after which further concentration in-
creases lead to a rise in surface tension, likely due to greater 
cohesion among polymer chains. The observed micelle 

formation suggests that beyond CMC, intermolecular 
forces within the polymer network intensify, impacting 
both viscosity and surface properties.17,18

Conclusions

These findings provide insight into the physicochemical 
properties and potential therapeutic applications of Celu-
gel-based hydrogels, informing their formulation for tar-
geted biomedical applications. Based on them, several key 
conclusions can be drawn regarding Celugel-based hydrogel 
formulations. The formulation’s composition plays a cru-
cial role in determining its rheological properties, which 
directly impacts its behavior and stability. Among the vari-
ous components, the concentration of the gelling agent 
stands out as the primary factor affecting these properties, 
indicating its central role in defining the overall character-
istics of the hydrogel. Furthermore, the results confirm that 
Celugel is a suitable candidate for formulations intended for 
nasal administration, suggesting its potential for effective 
use in targeted delivery systems through this route.
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Abstract
Background. The drug interactions with the lipid membranes are crucial in many biochemical processes. 
Phospholipid model membranes are often used to assess such interactions. Our team has been researching 
new compounds with anti-inflammatory and analgesic effects for many years. Such compounds are deriva-
tives of the well-known non-steroidal anti-inflammatory drug (NSAID) – meloxicam (MLX). Their biologi-
cal target is cyclooxygenase (COX) – a membrane protein. The NSAIDs are mainly taken orally; therefore, 
drug–membrane interaction is a preliminary stage in the body.

Objectives. The purpose of the present work was to  investigate the ability of 2 new MLX derivatives 
(compound PR51 and PR52) to interact with model membranes, in comparison to known NSAIDs medicine 
– MLX. The differential scanning calorimetry (DSC) method was used to study those interactions. As a model 
membrane, bilayers obtained from a phospholipid (1,2-dipalmitoyl-sn-glycero-3-phosphatidylcholine (DPPC)) 
were used.

Materials and methods. Calorimetric measurements were performed using a differential scanning 
calorimeter DSC 214 Polyma equipped with an intracooler IC70.

Results. All examined compounds decreased the main transition temperature of DPPC in a concentration-
dependent manner. The addition of studied compounds to DPPC also resulted in broadening of the transition 
peaks. Moreover, all examined compounds decreased the enthalpy of the DPPC main phase transition. For 
all DPPC gel–liquid crystalline phase transition parameters, the most pronounced effects were found for 
PR51 compound.

Conclusions. We have shown that the above interactions depend on the chemical structure of individual 
compound. All studied compounds alter biophysical properties of phospholipid bilayer.

Key words: meloxicam, DSC, model membranes, drug–membrane interaction, benzothiazine derivatives
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Background

The  drug interactions with the  lipid membranes 
is an important issue in numerous biochemical processes.1 
Phospholipid model membranes are often applied as bar-
riers which enable assessment of selected interactions.2 
The polymer science focuses on the molecular structures 
which are developed from repeating monomer elements. 
A similar scheme may be observed in the phospholipids 
molecules, although the carbon chains in their structure 
are classified as hydrocarbon molecules.3

Drug interactions with natural membranes are impor-
tant factors for revealing molecular mechanism of action 
of active pharmaceutical ingredients (APIs), as well as their 
pharmacokinetics.4 Some of  the most commonly used 
drugs are painkillers, which also have anti-inflammatory 
effects. The typical pharmacological activity of nonste-
roidal anti-inflammatory and analgesic drugs (NSAIDs) 
is a result of blocked activity of cyclooxygenase (COX). 
This enzyme is anchored in the endoplasmic reticulum 
(ER) and microsome membrane. It affects and enables 
the biosynthesis of molecules engaged in inflammatory 
state: prostanoids – i.a., thromboxane, as well as prosta-
glandins, including prostacyclin (i.e., derivatives of arachi-
donic acid).5 Because of the very frequent use of painkillers 
in many patients globally, their side effects such as gas-
tro- and nephrotoxicity or allergic reactions are very well 
known; therefore, there is an urgent need to search for new, 
safer drugs with such effects.

Our team has been researching new compounds with 
anti-inflammatory and analgesic effects for many years. 

In chemical terms, they are derivatives of the well-known 
NSAID – meloxicam (MLX). In addition to the study of mech-
anism, toxicity and pharmacokinetics, new compounds are 
also tested for interactions with model membranes.

Lichtenberger et  al. conducted experiments using 
a membrane made of mixture of phospholipid (1,2-di-
palmitoyl-sn-glycero-3-phosphatidylcholine (DPPC)) 
and NSAIDs – diclofenac, indomethacin, naproxen, and 
salicylic acid derivatives were embedded into lipid matrix. 
The obtained results indicated that these drugs interact 
with non-charged phospholipids contained in the mucosa 
of stomach and intestines by forming complexes with them. 
Such an interaction promotes the gastrotoxic effects due 
to the reduction of the lipophilic nature of the protective 
mucosa and an increase of its susceptibility to damage.6

Chakraborty and Sarkar investigated the interactions 
of 2 oxicams with liposomes obtained from DMPC (di-
myristoylphosphatidylcholine) and DMPG (dimyristoyl-
L-α-phosphatidyl-DL-glycerol). The DMPC is classified 
as a lipid with zwitterionic properties – the polar group 
is relatively large, whereas DMPG with its anionic phos-
phoryl group has a smaller headgroup size.7 They dem-
onstrated that partitioning of drug molecules of differ-
ent dipole moment may be directed by specific properties 
of the membrane, including lipid spatial layout, which all 
may influence hydrophobicity of the lipid bilayer, even when 
the direct electrostatic interactions are negligible.7 Their 
research confirms that the interactions between drugs and 
the lipid bilayer need to be studied experimentally, and 
in silico predictions resulting from knowledge of partition 
coefficient value of compounds are not sufficient.

Streszczenie
Wprowadzenie. Interakcje leków z błonami lipidowymi mają kluczowe znaczenie w wielu procesach biochemicznych. Błony modelowe fosfolipidów są często 
wykorzystywane do badania takich oddziaływań. Nasz zespół od wielu lat prowadzi badania nad nowymi związkami o działaniu przeciwzapalnym i przeciwbólowym; 
są to pochodne znanego niesteroidowego leku przeciwzapalnego (NLPZ) – meloksykamu. Ich celem biologicznym jest cyklooksygenaza (COX) – białko błonowe. 
NLPZ są przyjmowane głównie doustnie, dlatego interakcja lek–błona jest wstępnym etapem losu leku w organizmie.

Cel pracy. Celem niniejszej pracy było zbadanie zdolności dwóch nowych pochodnych meloksykamu (związku PR51 i PR52) w porównaniu ze znanym lekiem 
z grupy NLPZ – meloksykamem, do interakcji z błonami modelowymi. Do zbadania tych oddziaływań wykorzystano metodę różnicowej kalorymetrii skaningowej 
(DSC). Jako błonę modelową wykorzystano dwuwarstwy, otrzymane z fosfolipidu – 1,2-dipalmitoilo-sn-glicero-3-fosfatydylocholiny (DPPC).

Materiały i metody. W niniejszej pracy opisano wyniki badań kalorymetrycznych 2 nowych analogów meloksykamu (jak również samego meloksykamu) na 
przemiany fazowe dwuwarstw fosfolipidowych otrzymanych z DPPC. Pomiary kalorymetryczne wykonano przy użyciu różnicowego kalorymetru skaningowego 
DSC 214 Polyma wyposażonego w chłodnicę wewnętrzną IC70.

Wyniki. Wszystkie badane związki obniżały temperaturę głównej przemiany fazowej DPPC w sposób zależny od stężenia. Dodanie badanych związków do DPPC 
skutkowało również poszerzeniem pików przemiany. Ponadto wszystkie badane związki obniżyły entalpię głównej przemiany fazowej DPPC. W przypadku wszystkich 
parametrów przemiany fazowej ze struktury żelu w strukturę ciekło-krystaliczną DPPC najwyraźniejsze efekty stwierdzono dla związku PR51.

Wnioski. W niniejszej pracy wykorzystano metodę DSC do zbadania oddziaływań meloksykamu i jego dwóch pochodnych z dwuwarstwami fosfolipidowymi DPPC. 
Wykazaliśmy, że oddziaływania te zależą od budowy chemicznej poszczególnych związków. Można stwierdzić, że wszystkie badane związki zmieniają właściwości 
biofizyczne dwuwarstw fosfolipidowych.

Słowa kluczowe: DSC, meloksykam, pochodne benzotiazyny, oddziaływania lek–błona, modelowe błony
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Lucio et  al. showed that the  NSAIDs they tested 
(acemetacin, indomethacin and nimesulide) influenced 
the phase transition temperature. Both the main phase 
transition and the initial phase transition temperature 
as well as the enthalpy value of the process in the lipid 
membrane were affected in this study. The strongest effect 
was observed for acemetacin and indomethacin, which 
was probably related to their good penetration of the bi-
layer. Moreover, it was concluded that this effect may have 
a negative impact to the gastrointestinal mucosa, which 
is associated with the occurrence of side effects of these 
medicines.8

The  thermal effects of  selected oxicam derivatives 
with anti-inflammatory activity, i.e., lornoxicam, MLX, 
piroxicam, and tenoxicam, were evaluated by Kyrikou 
et al. using the differential scanning calorimetry (DSC) 
method. The  examined derivatives were immersed 
in the membrane bilayer based on DPPC.9 The perturb-
ing effect of the drugs exerted on DPPC bilayers resulted 
in a decrease of the major phase transition temperature 
and in widened peak of the temperature of phase transi-
tion temperature, whereas the  initial phase transition 
temperature vanished.

Results of all the above studies show that understand-
ing the interaction of NSAIDs with model membranes 
may reveal more detailed view of mechanisms of biological 
activity, as well as of possible adverse effects, including 
the common gastrotoxicity.

Objectives

In  this paper, we  present the  interactions of  2  new 
MLX derivatives with model biological membranes pre-
pared in our laboratory (Fig. 1). The aim was to inves-
tigate the ability of 2 new MLX derivatives (PR51 and 
PR52) to  interact with artificial membranes compared 
to a known NSAID – MLX, using thermal analysis (namely 
– the DSC). As a model membrane, bilayers obtained from 
DPPC were used.

Materials and methods

The DPPC and Tris-EDTA buffer solution (pH 7.4) were 
purchased from Merck Life Science (Darmstadt, Ger-
many), and applied as non-purified marketed components. 
Meloxicam was obtained from Thermo Fisher Scientific 
(Haverhill, USA).

PR51 and PR52 (MLX derivatives) were synthesized 
at our laboratory. Their purity was confirmed with elemen-
tal analysis (C, H, N) together with 1H NMR, 13C NMR, 
FT-IR, and high-resolution mass spectrometry (HRMS). 
The synthesis and analysis results of PR51 and PR52 was 
described elsewhere.10 The chemical structure of the tested 
oxicam derivatives is presented in Table 1.

The differential scanning calorimeter DSC 214 Polyma 
(Netzsch GmbH & Co., Selb, Germany) equipped with 
an Intracooler IC70 was used to perform the calorimetric 
measurements. They were carried out in the Laboratory 
of Elemental Analysis and Structural Research at the Fac-
ulty of Pharmacy of Wroclaw Medical University (Poland). 
The  method of  samples preparation for calorimetric 
measurements has been described previously.11 The DSC 
measurements were performed using the heat-flow mea-
surement method, in  a  nitrogen dynamic atmosphere 
(25 mL/min), at a heating rate of 1°C/min (over a tempera-
ture range of 30–50°C). Measurement data were analyzed 

Fig. 1. The exemplary thermograms obtained for DPPC (1,2-dipalmitoyl-sn-
glycero-3-phosphatidylcholine) mixed with compounds: (A) PR51, (B) PR52 
and (C) meloxicam (MLX), and for pure lipid (the 1st curve from the top); 
curves represent the thermograms obtained for different compound–
lipid molar ratios (from the top to the bottom: 0, 0.06, 0.08, 0.1, 0.12); 
the exothermic direction in this graph is downward
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offline (Netzsch Proteus® 7.1.0 analysis software; Netzsch 
GmbH & Co.). The measured heat was normalized per 
gram of DPPC. The enthalpies of phospholipid main phase 
transition were stated in [J/g].

Results and Discussion

Our team used DSC method, which show how the studied 
compounds perturb the phospholipid thermal behavior.12,13

The impact of the studied additives on the phase tran-
sition profile of  DPPC is  presented in  Fig. 1. It  shows 
the  exemplary thermograms of  lipid in  the  presence 
of increasing amounts of PR51, PR52 and a well-known 
drug from the group of NSAIDs – MLX. The perturbing 
effect of the studied compounds exerted on phospholipid 
bilayers resulted in concentration-dependent decrease 
of  the main phase transition temperature and in wid-
ening of the peak of the phase transition temperature, 
whereas the pre-transition vanished (Fig. 1A–C, respec-
tively). Compounds PR51 and PR52 had a greater perturb-
ing impact on the phase transition profile of the DPPC 
than MLX (Fig. 1C). In DPPC membranes doped with 
PR51, the asymmetry of the calorimetric peaks was also 
observed (Fig. 1A), which may suggest phase separation 
within a phospholipid bilayer.

The influence of PR51, PR52 and MLX on phospholipid 
gel-liquid crystalline phase transition parameters – temper-
ature (Tm), the transition peak half-height width (ΔT½) and 
enthalpy (ΔH) – are shown in Fig. 2. The addition of stud-
ied compounds to the DPPC multi-lamellar structures in-
creased the main transition peak half-height width (Fig. 2B). 
It also caused concentration dependent lowering of the Tm 
values (Fig. 2B). The addition of compound PR51 perturbed 
the DPPC phase transition profiles most effectively.

Our results are consistent with those of other teams that 
investigated the effects of NSAIDs on model phospholipid 
membranes.9 However, our studies showed that compounds 
PR51 and PR52 have a more pronounced effect on altering 
the phospholipid bilayer obtained from DPPC than MLX.

Limitations

In biological systems, interactions of medicines with 
biological membranes (which are very complex systems) 
may be complicated processes. For this reason, simplified 
models of cell membranes (e.g., phospholipid mono- and 
bilayers and liposomes) are used to study such processes.14 
However, the use of a membrane model, which is a phos-
pholipid bilayer made of the model phospholipid (DPPC) 
in a buffer solution, is a limitation of this study, because 
it is a simplification of the biological membrane.

Table 1. Chemical structure of the studied compounds

symbol compound

PR51

OH O

N

O

N N

Cl

ClS
O O

PR52
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OO

N N N F

O

OOH

MLX

S

OO

N

O
N
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N
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Conclusions

In present work, DSC method was applied to investi-
gate the interactions of MLX derivatives with phospho-
lipid bilayers. The results revealed that oxicam analogues 
interact with model membranes obtained from DPPC. 
Compounds PR51 and PR52 influenced phospholipid gel–
liquid crystalline phase transition parameters to a greater 
extent than MLX, and the effect was more pronounced 
for PR51, (the green curve in Fig. 2), lowered the tem-
perature of the main phase transition of DPPC the most 
and increased the half-width of the transition peaks (so 

broadened them) the most, so it also perturbed the main 
phase transition of the model membrane the most. That 
is why we may conclude that the presence of 2 chlorine 
substituents in MLX derivative benzene ring of side chain 
of the compound (PR51) seems to enhance the interac-
tion with phospholipid bilayers, compared to the presence 
of only 1 fluorine substituent in the compound benzene 
ring of its side chain (PR52). Compound PR51 may also 
induce lateral DPPC phase separation in studied model 
membranes, probably due to the appearance of compound-
rich or -poor microdomains in the lipid bilayer.
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Abstract
Background. Acne vulgaris is a common inflammatory skin condition affecting almost 85% of the adoles-
cent and young adult population. The etiopathogenesis of this dermatosis involves an imbalance in the skin 
microbiome, leading to inflammation of both the skin and hair follicles.

Objectives. The aim of this study was to develop topical anti-acne formulations with increased therapeutic 
efficacy and reduced risk of developing antibiotic resistance. Six hydrogel formulations containing azelaic 
acid or its derivative, azeloglycine, in combination with tetracycline hydrochloride were prepared as part 
of the study.

Materials and methods. The investigated formulations were prepared using an Eprus U500 pharmaceutical 
mixer and the pH was determined using an ERH-11S electrode designed for dense substances and a CPC-505 
Elmetron pH-meter. The formulations were analyzed for tetracycline stability in the presence of additional 
active ingredients and varying pH over a period of 35 days using high-performance liquid chromatography 
(HPLC). In addition, the effects of azeloglycine and azelaic acid on the viscosity of the prepared formulations 
were evaluated using a Brookfield DV2T rotational viscometer.

Results. Chromatographic analysis showed significant stability of tetracycline in most formulations, with 
azeloglycine-containing formulations showing less degradation of the antibiotic than azelaic acid-containing 
preparations. In addition, azeloglycine-containing gels exhibited more favorable rheological properties, which 
may facilitate better application and be more beneficial to patients.

Conclusions. The results suggest that formulations containing azeloglycine and tetracycline may be a prom-
ising strategy for acne therapy, offering increased tetracycline stability and an optimal rheological profile, 
which may result in prolonged therapeutic effect and more effective drug delivery to the skin.

Key words: stability, azelaic acid, tetracycline, potassium azeloyl diglycinate, azeloglycine
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Background

Acne vulgaris, a common inflammatory skin condition, 
affects nearly 85% of the adolescent and young adult popu-
lation.1,2 This dermatosis is associated with an overgrowth 
of the skin microbiome, including Cutibacterium acnes, 
as well as increased skin sebum secretion, increased kera-
tinization of the sebaceous gland orifices and the develop-
ment of local inflammation.3–5 Topical therapy is used for 
mild to moderate forms of acne, with satisfactory results 
in more than half of patients.6,7 In the present study, an at-
tempt was made to develop anti-acne formulations with 
multidirectional topical activity. The key formulation in-
gredients to inhibit pathogenic microorganisms are tetra-
cycline hydrochloride and azelaic acid or potassium azeloyl 
diglycinate, called azeloglycine. This combination aims 
to increase the efficacy of topical therapy while reducing 
the risk of developing antibiotic resistance.8–11

Materials and methods

Tetracycline hydrochloride (Merck Life Science Sp. 
z o.o., Poznań, Poland), 2-amino-2-methyl-1,3-propanediol 
(AMPD; Merck Life Science Sp. z o.o.), Carbopol 980 NF 
– polyacrylic acid crosslinked with allyl pentaerythritol 
(Lubrizol, Wickliffe, USA), ethanol (Stanlab, Lublin, Po-
land), potassium azeloyl diglycinate (azeloglycine), sol 
(Zrób Sobie Krem, Prochowice, Poland), azelaic acid (Pol-
Aura, Morąg, Poland), and demineralized, bi-distilled wa-
ter were used to prepare the formulations. Acetonitrile 
(Merck Life Science Sp. z o.o.), formic acid (Merck Life 

Science Sp. z o.o.) and demineralized, bi-distilled water 
were used in the high-performance liquid chromatography 
(HPLC) analysis.

Six hydrogels were prepared, differing in the type of ac-
tive ingredient. Three hydrogels (designated 1KA, 2KA 
and 3KA) contained azelaic acid at concentrations of 1%, 
2% and 3%, while the other 3 (1A, 2A and 3A) contained 
azeloglycine at analogous concentrations. All hydrogels 
contained the same tetracycline content of 0.2%. The Car-
bopol content of the formulations was constant and homo-
geneous for all gels. The concentration of AMPD was uni-
form in all groups of formulations, but was higher in gels 
containing azelaic acid than in gels containing azeloglycine 
due to the acidic nature of this ingredient. All formulations 
also contained the same amount of ethanol, which acted 
as a co-solvent. The detailed composition is summarized 
in Table 1.

The formulations were obtained by homogenization for 
16 min using an Eprus U500 pharmaceutical mixer (Eprus, 
Bielsko-Biała, Poland) at 630 rpm to obtain optimal dis-
persion of the active ingredient. The developed gels were 
stored at 3°C in opaque containers protected from light 
throughout the study.

The pH of all hydrogels was measured using an ERH-
11S pH electrode (Elmetron, Zabrze, Poland), designed for 
the analysis of highly viscous materials, and a CPC-505 pH 
meter (Elmetron). Five pH measurements were made for 
each of the hydrogels tested.

Viscosity measurements of all formulations were per-
formed using a  Brookfield DV2T rotational viscom-
eter (Ametek, Middleborough, USA) with spindle num-
ber 6. The viscosity of each formulation was measured 

Streszczenie
Wprowadzenie. Trądzik pospolity to powszechna zapalna choroba skóry, dotykająca blisko 85% populacji nastoletniej i młodych dorosłych. Etiopatogeneza tej 
dermatozy obejmuje zaburzenie równowagi mikrobiomu skóry, prowadzące do stanów zapalnych zarówno w obrębie skóry, jak i mieszków włosowych.

Cel pracy. Celem niniejszego badania było opracowanie miejscowych preparatów przeciwtrądzikowych o udoskonalonej efektywności terapeutycznej oraz zredu-
kowanym ryzyku rozwoju oporności na antybiotyki. W ramach badań przygotowano sześć hydrożelowych formulacji, zawierających kwas azelainowy lub jego 
pochodną — azeloglicynę, w połączeniu z chlorowodorkiem tetracykliny.

Materiały i metody. Badane preparaty otrzymano przy użyciu miksera farmaceutycznego Eprus U500, wartość pH wyznaczono przy użyciu elektrody ERH-11S 
przeznaczonej do substancji gęstych oraz pH-metru CPC-505 firmy Elmetron. Formulacje analizowano pod kątem stabilności tetracykliny w obecności dodatkowych 
składników aktywnych oraz zmiennego pH przez okres 35 dni przy użyciu wysokosprawnej chromatografii cieczowej HPLC. Ponadto, oceniano wpływ azeloglicyny 
oraz kwasu azelainowego na lepkość przygotowanych preparatów przy użyciu wiskozymetru rotacyjnego Brookfield DV2T.

Wyniki. Analiza chromatograficzna wykazała znaczną stabilność tetracykliny w większości formulacji, przy czym preparaty zawierające azeloglicynę cechowały się 
mniejszą degradacją antybiotyku w porównaniu do formulacji z kwasem azelainowym. Ponadto, żele z azeloglicyną wykazały korzystniejsze właściwości reologiczne, 
co może sprzyjać lepszej aplikacji i być korzystniejsze w użyciu dla pacjentów.

Wnioski. Uzyskane wyniki sugerują, że preparaty zawierające azeloglicynę i tetracyklinę mogą stanowić obiecującą strategię w terapii trądziku, oferując zwiększoną 
stabilność tetracykliny oraz optymalny profil reologiczny, co może przekładać się na przedłużone działanie terapeutyczne i efektywniejsze dostarczanie substancji 
aktywnych do skóry.

Słowa kluczowe: kwas azelainowy, stabilność, azeloglicyna, diglicynian azeloilu potasu, tetracyklina
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at a constant spindle speed of 120 rpm for 1 min. To ensure 
repeatability of results, identical measurement conditions 
were maintained for all samples. Six measurements were 
performed for each hydrogel.

Each hydrogel tested was subjected to HPLC analysis 
at equal intervals every 7 days for a period of 35 days. For 
sample preparation, 0.5 g of hydrogel was taken from each 
formulation and dissolved in 99.5 g of water. The dissolu-
tion process was carried out on an Arex Digital Pro mag-
netic stirrer (Velp Scientifica, Usmate, Italy) at a constant 
speed of 900 rpm for 20 min. Six 1 mL samples were taken 
from each preparation.

The HPLC analysis was performed on a Thermo Sci-
entific Dionex UltiMate 3000 liquid chromatograph (Di-
onex Corporation, Sunnyvale, USA) using an TCC-3000SD 
column oven, LPG-3400SD pump, WPS-3000TSL autos-
ampler and DAD-3000 detector. A RP-18 LiChroCART 
column (125 mm × 4 mm, 5 µm) was used for the chro-
matographic separation. Separation was performed at 40°C 
using a mixture of 0.1% formic acid in water (phase A) and 
0.1% formic acid in acetonitrile (phase B) as mobile phase. 
The phase flow rate was 1.0 mL/min. The elution gradient 
started at 7% of phase B for 0.5 min, reached 50% at 4th min 
and increased to 95% at 5th min, which was maintained for 
2 min. From the 7th to the 9th min, the gradient returned 
to 7% phase B. The retention time was 4.14 min and de-
tection was performed at 280 nm. A series of market dilu-
tions of tetracycline were prepared and a standard curve 
was obtained with a correlation coefficient (R) of 0.9993 
(y = 0.2517x – 0.0428).

Results

The highest pH value, with an average of 7.89, was re-
corded for hydrogel 1KA, while the lowest pH value for 
formulation 3KA was 5.38. Hydrogels containing azelo-
glycine had similar pH values of around 7.78. The results 
of all pH measurements are summarized in Table 2.

Hydrogels containing azelaic acid had significantly lower 
viscosity values compared to azeloglycine formulations. 
There were also more significant differences in viscosity 
between the azelaic acid gels. Hydrogel 1KA had the high-
est viscosity, with an average value of approx. 8,314 cP. 
The viscosity of formulation 2KA was around 4,336 cP 
and gel 3KA had the lowest viscosity of around 3,133 cP. 
The azeloglycine hydrogels showed significantly higher 
viscosity values, with smaller differences between the val-
ues. Hydrogel 1A had the highest viscosity close to 12,460 
cP. The viscosity value for gel 2A was around 10 127 cP and 
gel 3A was 9,222 cP. The viscosity values of all formulations 
are shown in Fig. 1.

Chromatographic analysis showed tetracycline stability 
for most formulations over a period of 35 days. The great-
est decrease in  antibiotic concentration was observed 
in the hydrogel, 1KA, in which tetracycline concentration 
decreased from 10.86 μg/mL on the 1st day to 5.45 μg/mL 
on the last day of measurements. Tetracycline in the 2KA 
and 3KA hydrogels remained more stable. In  the 2KA 
formulation, it decreased from 11.77 μg/mL on 1st day 
to 10.5 μg/mL on 35th day. In the 3KA hydrogel, the initial 
concentration was 10.2 μg/mL and reached 9.27 μg/mL 
on the  last day. In  the  formulations with azeloglycine, 
small decreases in drug concentration were observed over 
the 35 days of analysis. In hydrogel 1A, the concentration 

Fig. 1. The viscosity values of formulations containing azelaic acid – 1KA, 
2KA and 3KA, and azeloglycine – 1A, 2A and 3A

Table 1. Compositions of the analyzed formulations

Formulation TC [g] Azelaic acid [g] Azeloglycine [g] Ethanol [g] AMPD [g] Carbopol 980NF [g] Water [g]

1KA 0.2 1.0 0.0 14.0 3.4 1.5 79.9

2KA 0.2 2.0 0.0 14.0 3.4 1.5 78.9

3KA 0.2 3.0 0.0 14.0 3.4 1.5 77.9

1A 0.2 0.0 1.0 14.0 2.1 1.5 81.2

2A 0.2 0.0 2.0 14.0 2.1 1.5 80.2

3A 0.2 0.0 3.0 14.0 2.1 1.5 79.2

Table 2. The pH values of evaluated formulations containing azelaic acid – 1KA, 2KA, 3KA and azeloglycine – 1A, 2A and 3A

Formulation 1KA 2KA 3KA 1A 2A 3A

pH value 7.89 ±0.01 5.90 ±0.01 5.38 ±0.01 7.82 ±0.01 7.81 ±0.01 7.71 ±0.01
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of tetracycline decreased from 10.65 μg/mL to 9.98 μg/mL 
and in hydrogel 2A from 11.35 μg/mL to 9.8 μg/mL. Only 
formulation 3A showed a greater decrease, from 11.0 μg/mL 
to 8.18 μg/mL. The course of drug concentration changes 
is shown in Fig. 2.

Discussion

The  formulations presented in  this paper consti-
tute a new proposal for the treatment of acne vulgaris. 
The  choice of  tetracycline allows the  use of  its anti-
pathogenic and anti-inflammatory properties, which 
are crucial in  the  context of  anti-acne therapies.11,12 
Additional ingredients incorporated into the formula-
tion, such as azelaic acid or azeloglycine, have a proven 
use in the topical treatment of acne lesions. They have 
comedolytic and keratolytic properties and lighten acne 
hyperpigmentation Fig. 3.8–10

The pH of the formulations is critical to the stability 
of tetracycline, which is most stable at pH conditions rang-
ing from weakly acidic to neutral. Either an excessively 
acidic or an excessively alkaline environment will result 
in rapid degradation of the antibiotic. At a pH above 8, ma-
roon quinones can be formed in the presence of oxygen and 
light.13,14 At a pH close to 2, the tetracycline molecule is de-
hydrated and nephrotoxic compounds such as 4-epianhy-
drotetracycline are formed.15–17 In the pH range of 2–6, 
a reversible epimerization process can also take place, lead-
ing to the formation of 4-epitetracycline, which has no 
antimicrobial activity.18,19 Therefore, all the preparations 
tested were characterized by a weakly acidic or neutral pH, 
which favors their stability.20

Formulations containing azeloglycine presented higher 
viscosity values compared to hydrogels containing az-
elaic acid. Azelaic acid was found to cause a significant 
reduction in hydrogel viscosity, which should be taken 
into account when designing formulations containing this 
substance.

The HPLC analysis showed high stability of the anti-
biotic in most of the formulations analyzed. In formula-
tions 2KA, 3KA, 1A, and 2A the degradation process was 
very slight. A modestly higher loss of drug concentration 
was observed in hydrogel 3A, but the process was also 
found to be slow. The greatest degradation was observed 
in hydrogel 1KA, where disintegration was faster than 
in the other formulations and the tetracycline concentra-
tion at day 35 was only 50% of the initial value.

Azeloglycine has more effective therapeutic activity 
at lower concentrations than azelaic acid. It is also more 
widely used than azelaic acid in skin care formulations 
due to its near-neutral pH, low number of interactions and 
high compatibility with various ingredients in cosmetic 
preparations.

The proposed formulations can have multidirectional 
efficacy based on the antibacterial activity of the antibiotic 
used. In addition, azeloglycine is an excellent ingredient for 
anti-acne formulations due to its ability to lighten hyper-
pigmentation, reduce redness and regulate excess sebum. 
The alcoholamine AMPD contained in the preparations can 
support the cleansing process of the hair follicles from se-
bum deposits thanks to its activity against free fatty acids.20

Conclusions

The present study focuses on new anti-acne preparations 
that combine the bacteriostatic and anti-inflammatory 
properties of tetracycline with the anti-acne effects of az-
elaic acid and azeloglycine. The use of these substances 
aims to treat acne vulgaris more effectively while reducing 
the risk of antibiotic resistance.

Fig. 2. Changes in tetracycline concentration values in formulations containing azelaic acid – 1KA, 2KA and 3KA (A), and azeloglycine – 1A, 2A and 3A (B) 
during 35-day observation

Fig. 3. The chemical structure of azeloglycine
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A comparison of the rheological properties showed that 
azeloglycine provided a formulation viscosity averaging 
approx. 10,500 cP, which may contribute to more favorable 
skin application compared to azelaic acid gels with lower 
viscosity values averaging approx. 5,200 cP. Chromato-
graphic results showed high tetracycline stability in most 
of the formulations tested, and formulations with azelo-
glycine showed less loss of drug. The developed azelogly-
cine-containing formulations could be an interesting and 
effective proposal for a topical anti-acne preparation due 
to the high persistence of the antibiotic and the favorable 
rheological parameters.
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Abstract
Background. One of the key challenges in tissue engineering area is the creation of biocompatible scaffolds 
that support cell growth and mimic the structural and mechanical properties of native tissues. Among various 
materials used for scaffold fabrication, composite materials based on biodegradable polymers reinforced with 
bioactive inorganic fillers have attracted significant attention due to their properties. One of the important 
problems with the preparation of composite electrospun fibers is the low filler content in the fiber.

Objectives. This study aims to select the best composition for electrospun polymer fibers in terms of potential 
application in tissue engineering. The effect of the viscosity of polymer solution/dispersion and filler content 
on the structure and properties of the fibers was determined. Morphology and filler content were compared.

Materials and methods. Series of electrospun composite fibers were fabricated from poly(ε-caprolactone) 
(PCL), poly(L-lactic acid) (PLLA) and hydroxyapatite (HAP), containing from 10 wt% to 40 wt% HAP. The prop-
erties of the resulting composites were studied using scanning electron microscopy (SEM), differential scanning 
calorimetry (DSC) and viscosimetry measurements.

Results. The addition of HAP to the polymer solution caused a significant increase in viscosity, but the results 
showed that it is possible to obtain composite electrospun fibers even with 40 wt% filler content. Scan-
ning electron microscopy analysis shows randomly oriented electrospun fibers with an average diameter 
in the range of 3.8–8.5 μm for solution and dispersion with high viscosity (1,210–2,000 mPa·s) and signifi-
cantly larger diameters (approx. 12 μm) for the PCL solution (326 mPa·s).

Conclusions. It is possible to transform the composite dispersion from biopolymers and HAP into nonwoven 
fabrics at up to 40 wt% filler content. Due to their unique properties, such materials are promising for ap-
plication in tissue engineering.

Key words: electrospun fibers, bio-based materials, hydroxyapatite, bone regeneration
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Background

Electrospinning of biodegradable polymers is a modern 
technique for producing fibrous structures widely used in re-
generative medicine that involves forming fibers from a poly-
mer solution using electrostatic forces generated by high-
voltage electric fields. Those forces stretch liquid to the form 
of thin fibers, which are deposited on a collector to form 
matrices that may resemble the structure of natural tissues.1,2

Among the popular polymers used in this process are 
polylactide,3,4 polycaprolactone,5–7 and lactic and glycolic 
acid copolymers8,9 characterized by biocompatibility and 
biodegradability, which allows them to  be used safely 
in the body.10,11 It  is possible to easily modify their me-
chanical and surface properties, allowing them to be tai-
lored to the specific needs of different therapies.12

Various fillers are added to polymers to enhance fiber 
properties and create composites with improved perfor-
mance.6,13,14 One of the most popular fillers used in com-
posite fibers is hydroxyapatite (HAP), naturally found 
in bones and teeth. Its addition increases bioactivity, stim-
ulating osteogenesis and accelerating bone tissue regen-
erative processes.15 Hydroxyapatite also helps to integrate 
the implant into the tissue, reducing the risk of rejection 
and promoting the formation of new bone structures.16,17

Nonwoven fabrics prepared with electrospinning can be 
used as scaffolds for tissue engineering. Because of their 
high surface-to-volume ratio and porous structure, these 
scaffolds allow efficient exchange of nutrients and metabo-
lites, which promotes the regeneration process.18,19 Using 
biopolymers reduces the risk of long-term inflammatory 
reactions after implantation, as the material gradually de-
composes and is resorbed in a controlled way.

Objectives

The study aimed to obtain composite nonwoven fabrics 
made of biocompatible polymers, containing the highest 
possible amount of bioactive filler (HAP), which support 
cell growth, differentiation and new tissue formation.20–22 
The unique structure of nonwoven fabrics obtained with 
electrospinning mimics very well the structure of real tis-
sues, which, combined with the bioactivity of HAP, of-
fers the possibility of their potential use in regenerative 
medicine.

Materials and methods

The following reagents were used: poly(ε-caprolactone) 
(PCL; CAPA 6800, Mw ~80,000  g/mol; Perstorp Spe-
cialty Chemicals AB, Perstorp, Sweden), Resomer L210s 
(Mw ~600,000 g/mol; Evonik, Essen, Germany), HAP (syn-
thetic, 99.8%, Sigma-Aldrich, St. Louis, USA), and solvents 
(POCH S.A., Gliwice, Poland).

Solution/dispersion preparation

In the first step, 3 wt% solution of poly(L-lactic acid) 
(PLLA) in  a  mixture of  chloroform/N,N-dimethylfor-
mamide (9/1v/v) and 15 wt% PCL solution in a mixture 
of  chloroform/methanol (3/1v/v) were prepared. Next, 
the required amounts of HAP were suspended in the poly-
mer solutions and sonicated for 30 min to obtain a homo-
geneous dispersion.

Streszczenie
Wprowadzenie. Jednym z kluczowych wyzwań w dziedzinie inżynierii tkankowej jest wytworzenie biokompatybilnych rusztowań, które wspierają wzrost komórek 
i naśladują strukturalne i mechaniczne właściwości natywnych tkanek. Spośród różnych materiałów wykorzystywanych do produkcji rusztowań, ze względu na swoje 
właściwości materiały kompozytowe oparte na biodegradowalnych polimerach wzmocnionych bioaktywnymi napełniaczami nieorganicznymi zyskały znaczną 
uwagę. Jednym z istotnych problemów związanych z przygotowaniem kompozytowych elektroprzędzonych włókien jest niska zawartość napełniacza we włóknie.

Cel pracy. Niniejsza praca miała na celu określenie najlepszego składu elektroprzędzonych włókien polimerowych pod względem potencjalnego zastosowania 
w inżynierii tkankowej. Zbadano wpływ lepkości roztworu/dyspersji polimeru i zawartości napełniacza na morfologię oraz właściwości włókien.

Materiały i metody. Wytworzono serię mat kompozytowych z polikaprolaktonu (poly(ε-caprolactone) (PCL)), kwasu polimlekowego (poly(L-lactic acid) (PLLA)) 
i hydroksyapatytu (HAP), zawierających od 10% do 40% wag. HAP. Właściwości otrzymanych materiałów zbadano za pomocą skaningowej mikroskopii elektronowej 
(scanning electron microscopy (SEM)) i skaningowej kalorymetrii różnicowej (differntial scanning calorimetry (DSC)) oraz wykonano pomiary lepkości.

Wyniki. Dodatek HAP do roztworu polimeru spowodował znaczny wzrost lepkości, ale uzyskane wyniki pokazały, że możliwe jest wytworzenie kompozytowych 
włókien dobrej jakości nawet przy zawartości 40% wag. napełniacza. Zdjęcia SEM przedstawiają losowo zorientowane włókna o średnicach w zakresie 3,8–8,5 μm 
dla roztworu i dyspersji o wysokiej lepkości (1210–2000 mPa-s) i znacznie większych średnicach (ok. 12 μm) dla roztworu PCL (326 mPa·s).

Wnioski. Możliwe jest przekształcenie dyspersji kompozytowej na bazie biopolimerów z dodatkiem HAP w włókniny o zawartości napełniacza do 40% wag. Ze 
względu na swoje unikalne właściwości, takie materiały są obiecujące do zastosowania w inżynierii tkankowej.

Słowa kluczowe: włókna elektroprzędzone, biomateriały, hydroksyapatyt, regeneracja tkanek kostnych
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Electrospinning process

The  electrospinning process was carried out under 
constant environmental parameters, at  25°C, 40% hu-
midity and constant speed of the rotating drum collector 
at 300 rpm. The other process parameters were set individ-
ually for every mixture: voltage on the needle and collector 
(from −30.0 kV to 30.0 kV), needle-to-collector distance 
(100–180 mm) and the solution flow rate (1.0–6.0 mL/h; 
DOXA Microfluidics, Málaga, Spain).

Characterization of the polymer solutions/
dispersions and electrospun mats

For viscosity measurements, a Brookfield DV1 rotational 
viscometer (AMETEK Brookfield, Middlesborough, USA) 
was used. The morphology and size of fibers were deter-
mined with scanning electron microscopy (SEM) images 
(Nova NanoSEM 200; FEI, Eindhoven, the Netherlands). 
The differential scanning calorimetry (DSC) measure-
ments were performed with a Mettler-Toledo DSC1 sys-
tem (Mettler-Toledo, Columbus, USA) under the follow-
ing conditions: ~5.5 mg; N2: 60 mL/min; 10°C/min; from 
–80°C to 120°C (PCL samples) or 0–200°C (PLLA-based 
samples); thermal equilibrium: 120°C or 200°C for 5 min; 
then, the solutions were cooled down to −80°C or 0°C, 
respectively. The crystallinity degree (Xc) was calculated 
as (Equation 1):

  (1)

where: ΔHm – measured enthalpies of melting of PCL 
or PLLA samples, ΔHm100% – the enthalpy of melting of fully 
crystalline PCL (ΔHm100% = 139 J/g))23 or PLLA (ΔHm100% 
= 93.7 J/g)),24 ΔHCC – measured enthalpies of cold crystal-
lization of PLLA samples, and w – mass fraction of polymer.

Results and discussion

The effect of solution properties and process parameters 
on polymer and composite fiber morphology obtained with 
electrospinning was investigated. Especially, the viscos-
ity of the solution has an important role in determining 
the range of concentrations from which continuous fi-
bers can be obtained. The addition of dimethylformamide 
(DMF) to the other solvent (9/1v/v) enabled the production 
of defect-free and uniform fibers. A binary solvent system 
containing the 2nd solvent (DMF) with a higher boiling 
point evaporates slower from the ejected charged jet, caus-
ing the jet’s viscoelastic properties to change and therefore 
improving the jet’s stretching.

However, obtaining composite fibers with mineral filler 
is a challenge. One of the key parameters determining 
the success of the electrospinning process is the proper 
viscosity of the solution/suspension. Even a small addition 

of filler significantly increases the viscosity of the electro-
spun dispersion, resulting in difficulties with obtaining 
homogeneous fibers associated with needle plugging. For 
this reason, it was necessary to select new, optimal elec-
trospinning process parameters for generating PLLA-HAP 
or PCL-HAP composite fibers. Each time, the voltage set 
at the needle is  less than at the collector. However, for 
a pure polymer solution, this value is significantly lower. 
The flow rate of the electrospun solution/suspension had 
to be increased with increasing viscosity (from 1.0 mL/h 
for the pure polymer solution to 6.0 mL/h for the highest 
viscosity samples).

The morphologies of all electrospun fibers are shown 
in Fig. 1. Scanning electron microscopy analysis shows ran-
domly oriented electrospun fibers with an average diameter 
presented in Table 1. For most samples, uniform fibers were 
obtained over the entire electrospun mats. Spindle-shaped 
deformations were observed on some fibers formed from 
a solution of pure PLLA (Fig. 1E). The reason for their 
formation may be incomplete evaporation of the solvent 
during the electrospinning process. The images also con-
firmed the incorporation of HAP particles into polymer 
fibers. The highest degree of fiber filling was obtained for 
the polylactide dispersion PLLA_HAP_60/40 at the process 
parameters: 15 kV, 6.0 mL/h and 180 mm. In this case, it was 
possible to fill the fibers with 40 wt% HAP due to the lower 
impact of mineral filler on the overall suspension viscos-
ity. Up to now, it has been possible to obtain fibers with 
a maximum HAP content of 30 wt% relative to the poly-
mer.14,15,25 Moreover, nonwoven fabricated from this disper-
sion was the best oriented, and HAP particles were better 
distributed (Fig. 1H) than in other combinations. The same 
polymer/filler ratio was tested for the 2nd polymer (PCL); 
however, the viscosity increase made it impossible to carry 
out the electrospinning process and thus form fibers.

Despite slight differences in viscosity values for the 2 poly-
mers, the  process was substantially more efficient for 
electrospinning from the PLLA solution. This may be 
due to the difference in polymer solution concentrations. 
In the case of PLLA, it is already possible to have a polymer 
concentration 5 times lower (3 wt%) in order to obtain 
a solution with the viscosity necessary for the electros-
pinning process and produce mats of good quality, while 
the minimum concentration for PCL is 15 wt%.

In the case of PCL, a significant effect of HAP addition 
on solution viscosity was observed (addition of 10 wt% 
HAP increased the viscosity of 15 wt% PCL solution more 
than 5 times; Fig. 2). For PCL with increasing HAP content, 
and at the same time viscosity of the system, the average 
fiber diameter decreases. In the case of PLLA, the effect 
of the presence of mineral filler on viscosity is significantly 
smaller. This is also reflected in the diameters of fibers 
obtained in the electrospinning process, which in the case 
of PLLA have similar diameters regardless of HAP content. 
From the solution with the lowest viscosity and highest 
polymer concentration (PCL 15 wt%, 326 mPa·s), fibers 
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Table 1. List of parameters of the samples investigated in the study

Sample Polymer concentration [wt%] Viscosity [mPa∙s] Average fiber diameter [μm] Apatite content [wt%]

PCL 15 326 12.2 –

PCL_HAP_90/10 1,765 8.5 10

PCL_HAP_80/20 1,842 6.0 20

PCL_HAP_70/30 1,887 4.4 30

PLLA 3 1,210 3.8 –

PLLA_HAP_85/15 1,520 4.6 15

PLLA_HAP_75/25 1,750 6.2 25

PLLA_HAP_60/40 2,200 3.9 40

PCL – poly(ε-caprolactone); PLLA – poly(L-lactic acid); HAP – hydroxyapatite.  
PCL_HAP_X/Y – where X is the polymer content (wt%) and Y is the hydroxyapatite content (wt%), e.g., PCL_HAP_90/10 – sample containing 90 wt.% 
of poly(ε-caprolactone) and 10 wt.% of hydroxyapatite, etc.

Fig. 1. Scanning electron microscopy (SEM) images of electrospun fibrous scaffolds. A. pure PCL; B. PCL_HAP_90/10; C. PCL_HAP_80/20; D. PCL_HAP_70/30; 
E. pure PLLA; F. PLLA_HAP_85/15; G. PLLA_HAP_75/25; H. PLLA_HAP_60/40

PCL – poly(ε-caprolactone); PLLA – poly(L-lactic acid); HAP – hydroxyapatite.

Fig. 2. The effect of polymer concentration and filler content on viscosity
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with significantly larger diameters (approx. 12 μm) were 
obtained. Viscosity of the remaining solutions and dis-
persions is in the range of 1,210–2,000 mPa·s and fibers 
obtained from them have average diameter in the range 
of 3.8–8.5 μm.

The melting and crystallization behavior of electrospun 
mats was investigated using DSC. As shown in Table 2, 
the crystallization temperature appears at approx. 116°C 
for pure PLLA and 30°C for pure PCL, and increases 
to 118°C and 32°C for PLLA and PCL composite samples, 
respectively. The  subsequent heating curves of  PLLA 
samples show a baseline shift and an endothermic peak 
located at approx. 72°C and approx. 170°C, respectively, 
corresponding to glass transition and melting of α/α’ crys-
tals. Besides, an exothermic peak present in the 1st heating 
curve at 76–84°C can be assigned to cold crystallization. 
For PCL composite samples Tg is approx. −71°C and −69°C 
for pure polymer, while Tm is approx. 58°C.

Conclusions

This paper presents the possibility of creating bioac-
tive polymeric composite scaffold based on 2 types of bio-
polymer (PCL and PLLA) and micro-sized HAP particles 
in varying ratios, using the electrospinning technique. 
It was shown that the solvent properties, especially poly-
mer concentration and viscosity, have a significant ef-
fect on process productivity, morphology and diameter 
of the fibers.

Incorporation of a large amount of HAP particles into 
polymer fibers made them more hydrophilic, which can 
be useful for tissue engineering applications. These results 
highlight the potential of using electrospun polymer nonwo-
vens combined with HAP in tissue engineering as materials 
for bone regeneration. Hydroxyapatite excellently supports 
bone cell growth and matrix formation. Moreover, the elec-
trospun fiber structure can mimic the natural extracellular 

matrix (ECM). However, fabrication of stable and durable 
fibers with HAP requires precise and high control over 
the electrospinning process, which can be challenging.
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