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In this work results are presented of the electrical and photoelectric measurements of MOS
capacitors, consisting of an Al gate of thickness 25 nm, SiO2 insulator of thickness 60 nm, and
n-doped 3C–SiC. Many different measurement techniques are employed in order to completely
define all parameters of the band diagram of the MOS structure, which is the main goal of these
investigations. 
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1. Introduction

Silicon carbide (SiC) is an attractive material for electronic applications due to good
electrical and thermal properties. The most important properties for further
development of modern electronic devices are the wide bandgap (from 2.36 eV (3C
type) to 3.23 eV (4H type)) [1], high breakdown field and good thermal conductivity.
Due to its lower bandgap, the 3C–SiC has lower breakdown field than the 4H–SiC.
However, the inversion channel mobility observed in 3C–SiC is more than one order
of magnitude higher compared to 4H–SiC. This is because the near interface traps
(NIT) that limit the channel mobility in the 4H–SiC MOSFETs are positioned in
the conduction band and not in the bandgap in 3C–SiC [2, 3]. The 3C–SiC devices are
furthermore characterized by lower specific junction capacitance. They are also
expected to be more cost effective due to the availability of large substrate sizes since
the 3C–SiC material is grown on state of the art sized silicon wafers [4]. All these
advantages make 3C–SiC material suitable for medium power (600 V and 1200 V)
and high frequency devices.

Understanding of the physical properties of MOS structures on 3C–SiC is of
importance for device development and optimization. The electrical properties of
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a range of MOS capacitors built on 3C–SiC epilayers were investigated. The capacitors
under investigation differed in the way the dielectric layer was formed and in the gate
material. The capacitors consisted of two groups: while the first group was based on
ca. 60 nm of thermal SiO2 grown by thermal oxidation in wet oxygen (H2O:O2) at
1150 °C for 70 min, the second one has been formed using an advanced oxidation
process combining thermal and deposited oxide. This advanced oxidation process
allows to deposit ca. 55 nm of silicon dioxide using plasma enhanced chemical vapor
deposition (PECVD) and to post-oxidize it in wet oxygen (H2O:O2) at 950 °C for 3 h.
The post-oxidation step performs firstly a densification of the deposited oxide and
secondly a thermal oxidation of a 3–5 nm thick layer of SiC. In each of these groups,
four different materials were deposited on top of the SiO2 layer to form the gate:
polysilicon, aluminum, gold and nickel.

This report is limited to a description of the band diagram determination for
just one subgroup of the investigated samples, namely for the MOS capacitors with
an aluminum gate and the SiO2 layer deposited by PECVD on 3C–SiC substrates.

2. Experiment

MOS capacitors were fabricated on free standing 3'' n-type 3C–SiC (001) wafers with
about 10 μm thick n-type epitaxial layer nitrogen doped in the mid 1015 cm–3 on top.
A SiO2 layer of thickness tOX ≈ 55 nm was deposited by PECVD after which the wafers
were subjected to the so-called post-oxidation anneal in wet oxygen for 3 h at 950 °C.
Circular aluminum metal contacts 0.7 mm in diameter and with thickness tAl = 25 nm
were formed by ion beam sputtering and lift-off.

Electrical and photoelectric measurements were carried out using the multifunc-
tional system for photoelectric measurements (MSPM), which has been described
elsewhere [5]. The oxide thickness tOX was determined from capacitance–voltage
C = f (VG) measurements. The results were compared with results obtained by
spectroscopic ellipsometry. No significant difference was observed between the results
from each of these methods. The substrate doping density ND was calculated from
1/C2 vs. VG plots, obtained from C = f (VG) measurements.

Experimental photocurrent IF vs. wavelength λ characteristics were recorded at
different gate voltages VG in order to determine barrier heights on both sides of
the dielectric. Due to optical interference in the dielectric layer and the strong
dependence on wavelength λ of light absorption in the substrate, the quantum yield Y
vs. photon energy hν characteristics were calculated taking into account the optical
properties of the MOS structure. These properties were calculated using procedures
which were similar to the ones described in [6].

3. Measurement procedures

The energy band diagram of a MOS structure, as a representation of different potentials
existing in the structure, is usually determined from many measurement techniques.
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These techniques can be divided into three different groups: electrical, photoelectric
and optical. These permit determination of all necessary parameters which are
important in modern semiconductor devices (e.g., flat-band voltage in semiconduc-
tor VFB, the effective contact potential difference φMS). Some of these parameters can
be directly obtained from an appropriate measurement technique (e.g., flat-band
voltage in the dielectric VG0 from IF = f (VG) characteristics). However, determination
of other parameters requires calculations based on measurement results (e.g., substrate
doping density ND, which is calculated from the slope of a 1/C2 = f (VG) plot). A short
description of every method used in this work follows.

3.1. Electrical measurements

The basic test structure for determination of MOS system parameters is the MOS
capacitor. Usually, a C = f (VG) characteristic of this capacitor is measured, and
the flat-band voltage VFB is probably the most important parameter deduced from
this characteristic. VFB is the gate voltage required to achieve the flat-band condition
at the semiconductor–dielectric interface. The value of VFB is important since this
parameter is directly related to the threshold voltage VT of MOS transistors.

The experimental C = f (VG) characteristics (dark and illuminated) measured at
signal frequency of f = 1 MHz and a calculated theoretical characteristic for an ideal
MOS structure are shown in Fig. 1. The illuminated C * = f (VG) characteristic is used
to determine the surface potential of the semiconductor φS0, as described in Section 3.3.
Measurements were made on Al–SiO2–SiC(3C) structure with a SiO2 thickness
tOX ≈ 60 nm.

An important feature of the dark C = f (VG) characteristic presented in Fig. 1 is that
it is shifted toward a more negative gate voltage in comparison to the theoretical
characteristic of the ideal MOS structure. This shows that a large positive effective
oxide charge Qeff resides in the structures on 3C–SiC substrate.
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Fig. 1. Experimental C = f (VG) characteristics (dark and illuminated) measured at signal frequency
of f = 1 MHz on the Al–SiO2–SiC(3C) structure. Also a calculated theoretical characteristic is shown
for comparison.
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The VFB value can be obtained in many ways [7–10]. However the most common
method to determine VFB, and which is used in this work, is the method based on
calculation of the flat-band capacitance CFB [7]:

(1)

where: COX – capacitance in the accumulation state [F/cm2], CsFB – semiconductor
surface capacitance [F/cm2] expressed by:

(2)

where: εS – electrical permittivity of the semiconductor, ε0 – electrical permittivity of
vacuum [F/cm], LD – Debye’s length [cm] given as:

(3)

where: k – Boltzmann’s constant [J/K], T – temperature [K], q – electron charge [C].
After calculating the CFB value, the flat-band voltage VFB is obtained from

the measured C = f (VG) characteristic. In order to calculate the CFB value, the substrate
doping density ND has to be known. ND can be determined from C = f (VG)
measurements. The simplest way to determine ND is to use the following formula,
where the slope (in [F–1C–1]) of the linear part of a 1/C2 = f (VG) plot is utilized [7]:

(4)

where A – gate area [cm2].
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Fig. 2. The linear part of the 1/C2 = f (VG) plot measured on the Al–SiO2–SiC(3C) structure.
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This method does not require any other information about the investigated structure
than the value for the gate area A. An example of such a characteristic is shown in
Fig. 2.

The ND value is used to calculate the Fermi potential φF using the formula [7]:

(5)

where: ni – intrinsic concentration in the substrate [cm–3].
To determine ni , the following formula was used [1]:

(6)

where: EG – energy bandgap [eV], NC, NV – effective density of states in the conduction
and valence band, respectively, NC = 1.353×1019 cm–3, NV = 1.006×1019 cm–3 [1].

3.2. Optical properties

To determine the barrier heights in a MOS structure using the Fowler method [8],
the so-called RTA values of the structure have to be calculated as a function of
the wavelength of the light used in photoelectric measurements. In the term RTA,
R is the fraction of light power reflected from the structure, T is the fraction absorbed
by the substrate and A is the fraction absorbed by the gate. In our calculations of these
characteristics, using methods described in [6, 11], the optical indices (refractive
index – n, extinction coefficient – k) were taken from literature [12]. It was noted
that our spectroellipsometric measurements fully confirmed the values given in [12]). 

An example of RTA = f (λ) characteristics calculated for the Al–SiO2–SiC(3C)
structure with Al thickness tME = 25 nm and SiO2 thickness tOX = 59.84 nm is shown
in Fig. 3. 
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Fig. 3. RTA = f (λ) characteristics calculated for Al–SiO2–SiC(3C) structure (tME = 25 nm, tOX =
= 59.84 nm).
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3.3. Photoelectric measurements

Energy barrier heights at the metal–dielectric (EBG) and dielectric–semiconductor (EBS)
interfaces were determined using the photoelectric Fowler method [13, 14]. This
method consists in transforming the measured photocurrent vs. wavelength character-
istics at different gate biases (VG) (negative VG for EBG determination, positive for
EBS) into the Y 1/p = f (hν ) dependences. Where Y is the photoemission yield, hν  is
photon energy and p is the exponent which assumes values p = 2 for electron
emission from metal gate and p = 3 for electron emission from semiconductor
substrate. The Y 1/p = f (hν ) dependence is a straight line for each of the gate biases
used. Extrapolation of these straight lines to the Y 1/p = 0 value determines the value
of hν (Y 1/p = 0), for each of the VG values. Taking these hν (Y 1/p = 0) values and
plotting them versus  where VOX is the voltage drop in the dielectric layer, one
obtains a straight line again. Extrapolation of this straight line to the VOX = 0 value
gives the final barrier height EB = hν (Y 1/p = 0, VOX = 0) value.

An example of the spectral characteristics obtained for the Al–SiO2–SiC(3C)
structure for positive VG values is shown in Fig. 4a. Also, the calculated hν (Y = 0) =
= f ( ) dependence is shown (Fig. 4b).

Calculation of the photoemission yield Y, which is defined as the photocurrent
normalized to the photon flux incident on the emitter, requires the knowledge of
the RTA = f (λ ) characteristics discussed in Section 3.2.

The theory of internal photoemission (IPE) at low electric fields, applied to
the dielectric of MOS structures developed in our laboratory [15], allows measurement
of further parameters which are necessary to determine the complete band diagram of
the structure under investigation. In particular, it allows determination of the gate
voltage (VG0) at which the voltage drop in the dielectric is equal to zero (VOX = 0).
It also allows accurate determination of the effective contact potential difference (φMS)
between the gate and the substrate and of the semiconductor surface potential (φS0) as
discussed below.
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These measurements are based on measuring photocurrent vs. gate voltage (IF =
= f (VG)) characteristics at different wavelengths, in the vicinity of the IF = 0 point.
Such characteristics intersect the IF = 0 axis at different values of gate voltage ( )
depending on the wavelength λ. As shown in [15] the IF = f (VG) characteristic which
is symmetrical with respect to the IF = 0 point, intersects this axis at VG = VG0,
which corresponds to the situation when the bands in the dielectric are flat (VOX = 0).
The wavelength resulting in the symmetrical IF = f (VG) characteristic is λ = λ0.

An example of IF = f (VG) characteristics for different λ values in the vicinity of
the IF = 0 point is shown in Fig. 5.

Another parameter which plays a significant role in determining the band diagram
of the MOS structure is the surface potential of the semiconductor (φS0) corresponding
to the flat-band state in dielectric (VG = VG0). The method to determine φS0 applied in
this work is based on measurement of the IF = f (VG) characteristics at different λ and
on measurement of the capacitance under illumination C* = f (VG) characteristic
(shown in Fig. 1). The C* = f (VG) characteristic should be measured for the wave-
length λ0 and for the same light power P for which VG0 value was obtained. Using
the VG0 value and C* = f (VG) characteristic, the capacitance C*(VG0) value can be
determined which is further used in calculation of the surface semiconductor
capacitance CS

*(VG0):

(7)

where: C*(VG0) – the capacitance for the gate voltage VG = VG0.
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Fig. 5. Experimental IF = f (VG) characteristics measured on the Al–SiO2–SiC(3C) structure.
Measurements were made at different wavelengths λ in order to determine the VG0 voltage.
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The  parameter is related to the surface potential (φS0) as shown in Eq. (8).
This formula is valid for n-type substrates and for VG0 values located in the accumu-
lation range (as in our case):

(8)

(9)

Numerical iteration of Eq. (8) for a set of uS0 values permits determination of
the uS0 value for which Eq. (8) is fulfilled, and thereby through Eq. (9) the φS0 value
can be obtained.

4. Measurement results
The photoelectric measurements of barrier heights EBG at the Al–SiO2 interface, and
EBS at the SiC(3C)–SiO2 were fully reproducible. The mean EBS barrier height
value of ≈ 5.45 eV is lower than EBS values found in the literature [16]. This is due to
the fact that photoelectrons that constitute the photocurrent are not only emitted from
the SiC valence band, but also from a band of high density interface states at SiC–SiO2
interface. This band resides in the lower part of the SiC bandgap and probably results
from the presence of carbon clusters in the SiO2 in the vicinity of the SiC–SiO2
interface [17]. This conclusion has been supported by the measurements of the inter-
face trap density Dit (not discussed in the text).

The general representations of the band diagrams for the Al–SiO2–SiC(3C) are
shown in Fig. 6, for the flat-band state in the dielectric (a) and for the flat-band state
in the semiconductor (b). These diagrams are primarily based on our measurement
results with some data taken from the literature.
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The various potentials shown in Fig. 6 are calculated as follows:
– the electron affinity of the substrate at the interface χ  [V]:

(10)

– effective contact potential difference φMS [V]:

(11)

– effective charge at the dielectric–semiconductor interface Qeff [C/cm2]:

(12)

– density of the Neff [cm–2]:

(13)

At VG0, the surface charge in the semiconductor (QS) is expressed as:

QS = –Qeff (VG = VG0) (14)

At VFB, the voltage drop in the dielectric (VOX) is given by:

(VG = VFB) (15)

The reproducibility of the barrier height measurements is very good, the standard
deviation being σE(EBS) = 0.04 eV and σE(EBG) = 0.02 eV for many investigated
structures. The absolute accuracy of the barrier height determination is estimated to
be ±0.05 eV. The gate voltage value corresponding to the flat-band in the dielectric
was found to be VG0 = 0.148 ± 0.020 V, from which the effective contact potential
difference φMS was calculated to be φMS = 0.045 ± 0.020 V. 
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T a b l e. Barrier heights and other band diagram parameters of the Al–SiO2–SiC(3C) structure.

EBG 
[eV]
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[V]
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3.45 5.45 5.45 3.45 3.09 –0.96 0.045
Qeff 
[C/cm2]

Neff 
[cm–2]

φS0 
[V]

VG0 
[V]
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[V]

VOX (VG = VFB) 
[V]

7.39×10–8 4.61×1011 0.103 0.148 –1.236 –1.281
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The barrier height measurement results have allowed determination of a complete
set of parameters characterizing the band diagram of the investigated structure as
described in the text and summarized in the Table.

5. Conclusions

The whole procedure to determine the band diagram of a MOS structure has been
presented. Using electrical, photoelectric and optical methods, the numerous param-
eters of the MOS structure can be obtained. Among these parameters, the flat-band
voltage in the semiconductor (VFB) was determined from electrical measurements of
C = f (VG) characteristics, and the flat-band voltage in the dielectric (VG0) was
determined using the high precision photoelectric method. The barrier heights EBG
and EBS were determined using the photoelectric method taking into account the calcu-
lated optical properties (RTA characteristics) of the structures. Using the values of
the above mentioned parameters, other properties of the structure under investigation
were determined as shown in the Table and in Fig. 6.
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