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Abstract: In conveyor transport systems, different solutions to the transfer points constructions are used.
Choosing the right solution requires conditions analysis of the cooperation between two conveyors. For
years, the analytical methods have been used to evaluate the discharge trajectory of the transported material.
Increasingly, to evaluate the movement of grains in the transfer space to analyze the behavior of the bulk
material in contact with transfer chute elements, researchers successfully use simulations performed in the
discrete element method (DEM). Well-constructed chute allows the material stream to be uniformly fed onto
the receiving conveyor with a desired stable tangential speed. Proper design reduces motion resistances and
belt wear. In the paper, the analysis of selected construction solutions of transfer points and the possibilities
of their usage in copper ore transport systems were performed. The research was conducted using the DEM
simulations of the ore flow. For specifying the best conditions of the cooperation of the feeding and receiving
conveyors, a series of simulations were generated. The criteria for the comparative evaluation of the ana-
lyzed solutions were the values of acceleration zone length and abrasive wear of the belt.
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1. INTRODUCTION

Transfer stations play an essential role in conveyor transport systems. Their primary
task is to pass on the ore from a feeding conveyor centrally to the receiving belt in
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such a manner that the material velocity in the direction of a belt travel is, as nearly as
possible, equal to the velocity of the belt itself. Each construction solution has its ad-
vantages and disadvantages and choosing the right one requires a detailed analysis of
the conditions in which the conveyors cooperate. The setting of transfer point ele-
ments should be decided based on the predicted discharge trajectory. The particle path
of movement can be determined based on analytical methods (CEMA, 2002) on the
grounds of simple physical dependencies. Another way to determine the particle tra-
jectory, also considering the interparticle interaction, are simulation methods. Leading
method for simulating bulk material behavior is a discrete element method (DEM).
Increasingly this method is used to determine the movement of grains in the transfer
space (Czuba & Furmaniak, 2013; Ilic & Wheeler, 2017) and to analyze the behavior
of bulk material in contact with transfer chute elements (Hastie, 2013).

The proper transfer point design allows the material stream to be uniformly fed on
the receiving conveyor with a desired stable tangential speed. Well-constructed trans-
fer station reduces motion resistances and belt wear. Each lump falling on the belt at a
certain speed must be accelerated to the belt speed vb. On the acceleration zone length,
the frictional force between the material particles and the belt must overcome the lift-
ing resistance of the material resulting from the conveyor angle and frictional resis-
tance between the material and skirt boards (Gładysiewicz, 2003). Furthermore, dura-
bility is a parameter of crucial importance for the annual total costs of belt and splice
replacement, hence wear degree should be monitored (Jurdziak et al., 2019).

Poorly constructed transfer point can result in several adverse events, such as
blockage causing downtime, large lumps falling from the height creating cuts in a
conveyor belt, long acceleration zone generating big abrasive wear and significant
motion resistances, and uneven material distribution resulting in irregular abrasion of
the belt. The paper focuses on the analysis of the acceleration zone length and values
of the abrasive wear. The research was conducted using the DEM simulations of the
ore flow. For specifying the best conditions of the cooperation of the feeding and re-
ceiving conveyors, a series of simulations were generated.

Analysis of the phenomenon occurring between the transported material and the ele-
ments of the transfer station is increasingly the subject of research conducted by many
scientists. The latest scientific works in this field use DEM and focus on the modeling
material flow and wear analysis. In the paper "Modelling bulk solid flow interactions in
transfer chutes: Shearing flow", the authors concentrate on the observation of fast-
moving, high volume coal stream in the restricted space, where the internal bulk material
properties affect the mode of flow. The study compares the application of the traditional
and modified continuum method approach to DEM simulations and site observation (Ilic
et al., 2019). The different research focuses on wear in iron ore transfer chutes and at-
tempts to propose design criteria for reducing wear (Ilic, 2019). Wear can also be caused
by conveyor equipment. Analysis of abrasive wear generated by scraper in coal handling
was performed in the paper (Xia et al., 2019).
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2. CASE STUDY

In the Polish underground copper ore mines in the case of angled transfer, construc-
tions with rock boxes are widely used (Fig. 1). The primary role of the rock box is to:
capture the incoming material stream, fill up the box to a particular volume, and direct
down sliding material onto the lower conveyor belt. The partially filled box creates
particle/particle interaction instead of particle/wall interactions (Hastie, 2013). This
solution limits the wear of the construction elements (Hastie, 2013), but on the other
hand, the particle velocity in the direction of receiving belt motion is almost equal to
zero.

In the paper, angled transfer point with belt conveyors set perpendicular to each
other was selected for analysis. The location of feeding conveyor over the receiving
one, in the underground mine, is limited by transfer point elements and the height of
the transport tunnel. The feeding conveyor was placed 1.8 m above the receiving one
(Fig. 2), because in the analyzed example with the rock box, it was the approximate
the lowest possible position limited by skirt boards. The belts (1 m wide) were moving
at a speed of vb = 2.5 m/s. Using the relations described in the book (Gładysiewicz,
2003), the maximum capacity of the analyzed conveyor was determined at the level of
Q ≈ 500 kg/s. In the analysis, fully loaded feeding conveyor transfers material to the
empty receiving belt.

Fig. 1. A transfer station with rock box in underground mine
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Using DEM software, simulation of the ore discharging from the feeding conveyor
was generated. Half the mass of modeled copper ore consisted of 5 cm particles and
the other half of 10 cm solids. Parameters of the material from own earlier research
were employed (Doroszuk et al., 2019). After the simulation, the mass center positions
of the particles directly above the head pulley axis were recorded. Positions readings
were done for 50 time-steps at 0.1 s intervals. The readout was compared with the
analytical method (CEMA, 2002) allowing to determine the approximate geometry of
the material cross-section over the head pulley and the height of the ore stream (Fig.
3). Knowledge of the stream height is a useful parameter for the design process of the
hood and spoon type transfer point. The hood must have dimensions big enough to
capture the entire stream of ore and the proper curvature to redirect it down.

Fig. 2. Cooperation conditions of two conveyor belts

  
Fig. 3. The readout of the particles' positions over the head pulley compared with a cross-section of the

material stream accordant to CEMA

The trajectory of the discharged stream of ore obtained from the simulation was
compared with the movement path of the particle falling directly from the level of the
conveyor belt (Fig. 4). The particle lying on the belt has a horizontal velocity equal to
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the speed of the belt and the equations of free body fall describe the vertical velocity.
The mathematically determined particle movement curve very well represents the
lower limit of the falling stream of transported material. The particles after falling 1.8
m down, reached the speed of 7 m/s. The transfer height should be, if possible, mini-
mize in the case of side loading. In the case of central loading with redirecting mate-
rial parallel to the receiving belt, the height should be set such a way that the potential
energy of material changing in the kinetic energy will fill losses in kinetic energy
caused by friction on transfer station elements.

Fig. 4. Discharge trajectory of the copper ore particles falling from the feeding conveyor with initial
horizontal speed v = 2.5 m/s – comparison of DEM particle positions with the calculated trajectory

3. SELECTED CONSTRUCTIONS AND COMPARATIVE EVALUATION

3.1. TRANSFER POINT CONSTRUCTIONS

Depending on the cooperation conditions of the feeding and receiving conveyors,
various kinds of transfer chute stations are used. The leading three solutions are: impact
plates, chutes (straight or curved), and rock boxes (Czuba & Furmaniak, 2013). The first
simulation was made for the transfer point with the rock box used in the mine (Fig. 5).
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The box was 714 mm tall, 1680 mm wide and 850 mm deep. The box was placed on the
side of the receiving belt. On both sides of the lower located conveyor, there were skirt
boards made of inclined steel plates with a rubber strap attached to the bottom.

Fig. 5. Simulation of material transfer through the transfer station with rock box

The first alternative solution was the original design inspired by a hood and spoon
type transfer chute (Fig. 6a). It consisted of two steel elements. The purpose of each
element was to change the direction of the ore stream by 90 degrees. Proper falling
material capture, with a small impact angle, allowed to change the direction of the ore
flow without significantly decelerating it. The lower element consisted of an inclined
steel sheet, on which the material was falling and sliding onto receiving conveyor.

Fig. 6. Alternative solutions:
a) original design inspired by hood and spoon type transfer chute; b) impact plate
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The sheet was profiled in such a way that the rounded edge changed the vector of the
particle velocity into a parallel to the belt movement direction. The advantage of this
solution is that the kinetic energy is not entirely lost and due to the change in the di-
rection of the velocity vector, the particles do not have to be accelerated from 0 m/s to
the speed of the belt. The disadvantage of this solution is, however, the more signifi-
cant abrasion of the chute elements.

The second alternative to the prior transfer points was the impact plate (Fig. 6b). An
impact plate should be regarded and designed as a consumable item.  With the correct
geometry and material choice, the plate may provide agreeable durability against impact
and abrasive wear (Scott & Choules, 1993). Numerous diverse geometric designs of
impact plates in combination with lining materials varying from ceramics, ferrous wear-
resistant products, plastics, rubber liners, and rubber sheets have been successful (Scott
& Choules, 1993). In the analysis, the plate was made of a conveyor belt, 1.5 m tall and
1.2 m wide. The stream of ore impacted the hanging belt, lost its kinetic energy, and then
the slowed bodies felt freely down to the steel plate, on which they slide onto the re-
ceiving conveyor. The advantage of this solution is that the kinetic energy is lost on the
impact plate, not on the conveyor belt, but the disadvantage is that the material has to be
accelerated nearly from 0 m/s to the speed of the belt and that the loading area of the belt
is much longer than in the case of previous solutions.

3.2. COMPARATIVE EVALUATION

Choosing the right solution requires a comparison of the analyzed cases. The goal of
designing a transfer station is an optimum material flow with (Kessler & Prenner, 2009):

 constant speed,
 low impact,
 low wear on chute lining and at discharge location,
 low dust emission,
 low noise emission.
The comparison of transfer stations with side loading to those with central loading

requires a detailed analysis of many aspects. In the case of central loading (Fig. 7),
recording parameters such as the length of the acceleration zone or the tangential and
perpendicular, to the belt, exit speed is not a difficult task, however, in the case of side
loading, these values are not unambiguous. For this reason, individual numerical val-
ues describing the material stream could not be compared. Therefore, the distributions
of the parameters' values in the loading area were examined. Thanks to the knowledge
of particle velocity distribution, it was possible to determine the length of the accel-
eration zone, abrasive wear of the belt, or acceleration resistances.

The acceleration zone length can be theoretically calculated in the case of central
loading (Gładysiewicz, 2003). For obtaining that value in the functioning transfer
station, pellets with accelerometer could be used.
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Fig. 7. Parameters obtained during the analysis of centrally located transfer station

In the case of belt wear analysis in the loading areas, there are four leading causes
(Hustrulid, 1998):

 wear between the skirts and the belt,
 material trapped between the skirts and the belt,
 cover damage resulting from material impacting the receiving conveyor belt at

high speeds,
 wear from the turbulence of bringing the material up to the belt speed.

All or none of these causes can contribute to belt wear (Hustrulid, 1998).
In some transfer points, the material with high velocity hits the belt. The material

energy is not being removed or redirected be the transfer station elements as it should
in these cases. The covers of the belt are absorbing the energy. It may cause increased
wear. If the impact bed placed under a conveyor in the loading area is very rigid, it
increases the possibility of damage to the belt (Hustrulid, 1998).

The ore falling onto the receiving belt must be accelerated up to belt speed. Accel-
eration occurs thanks to the frictional force acting between the material and the belt
cover. Before the material reaches the belt speed and quiets down, it can be turbulent.
The turbulence can contribute to belt wear. In perfect conditions the ore would be
lightly placed, fines first, already up to the speed of receiving belt. When the material
hits the belt with a high downward speed, the turbulence is created from impacts at
that speed (Hustrulid, 1998).

In the research paper (Roberts & Wiche, 1999) focused on the analysis of the inter-
action between the geometry of the chute and the abrasive wear of the belt, the equa-
tion (1) to calculate the abrasive wear was presented. The abrasive wear resulted from
the acceleration of particles, and loss of vertical component of the kinetic energy on
the belt.
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(1)

where:
 – frictional coefficient between the bulk solid and conveyor belt, [-],

 – bulk density, kg/m3,
vb – belt speed, m/s,
vez – vertical component of the exit velocity, m/s,
vex – horizontal component of the exit velocity, m/s.
A significant element to investigate when analyzing the transfer station is a lateral

force. The amount of force that material puts on the belt that would tend to mistrack
the belt is called lateral force. The preferable case is when that force is equal to 0,
though in 90° transfer point it may not be possible. The combination of lateral force
and belt tension will affect how big belt mistracking at the transfer station will occur
(Hustrulid, 1998). An additional factor affecting the belt mistrack is how well the belt
is centrally loaded. That factor can be measured based on the calculation of the mo-
ment arm of the forces acting in the vertical direction (Hustrulid, 1998).

Next important comparison parameters are motion resistances. In the group of con-
centrated resistances, the most critical component is the resistance occurring at the
place of feeding the material onto the conveyor belt. That resistance consists of lifting
resistance, acceleration resistance, and frictional resistance between material and skirt
boards. The acceleration resistance depends on the conveyor capacity, the speed of the
receiving belt, and the parallel to the belt material exit speed. That resistance is de-
scribed by the equation (Gładysiewicz, 2003):

(2)

where  – conveyor belt capacity, kg/s.
The actual run-of-mine ore grain size distribution was not applied in the simula-

tions, because it is easier to analyze the velocities of the particles with a similar di-
ameter. The impact forces were not taken into account while calculating the abrasive
wear of the belt, so lack of large solids did not affect the analysis results.

4. RESULTS ANALYSIS

From the same second of each DEM simulation, after stabilization of the ore stream on
the conveyor belt (Fig. 8), the position and speed values of particles lying up to 10 cm
above the belt were recorded. The obtained values were used to determine the distri-
bution of particles velocity and abrasive wear.
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Fig. 8. The velocity of the particles: a) rock box; b) hood and spoon; c) impact plate

Fig. 9. The acceleration zone of particles lying at the belt
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The distributions were projected onto the horizontal XY plane (Fig. 9 and Fig. 10).
Particles velocities parallel to the belt speed were shown in Figure 9. In the case of
side loading, the velocity distribution on the belt was very heterogeneous and it was
not possible to determine the exit speed of the ore stream. Regarding the length of the
acceleration zone, the shortest was in the case of hood and spoon transfer station, the
longest in case of impact plate, and the standard solution acceleration zone length was
in between.

The most significant abrasive wear was observed in the conventional solution with
a rock box, used in copper ore mines (Fig. 10). The maximum recorded values were
over four times greater than those for the alternative solution of the hood and spoon
inspired transfer station design. In the case of the rock box and impact plate, the most
significant abrasive wear occurs close to the loading side, and for the hood and spoon,
the abrasion is evenly distributed along the width of the belt.

Fig. 10. Distribution of the abrasive wear of the belt for all analyzed transfer station constructions
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The presented method only allows for displaying approximate concentrations of abra-
sive wear. A more accurate analysis of that distribution requires the development of de-
pendencies considering the inclination of the belt over the side idlers and the forces act-
ing on the belt from particles. The same in the case of comparison motion resistances
occurring in the loading area, a new calculation method had to be developed.

5. CONCLUSION

The paper presents a suitability analysis of the different angled transfer stations in
copper ore transport system. The research was carried out using the DEM simulation
of material flow. For determining the optimal cooperation conditions between con-
veyor belts, a series of simulations were performed. In order to obtain a cross-section
of the calibrated material over the head pulley and the material discharge trajectory,
simulations of discharging the feeding conveyor were performed. Then the coordi-
nates of the selected particles were exported. Good agreement between particles posi-
tions readouts with analytically calculated cross-section over the head pulley and dis-
charge trajectory was obtained.

Three design variants of the 90° transfer station, receiving the ore from the feeding
conveyor operating at maximum capacity, were analyzed. The first design solution
used in copper ore mines was the transfer point with a rock box. Alternatives to this
solution were the original design inspired by hood and spoon type transfer chute and
the impact plate. For comparison of these solutions, the length of the acceleration zone
and abrasive wear of the belt were selected as criteria.

Obtained data   from particles lying up to 10 cm above the belt were presented in the
form of values distributions   projected onto the horizontal plane. Side loading in the
case of rock box and impact plate resulted in a long and uneven acceleration zone and
larger abrasive wear values   located mainly on the feeding side of the belt. Central
loading of the receiving conveyor, with the use of the original proposed solution, al-
lowed to shorten the acceleration zone significantly. This construction of transfer point
reduced the maximum values   of abrasive wear by more than four times when com-
pared with standard construction with rock box.

A more accurate analysis of that distribution requires the development of depend-
encies considering the inclination of the belt over the side idlers and the forces acting
on the belt from particles, so size distribution and impacts of the larger solids could be
taken into account. The same in the case of comparison motion resistances occurring
in the loading area, a new calculation method had to be developed.

In conclusion, the optimal solution for the transfer station, working in analyzed
conditions, are central loading of the receiving belt, material exit velocity parallel and
close to the belt speed, and even distribution of material over the entire belt width.
Such conditions can be obtained by using hood and spoon transfer point.



Analysis of conveyor belt wear caused by material acceleration in transfer stations 201

ACKNOWLEDGMENTS

This work is partially financed from the statutory research grant No. 049u/0098/19 funded by the Minis-
try of Science and Higher Education.

REFERENCES

CEMA, 2002. Belt conveyors for bulk materials, Conveyor Equipment Manufacturers Association 5th ed.
Czuba W., Furmaniak K., 2013. Analysis of a grain motion in the transfer area of the belt conveyor.

Eksploatacja i Niezawodnosc – Maintenance and Reliability, Vol. 15, No. 4, 390-396.
Doroszuk B., Walker P., Król R., 2019. Badania własności zróżnicowanej litologicznie rudy miedzi na

potrzeby modelowania DEM, CUPRUM – Czasopismo Naukowo-Techniczne Górnictwa Rud, Vol.
90, No. 1, 5-19.

Gładysiewicz L., 2003. Przenośniki taśmowe: teoria i obliczenia. Oficyna Wydawnicza Politechniki
Wrocławskiej.

Hastie D., 2013. An experimental and simulated investigation of particle flow through a conveyor rock
box, ICBMH 2013 - 11th International Conference on Bulk Materials Storage, Handling and
Transportation.

Hustrulid A., 1998. Transfer Station Analysis, Proceedings of the Annual Meeting of the Society of
Mining Engineers (SME), 33-53.

Ilic D., Wheeler C., 2017. Transverse solid behavior during discharge from troughed belt conveyors,
Advanced Powder Technology, Vol. 28, 2410-2430.

Ilic D., Roberts A., Wheeler C., Katterfeld A., 2019. Modelling bulk solid flow interactions in transfer
chutes: Shearing flow, Powder Technology, Vol. 354, 30-44.

Ilic D., 2019. Development of design criteria for reducing wear in iron ore transfer chutes, Wear, Vol.
434-435.

Jurdziak L., Bajda M., Błażej R., 2019., Estimation of Purchase and Replacement Costs of Conveyor
Belts and their Splices in an Underground Mine Based on their Durability, IOP Conf. Ser.: Earth
Environ. Sci. 221.

Kessler F., Prenner M., 2009. DEM – Simulation of Conveyor Transfer Chutes. FME Transactions,
Vol. 37, 185-192.

Roberts A., Wiche S., 1999. Interrelation Between Feed Chute Geometry and Conveyor Belt Wear, Bulk
solids handling, Vol. 19, No. 1, 35-39.

Scott O., Choules P., 1993. The use of impact plates in conveyor transfers, Tribology International,
Vol. 26, No. 5, 353-359.

Xia R., Wang X., Li B., Wei X., Yang Z., 2019. Discrete Element Method- (DEM-) Based Study on the
Wear Mechanism and Wear Regularity in Scraper Conveyor Chutes, Hindawi Mathematical Prob-
lems in Engineering.



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (Dot Gain 20%)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.4
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.0000
  /ColorConversionStrategy /CMYK
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams false
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments true
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 300
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 300
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 1200
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile ()
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /CreateJDFFile false
  /Description <<

    /BGR <>
    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000410064006f006200650020005000440046002065876863900275284e8e9ad88d2891cf76845370524d53705237300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef69069752865bc9ad854c18cea76845370524d5370523786557406300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /CZE <>
    /DAN <>
    /DEU <>
    /ESP <>
    /ETI <>
    /FRA <>
    /GRE <>

    /HRV (Za stvaranje Adobe PDF dokumenata najpogodnijih za visokokvalitetni ispis prije tiskanja koristite ove postavke.  Stvoreni PDF dokumenti mogu se otvoriti Acrobat i Adobe Reader 5.0 i kasnijim verzijama.)
    /HUN <>
    /ITA <>
    /JPN <FEFF9ad854c18cea306a30d730ea30d730ec30b951fa529b7528002000410064006f0062006500200050004400460020658766f8306e4f5c6210306b4f7f75283057307e305930023053306e8a2d5b9a30674f5c62103055308c305f0020005000440046002030d530a130a430eb306f3001004100630072006f0062006100740020304a30883073002000410064006f00620065002000520065006100640065007200200035002e003000204ee5964d3067958b304f30533068304c3067304d307e305930023053306e8a2d5b9a306b306f30d530a930f330c8306e57cb30818fbc307f304c5fc59808306730593002>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020ace0d488c9c80020c2dcd5d80020c778c1c4c5d00020ac00c7a50020c801d569d55c002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /LTH <>
    /LVI <>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken die zijn geoptimaliseerd voor prepress-afdrukken van hoge kwaliteit. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /POL <>
    /PTB <>
    /RUM <>
    /RUS <>
    /SKY <>
    /SLV <>
    /SUO <>
    /SVE <>
    /TUR <>
    /UKR <>
    /ENU (Use these settings to create Adobe PDF documents best suited for high-quality prepress printing.  Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)
  >>
  /Namespace [
    (Adobe)
    (Common)
    (1.0)
  ]
  /OtherNamespaces [
    <<
      /AsReaderSpreads false
      /CropImagesToFrames true
      /ErrorControl /WarnAndContinue
      /FlattenerIgnoreSpreadOverrides false
      /IncludeGuidesGrids false
      /IncludeNonPrinting false
      /IncludeSlug false
      /Namespace [
        (Adobe)
        (InDesign)
        (4.0)
      ]
      /OmitPlacedBitmaps false
      /OmitPlacedEPS false
      /OmitPlacedPDF false
      /SimulateOverprint /Legacy
    >>
    <<
      /AddBleedMarks false
      /AddColorBars false
      /AddCropMarks false
      /AddPageInfo false
      /AddRegMarks false
      /ConvertColors /ConvertToCMYK
      /DestinationProfileName ()
      /DestinationProfileSelector /DocumentCMYK
      /Downsample16BitImages true
      /FlattenerPreset <<
        /PresetSelector /MediumResolution
      >>
      /FormElements false
      /GenerateStructure false
      /IncludeBookmarks false
      /IncludeHyperlinks false
      /IncludeInteractive false
      /IncludeLayers false
      /IncludeProfiles false
      /MultimediaHandling /UseObjectSettings
      /Namespace [
        (Adobe)
        (CreativeSuite)
        (2.0)
      ]
      /PDFXOutputIntentProfileSelector /DocumentCMYK
      /PreserveEditing true
      /UntaggedCMYKHandling /LeaveUntagged
      /UntaggedRGBHandling /UseDocumentProfile
      /UseDocumentBleed false
    >>
  ]
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [612.000 792.000]
>> setpagedevice


